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iAbstract
By down-sizing noble metals to the nanoscale, striking new optical properties arise—investigated
in the scientific field of plasmonics. The steady rise of developments, innovations, and interest
in plasmonics is directly linked with the much broader field of (colloidal) nanotechnology and
its breakthroughs. In order to harvest the full potential of colloidal plasmonics, optimizing the
synthesis of colloidal nanoparticles, controlling the subsequent assembly of them into complex
architectures, and fully understanding the emerging plasmonic properties is inevitable. Wet-
chemical seed-mediated growth of colloidal building blocks and colloidal self-assembly offer the
tool-sets to tackle the challenges of plasmonic applications.
Due to the intrinsic properties of colloids and the resulting (coupled) assemblies, distinct dif-
ferences are evident in comparison to top-down fabrication based plasmonics. Among these
properties, this thesis focuses on the true three-dimensionality of colloids—in vast contrast, top-
down processes always rely on stacking of layered architectures. Strong plasmonic coupling
interactions are predominantly defined by the inter-particle distances and the geometry of the
cross section area by which adjacent particles interact. Consequently, unique plasmonic fea-
tures emerge from the three-dimensional structure of colloids and the possibility to tune the
dielectric environment by surface functionalization.
The objective of this work is to investigate and understand the plasmonics of coupled colloidal
systems. Following this scope, the first part of this thesis introduces a new synthetic concept,
which thereby aims to provide colloidal building blocks for plasmonic assemblies. The optical
quality and spectral range can be boosted by applying silver nanoparticles instead of gold as
plasmonic material. Herein, a general synthetic concept is introduced resulting in monodis-
persed and shape-pure silver nanoparticles in a highly controlled manner. By transferring the
concept of living polymerization reactions to nanoparticle growth, secondary nucleation is suc-
cessfully suppressed and the particle dimensions are freely tunable. Finally, chemical stability
toward oxidation and functionalization reactions is obtained by covering silver particles with a
sub-skin depth gold shell.
The second part summarizes the plasmonic properties arising from coupled particle assemblies
fabricated by colloidal self-assembly. Therefore, the complexity of the coupled systems was
systematically increased to observe the transition from local to collective coupling interactions.
Starting from metallic film-coupled gold nanorods, the presence of a highly sensitive magnetic
mode and its impact on the magnetic permeability were investigated. Next, the transition from
local to collective coupling was observed by stepwise increase of the number of particles in a
linear gold nanoparticle chain revealing the formation of a plasmon band in quasi-infinite particle
chains.
Consequently, this work aims to advance the field of colloidal metasurfaces by optimizing the




Durch das Herunterskalieren von (Edel-)Metallen in den Nanometerbereich entstehen neue op-
tische Eigenschaften, die im Wissenschaftsfeld der Plasmonik untersucht werden. Die stetige
Weiterentwicklung, Innovation, und das steigende Interesse an der Plasmonik ist direkt mit dem
weiter gefassten Gebiet der (kolloidalen) Nanotechnologie verbunden. Um das Potenzial der
kolloidalen Plasmonik voll ausschöpfen zu können, ist es unumgänglich, die Synthese kolloi-
daler Nanopartikel zu optimieren, deren anschließende Anordnung zu komplexen Architekturen
gezielt zu steuern, und die entstehenden plasmonischen Effekte vollständig zu verstehen. Das
nasschemische Keim-vermittelte Wachstum kolloidaler Bausteine und die kolloidale Selbstan-
ordnung bieten die geeigneten Werkzeuge für plasmonische Anwendungen.
Aufgrund der intrinsischen Eigenschaften kolloidaler Partikel und den daraus resultierenden op-
tischen Eigenschaften ihrer Anordnungen, ergeben sich deutliche Unterschiede zur Plasmonik
von Top-down Systemen. Im Gegensatz zu diesen Systemen, die immer aus geschichteten Ar-
chitekturen bestehen, handelt es sich bei kolloidalen Systemen um echte dreidimensionale Ob-
jekte. Starke plasmonische Kopplungswechselwirkungen werden hauptsächlich durch die Ab-
stände zwischen Partikeln und die Geometrie des Querschnitts definiert, über die benachbarte
Partikel interagieren. Folglich ergeben sich aus der dreidimensionalen Struktur von kolloidalen
Nanopartikeln und der Möglichkeit, diese mit verschiedenen dielektrischen Umgebung zu funk-
tionalisieren, einzigartige plasmonische Effekte.
Das übergeordnete Ziel dieser Arbeit besteht darin, die plasmonischen Effekte gekoppelter kol-
loidaler Systeme zu untersuchen und besser zu verstehen. Diesem Ziel folgend, wird im ersten
Teil der Arbeit ein neues Synthesekonzept vorgestellt, das darauf abzielt geeignete kolloida-
le Bausteine für plasmonische Anordnungen zur Verfügung zu stellen. Verglichen mit Gold als
Bausteinmaterial kann die optische Qualität und der Spektralbereich durch Nutzung der über-
legenen plasmonischen Eigenschaften von Silbernanopartikeln gesteigert werden. Hier wurde
ein allgemeines Synthesekonzept entwickelt, das auf kontrollierte Weise zu monodispersen und
formreinen Silbernanopartikeln führt. Durch die Übertragung des Konzepts lebender Polymerisa-
tionsreaktionen auf das Nanopartikelwachstum, werden Nebenreaktionen (z.B. sekundäre Keim-
bildung) erfolgreich unterdrückt und die Partikelgröße wird dadurch genau einstellbar. Schließlich
wurde durch die Überwachsung der Silberpartikel mit einer Goldschale unterhalb der Leitschicht-
dicke chemische Stabilität gegenüber Oxidations- und Funktionalisierungsreaktionen erhalten.
Im zweiten Teil werden die plasmonischen Eigenschaften gekoppelter Partikelanordnungen un-
tersucht. Dafür wurde die Komplexität der gekoppelten Systeme systematisch erhöht, um den
Übergang von lokalen zu kollektiven Kopplungsinteraktionen zu beobachten. Ausgehend von
Goldstäbchen, die mit einem Metallfilm gekoppelt sind, wurde eine hochempfindliche magne-
tische Mode nachgewiesen und deren Einfluss auf die magnetische Permeabilität untersucht.
Desweiteren wurde der direkte Übergang von lokaler zu kollektiver Kopplung durch schrittweise
Erhöhung der Anzahl der Partikel in einer linearen Goldnanopartikelkette beobachtet, was zur
Bildung eines Plasmonenbandes für quasi-unendlich lange Partikelketten führt.
Letztendlich ist das Ziel dieser Arbeit, kolloidale Metaoberflächen durch Optimierung der Bau-
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3Nanotechnology marks one of the next scientific revolutions due to its vast number of possible ap-
plications. The use of nanotechnology promises and already partially succeeds by offering faster
computers, medical breakthroughs, smarter surfaces, and also expands the range of material
properties, as in metamaterials.[1–3] In fact, miniaturization to and controlling of the nanoscale
is a rather new scientific topic dating back to the famous lecture There’s plenty of room at the
bottom by Richard P. Feynman in 1959.[4] In this lecture, he envisions this field, which “ [...] might
tell us much of great interest about the strange phenomena that occur in complex situations.”[4]
Within his vision, he already defines the key challenge of nanotechnology, which is still valid:
how to manipulate and control objects on the nanoscale in order to obtain the emergent proper-
ties of the nanoscale. One promising pathway to achieve this, is the wet-chemical fabrication of
nanoscaled building blocks and then, assembling these colloids out of dispersion into the desired
structures.[5]
In the field of nanotechnology, plasmonics of colloidal particles is particularly fascinating due
to its possible impact on a wide range of applications,[2,6] like plasmonic heating,[7] sensing,[8]
polarimetry,[9,10] plasmonic lasing,[11] or energy/information transport,[12] but also futuristic appli-
cations, like super lensing,[13] optical cloaking,[14] or more general, metamaterials.[15] By down-
sizing noble metals into colloidal particles, striking optical properties arise from the noble metal
surface.[16] These properties originate from the so-called localized surface plasmon resonance
(LSPR), which features extraordinary electric field enhancement, electrons in excited states, and
light confinement far below the diffraction limit.[17] In general, a plasmon resonance is defined as
the collective oscillation of conductance electrons excited by an external electromagnetic field.[16]
Already in 1857, Michael Faraday was enthusiastic about the optical properties of gold colloids
and their remarkable color change, while bringing them to the nanoscale.[18] But even before
then, as early as the 4th-century, the vivid colors of gold and silver colloids were embraced in
their use as color pigments, e.g., in the famous Lycurgus Cup.[19]
In the last couple of decades, the field of modern plasmonics grew to one of the most active top-
ics in nanotechnology due to its new, emergent properties, which arise from introducing short-
and long-range coupling interactions between adjacent particles.[13,20,21]
In this context, the central challenge toward these applications is (again) to manipulate and con-
trol the shape, size, and material of the colloidal building blocks and to place them precisely at
the nanoscale in order to use and understand their magnificent properties. Consequently, pre-
cise hierarchical assembly of nanoscale building blocks, i.e., colloids, is inevitable to fully exploit
the advantages of nanotechnology. Template-assisted colloidal self-assembly is the predomi-
nant bottom-up tool-set to fabricate plasmonically active surfaces with sub-wavelength unit cells,
typically referred to as metasurfaces.[22,23] For this directed self-assembly process, templates
are used in order to irreversibly and selectively trap nanoparticles from a colloidal dispersion.[24]
Typically, the driving force, which brings the colloids in the energetic minima of the trap, are cap-
illarity and capillary forces. Thus, scalability, but also final resolution, are limited by the template
due to the shear amount of particles within a dispersion.
4 I. Introduction
As compared to top-down processes, which are based on lithography techniques, such bottom-
up assembly techniques feature several distinct advantages. The most dominantly named ad-
vantage is, that the final colloidal metasurface can be cost-efficiently scaled to macroscopic
areas, if an adequate template is used.[25] One noteworthy template fabrication method is the
exploitation of mechanical instabilities resulting in wrinkled templates with meter-squared extend,
but simultaneously nanoscaled features.[26] For example by using such templates, gold nanopar-
ticles with various morphologies can be assembled into perfectly linear particle chains, thereby
obtaining huge optically anisotropic effects on square centimeters.[27–29]
But based on the intrinsic properties of colloids, plasmonics from colloidal building blocks have
also less obvious advantages. Due to the defined crystallinity of the wet-chemically synthesized
nanoparticles, the lack of surface roughness and grain boundaries yields lower damping and
optical losses.[30] In order to employ these colloids, however, the synthetic protocols need to
yield monodisperse particles, which allow for chemical surface functionalization. To date, only
gold nanoparticles can comply with these synthetic requirements.[31] Furthermore, the stabilizing
dielectric shell allows to render the immediate refractive index and its tunable thickness allows to
tune the inter-particle distance in the range from microns down to nanometers.[32–35] Especially
the latter one is far below the resolution limit of conventional top-down processes, but at the
same time, essential to yield strong coupling interactions.[36]
Figure I.1.: Electric field and electric field lines of linear trimers. (a) The linear coupling of the three-dimensional
nanoparticles results in a point as the geometry of the cross section area, as shown by the high electric field between
the particles (red). The electric field lines illustrate the dipolar character of the excited plasmon mode. (b) In case
of three coupling disks, the geometry of the cross section area is a line and the electric field is influenced by the
edges of the disks. The surface plasmons are excited by a planewave light source as indicated by the wavevector q
with its external electric field E oriented parallel to the trimers.
This thesis, however, focuses on the tunable three-dimensional morphology of colloids—one
of the most obvious, but often ignored features of colloids.[37] Some underappriciated chal-
lenges and features arise from their three-dimensionality for the plasmonic interaction of adjacent
nanoparticles—not to mention the impact on the assembly process itself, which is not scope of
this thesis. To illustrate this, the simple coupling of colloidal spheres in a line is a demonstra-
tive example, as schematically shown in Figure I.1a. When such colloidal spheres couple, the
cross section area of the coupling geometry between them is reduced to a point resulting in
extraordinary high and focused field enhancement.[38]
5Contrary, its top-down counterpart, a disk, results in a line as the geometry of the coupling
cross section area (Figure I.1b), and also edge effects and surface roughness need to be
considered.[30,39] Due to the nature of top-down techniques, they always end up with layered
systems. Although quasi-three-dimensional structures are obtainable by stacking of various lay-
ers, the building blocks are cylinders with an arbitrarily shaped two-dimensional base and a
height, which is fixed by its layer thickness.[30,40] A sphere is not a disk, a cube with its sharp
corners and edges is not a rectangle, and a cylindrical rod is not a bar. In combination with its
tunable dielectric shell, defined crystallinity, and the lack of surface roughness, the plasmonics
of colloids differ distinctively from plasmonics of top-down processes—and vice versa.[41]
In this context, the objective of this thesis is (1) to design colloidal building blocks, which are able
to highlight the aforementioned properties, and (2) to exploit and subsequently, comprehend the
emerging plasmonic effects of the resulting colloidal metasurfaces.
(1) Compared to using the dominating gold as building blocks, the overall performance of col-
loidal metasurfaces can be boosted by utilizing the superior plasmonic quality of silver
nanoparticles.[42,43] However, due to the lack of feasible aqueous synthesis concepts for sil-
ver colloids with sufficiently narrow size and shape distributions, the benefit from silver colloids
is marginal.[43] Furthermore, silver is prone to oxidize and decompose, which limits its use in
real-life applications.[44] Aim of the first part of this thesis is to design appropriate silver nanopar-
ticles. Thus, in order to boost the performance of silver-based colloidal metasurfaces, a general
synthesis concept will be introduced to yield monodisperse and stable silver nanoparticles,
which are specifically designed as building blocks for template-assisted self-assembly.
(2) The second part of this thesis focuses on the plasmonic properties arising from coupled
particle assemblies made via colloidal self-assembly. Within this study, the complexity of the
investigated systems systematically increases from local, isolated coupling effects up to the
collective coupling in a quasi-infinite long particle chain. The thereby observed effects will rely
on the intrinsic properties of the employed colloids.
Consequently, the central aim of my work is to advance the field of colloidal based metasurfaces
by optimizing the building blocks and by comprehending the plasmonic coupling effects of three-
dimensional colloidal particles. The objected gain of fundamental understanding could then be
exploited in various promising applications.
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II.1 Scope of the Thesis
The scope of this thesis is the investigation and understanding of coupled plasmonic systems
built from colloidal nanoparticles. In this context, colloidal self-assembly offers a tool-set to fab-
ricate coupled plasmonic systems in a controlled, reproducible, and scalable fashion. In com-
parison to top-down and lithographically produced plasmonic systems, colloidal nanotechnology
features a set of apparent differences, but also some non-obvious ones.
Typically, when comparing to top-down methods, advantages such as scalability to macroscopic
areas and cost-efficiency are being mentioned. However, the aim of this thesis is to focus on the
intrinsic advantages of colloids and the resulting optical properties owed to them. Namely, this
is the true three-dimensional structure of colloidal particles in combination with the possibility to
tune the colloidal properties with thin stabilizing dielectric shells. The thin dielectric shell can be
used to introduce novel functionality and/or to define the inter-particle distances, which drastically
influence the resulting plasmonics.
The impact of the three-dimensional nature of a colloidal approach becomes more evident by
recalling the contrast to top-down processes. Top-down processes rely always on layered struc-
tures. While within a layer the complexity of such structures is only limited by the resolution
of the employed deposition method, the restriction to stacked layouts inhibits the fabrication of
truly three-dimensional structures. Thus, in direct comparison to top-down processes, the col-
loidal approach aims for well-defined coupling geometries and nanometer ranged inter-particle
distances in all principle directions.
As motivated in the Introduction, this thesis is divided into two main parts: (1) design of colloidal
building blocks and (2) the plasmonics of coupled particle assemblies. The first part aims to intro-
duce novel synthetic approaches, in order to emphasize and exploit the full potential of colloidal
building blocks. This synthetic concept targets chemically stable particles with narrow size dis-
tributions combined with plasmonic resonances with a high quality factor. Thus, monodisperse
and stable silver nanoparticles will be introduced.
The second part investigates the plasmonic properties of self-assembled colloidal systems. The
plasmonics of these systems exploit and rely on the three-dimensional properties of the em-
ployed building blocks, which define the coupling geometry. Hence, plasmonic systems ranging
from local to collective coupling will be studied.
The following sections summarize the content of the individual chapters and put them into context
with the initial scope. Each section of the main chapters is written to form a self-contained story
and is readable independent from the other chapters although being based on each other. In the
last section of this chapter, all co-authors’ contributions to the presented joint publications are
specified.
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II.2 Design of Colloidal Building Blocks
Chapter IV presents a new general synthetic approach to combine the intrinsic advantages of
silver and gold. This is achieved in an environmentally friendly and versatile fully aqueous sys-
tem. In terms of plasmonic and optical properties, silver is the superior material. This is because
of the high quality factor and the accessibility to the complete optical range of the induced plas-
mon resonance. But then, gold colloids feature several experimental advantages. In general
their synthesis is by far more controlled in respect to crystallinity, shape-, and size distribution
control, but gold additionally exhibits chemical stability and a wide range of functionality. Fig-
ure II.1 summarizes the developed synthesis pathway. Briefly: well-established gold colloids are
used as seeds for epitaxial silver overgrowth in order to pass their crystallinity and dispersity to
the resulting silver nanoparticles (Section IV.1). Next, the targeted silver plasmonics are pro-
tected by a sub-skin depth gold layer, which offers chemical stability and simultaneously allows
for functionalization (Section IV.2). Section IV.3 gives a brief excursion to morphology tuning
via oxidative reactions.
Figure II.1.: General synthesis concept for the designed colloidal silver nanoparticles. The controlled syn-
thesis of narrowly distributed and pure gold nanoparticles are exploited as seeds in this synthesis concept. By the
introduced living silver growth conditions, these features can be inherited to particles with the superior plasmonic
properties of silver (IV.1). Finally, the silver is protected by an optically invisible gold layer in order to suppress
oxidation reactions (IV.2). Adapted with permission.[1] Copyright 2017, Wiley-VCH.
Section IV.1 introduces a novel silver overgrowth concept, which can be understood as the con-
sequent further development of seed-mediated growth. Externally enforcing reaction kinetics
increases control of the overgrowth step (process) unprecedentedly. This is crucial to suppress
any side reactions and secondary nucleation, and to avoid unnecessary broadening of the par-
ticle size distribution. Due to the close analogy of these requirement to polymer synthesis, the
concept of controlled living polymerization reactions (CLPR) is employed to seed-mediated silver
growth.
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To emphasize this analogy and to better illustrate the synthesis concept, the new concept of
controlled living silver growth was introduced on the example of one-dimensional colloidal parti-
cles, i.e., nanowire growth. As defined by the International Union of Pure and Applied Chemistry
(IUPAC),[2] a living polymerization is “a chain polymerization from which chain transfer and chain
termination are absent. In many cases, the rate of chain initiation is fast compared with the
rate of chain propagation, so that the number of kinetic-chain carriers is essentially constant
throughout the polymerization.”
As shown in Figure II.2a, pentatwinned gold nanorods were used as seeds, or—to keep the
polymerization analogy—as bifunctional initiators. By efficiently stabilizing the lateral {100} facets
of these nanocrystals with chloride, the silver precursor is preferentially reduced at the less stable
{111} facets at the tip of the nanorods. Thereby, active reaction sides are formed. Thus, further
silver ions are only reduced at these active sides resulting in the proposed one-dimensional
growth (Figure II.2b–e).
Figure II.2.: Employing living reaction conditions to silver nanowire growth. The effect of the living reaction
conditions (a) can be best tracked in the one-dimensional growth of silver nanowires (AgAuAgNWs; b–e). Due to
the employed conditions strictly selective silver deposition occurs on the nanorod tips resulting in elongation. As
shown in (e) several micrometers length are achievable without side reactions. Adapted under the terms of ACS
AuthorChoice license.[3] Copyright 2015, American Chemical Society.
Living reaction conditions are achieved by externally controlling the reaction kinetics and thus,
limiting the available precursor. The precursor addition rate needs to be set below the actual
reaction rate, thereby, enforcing a linear zero-order kinetic. Tracking of the nanowire length and
longitudinal plasmon resonance wavelength proofed the linearity of the growth kinetic. As a
control, even slight increasing the addition rate, above the actual reaction rate, results in sec-
ondary nucleation, growth into width, and accumulation of silver precursor in huge silver chloride
agglomerates.
The extraordinary quality and the low polydispersity of the resulting nanowires allows to detect
up to nine distinguishable plasmonic modes (for an exemplary 900 nm nanowire) in ensemble
averaged UV-vis-NIR measurements. By performing electron energy loss spectroscopy and
mapping of the electron energy loss, the nature of those modes on the single particle level is
assigned and directly linked them to the plasmon modes of the colloidal solution. Furthermore,
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by probing the spatial distribution of plasmon modes along the wires, the negligible influence
of the initial gold onto the plasmonic properties of the final particle was shown. Consequently,
seeding with a gold core facilitates the synthesis of highly controlled silver colloids.
In Section IV.2, the concept of controlled living silver growth is successfully extended to cubic
particles, starting from single crystalline gold spheres. Further, by adding a sub-skin depth
gold layer, silver is protected from oxidation reactions, and are thereby expanding their surface
functionality. The concept of the designed particle system is exemplified for a nanocube in
Figure II.3a. Once again, a general synthetic pathway is developed and later on, transferred
to silver nanowires to proof the independence from the initial silver particle shape.
Figure II.3.: Aqueous gold overgrowth acting as protection layer. Protecting the silver with a thin gold layer
enables oxidant stability and surface functionality of this system without altering the silver-based optical properties
(a). As shown in the elemental maps (b& c), a homogeneous and closed gold shell can be achieved independent
of the particle morphology. Adapted with permission.[1] Copyright 2017, Wiley-VCH.
Due to the high sensitivity of sharp corners and edges in terms of oxidation stability as well as
plasmonic properties, nanocubes mark the perfect environment to test the influence of a thin
gold shell on plasmonic and chemical properties of silver colloids.
The main challenge in gold overgrowth of silver colloids is to avoid galvanic replacement reac-
tions and oxidative etching by the employed gold precursor. Since gold is the most noble metal,
these reactions are preferred to overgrowth. Thus, to yield a homogeneous layer, the reduction
potential of the gold precursor needs to be drastically lowered. Pre-complexation of the gold
ions with iodide allows for sufficient reduction of this potential. Due to the high affinity and re-
sulting passivation of iodide on noble metal surfaces, the iodide-to-gold concentration needs to
be balanced in order to avoid oxidation as well as passivation. To be able to control the kinet-
ics and thermodynamics of the reaction, external kinetic control, comparable to the introduced
living reaction conditions is inevitable. By externally controlling these parameters, we were able
to directly tune and show the importance of the reduction potentials in nanocrystals growths.
As shown in Figure II.3b&c, an iodide-to-gold ratio of 2.7:1 results in the formation of homo-
geneous and closed gold layer for nanocubes and nanowires with a thickness of approximately
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1 nm. Deviation from this ratio shifts the reaction equilibrium either to oxidative reactions, or to
passivation of the surface with iodide.
As revealed by statistical TEM image analysis and UV-vis-NIR spectroscopy, the morphology of
particles, especially their edges and corners, as well as the plasmonic properties of silver are
only negligible damped by the gold protection layer. However, the thickness of the gold layer
needs to be well-below the skin-depth of the plasmons in order to render it “optically invisible”.
The experimentally obtained 1 nm layer is by a factor of almost five below the theoretical skin
depth for this system. By electromagnetic simulations, this observation was validated for the
near-field properties of both morphologies, nanocubes and nanowires.
Long-term stability tests against oxidants in both dispersed and also dried state showed the ef-
ficient protection properties of the gold shell for several months. On the contrary, unprotected
silver nanocubes oxidized and ultimately degraded under oxidative environments within minutes
and hours in dispersion and dried state, respectively. The obtained oxidation stability reasons
also the gained stability toward surface functionalization. Due to the chemical stability of gold,
chemically reactive functional groups are not able to oxidize the surface, while performing ex-
change reactions of the stabilizing ligands. Therefore, the chemical advantages are successfully
combined with the plasmonic properties of silver colloids.
The brief excursion in Section IV.3 describes two opposing pathways to change the morphol-
ogy of silver colloids via oxidative reactions. The first method presents the catalytic etching by
a copper catalyst resulting in an isotropic plasmonic response, while the rhombicubeoctahedral
shape supports high crystallinity and low polydispersity (see Figure II.4a). Monodisperse sil-
ver rhombicubeoctahedra are obtained by balanced etching and simultaneous growing of silver
nanocubes. Such isotropically behaving silver nanoparticles are of great importance for fun-
damental studies including plasmonic applications, since they make the optical range below
500 nm accessible for applications. Furthermore, the plasmonics of silver exhibits a remarkable
high quality factor in this spectral range.
Figure II.4.: Silver rhombicubeoctahedra and axisymmetric nanorattles via oxidative reactions (a) Monodis-
perse silver rhombicubeoctahedra via oxidative etching of silver nanocubes. (b) Nanorattles with well-defined cav-
ities by galvanic replacement of silver@gold cuboids. (a) Adapted with permission and (b) under the terms of
CC-BY-NC license.[4,5] Copyright 2019 & 2017, American Chemical Society and Royal Society of Chemistry, re-
spectively.
The second method is galvanic replacement by gold(III) yielding a cavity in axisymmetric nanorat-
tles (see Figure II.4b). The obtained plasmonic cavity renders the plasmonics absorption domi-
nated and features high electric field enhancement. Due to the highly selective growth of Ag@Au
cuboids, the central rod of the final nanorattles is fixed resulting in axisymmetric particles with a
well-defined nanosized cavity.
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The key aspect of Chapter V is the plasmonic coupling of colloidal particles assemblies. The
presented coupled systems rely on the features of three-dimensional colloids and the presence
of a homogeneous dielectric shells around them. As Figure II.5 summarizes, the complexity
of theses systems is gradually increased within the sections. The investigated samples are
prepared via templated colloidal self-assembly to ensure macroscopic detection of the effects
and to form reproducible unit cells with nanometer precision. In order to obtain simple and
robust plasmonic coupling, the same monodisperse gold particles, which are used as seeds in
Chapter IV, are employed as building blocks for the herein investigated coupled systems.
Figure II.5.: Self-assembly concepts for coupled particle assemblies. The coupling complexity of the studied
particle assemblies is gradually increased by the addition of further particles. Firstly, the sensitivity of a gold nanorod
by local coupling with gold film is observed (V.1). Next, systematically the transition from local coupling of a particle
dimer to the collective coupling of a quasi-infinite particle chain (V.2). Adapted with permission.[6] Copyright 2018,
Wiley-VCH.
The first level of complexity is the coupling of colloidal nanoparticle with a smooth metallic film.
The effects, as presented in Section V.1, rely on the lateral flattened morphology of a pen-
tatwinned nanorod and its nanometer sized dielectric corona. In Section V.2, starting from a
dimer, the number of particles in a chain is systematically increased in a linear fashion and
thereby, studies the transition of a particle chain from local coupling to collective coupling by
crossing the infinite chain limit.
In Section V.1, the optical properties of metallic film supported gold nanorods are investigated.
Therefore, pentatwinned gold nanorods were assembled into linear structures by exploiting
wrinkled-templates. The tip-to-tip orientation of the gold nanorods results in a highly anisotropic
optical respond, which allows for selective transversal excitation of the array. Due to the lateral
dimensions of the array over several square millimeters, the optical effects can be detected by
conventional UV-vis spectroscopy methods. To yield a homogeneous optical response, pen-
tatwinned gold nanorods, as introduced as seeds in Section IV.1, were selected due to several
morphological advantages. Most importantly, the flattened lateral side of the pentagonal cross
section allows for a well-defined and reproducible plasmonic coupling to the gold film. The over-
all performance of the final metasurface is further improved by the bigger size, in comparison
to single crystalline gold nanorods, resulting in a higher extinction cross section and their high
aspect ratio separating the optical and geometrical axis.
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As shown in Figure II.6a, template-assisted self-assembly on the metallic film into line arrays
enables efficient separation of the plasmonic response and an isolated transversal mode, while
keeping a high filling rate. The targeted separation of the modes was evidenced by the averaged
deviation Θ to the principle alignment direction 〈σΘ〉 of only 2.69°. Hence, the resulting two-
dimensional order parameter was determined to be close to unity (0.99).
Figure II.6.: Sensitivity of gold film coupled gold nanorods. The self-assembly in particle lines (a) allows for
macroscopic UV-vis-NIR measurement of the induced magnetic mode (b). Due the high sensitivity of the magnetic
mode (MM) toward particle-film-distance changes, changes in the relative humidity are observable (c) and can
be explained by matching with electromagnetic simulations (e). Adapted under the terms of CC-BY-NC license.[7]
Copyright 2016, Royal Society of Chemistry.
Similar to the well-known hybridization model,[8] the plasmonic coupling with the gold film leads
into splitting of the (transversal) mode into a bonding (magnetic) and into an anti-bonding (elec-
tric) mode. Due to the plasmonic support film, this coupling can be described as the coupling of
a particle with its induced mirror charges. This coupling scenario induces a circular current flow,
which is educible to a classical inductor-capacitor (LC) model for resonant circuits. Following
Lenz’s law, a magnetic field is induced counteracting the external magnetic field of the incidence
electromagnetic wave. Thus, this magnetic field is the eponym for the induced magnetic mode.
The featured magnetic mode exhibits an exceptional sensitivity toward distance variations. As
determined by electromagnetic simulations, the obtained experimental particle-to-film distance
was as low as 1.1 nm with a standard deviation of approximately 0.2 nm for ensemble-averaged
measurements (see Figure II.6b–c). Due to the Fano-like line shape of the magnetic mode,
the plasmonic shift was easily tracked by its point of inflection. As a proof of concept, the high
sensitivity of the mode was experimentally proven by changing of the surrounding relative hu-
midity (RH). The used protein corona around the particles swells upon humidity changes due
to its hydrophilic nature resulting in directly altering the dielectric media around the particles.
Consequently, the magnetic mode offers the required sensitivity to track the conformal changes
of protein monolayers upon environmental changes.
To probe the macroscopic magnetic metasurface aspect, the induced magnetic mode is linked
to changes of the effective magnetic permeability via electromagnetic simulations based on the
LC model. Indeed, the nanorod on metallic mirror configuration was able to tune the effective
magnetic permeability proofing the presence of a true magnetic mode.
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This section was able to demonstrate, that the fabricated metasurface strictly relies on colloidal
concepts and on the well-defined 3D structure of the gold nanorod. Consequently, the proposed
metasurface aims for reproducibility, narrow distributions, and robustness.
Figure II.7.: Formation of degenerated plasmon modes in quasi-infinite linear particle chains. For particle
chains above the infinite chain limit, an energy band is formed in the central part of the chains (a; top down:
experimental and simulated maps of electron energy loss and simulated surface charge map, respectively). This
degenerated L* mode results from merging of several longitudinal modes, as shown by the spectral positions of
all plasmonic modes and schematically sketched in (c). Adapted with permission. Copyright 2019,[9] American
Chemical Society.
Section V.2 examines the near-field properties of linear particle chains. By electron energy loss
spectroscopy and electromagnetic modeling, the formation of the degenerated L* mode was
identified as the near-field cause of the so-called infinite chain limit. Such particle lines and their
optical properties depend strongly on colloidal aspects.
By colloidal self-assembly, inter-particle distances of 1–2 nm are achievable, which are required
to boost the plasmonic effects in order to detect them. The low dispersity, high sphericity, and
single-crystallinity of the in Section IV.2 used gold particles is exploited in this section to obtain
reducible coupling scenarios. Furthermore, due the spherical shape of the gold particles, the
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coupling cross section between neighboring particles is reduced to a point cross section. Thus, a
sphere can be approximated by a singe dipole and a particle chain treated as a line of interacting,
i.e., plasmonically coupling, dipoles.
Starting from a simple dimer, the complexity of investigated linear particle chains is gradually
increased by adding additional particles to the chain. As previously shown, adding particles
results in a gradual red-shift of the predominant plasmon mode (L1). The near-field of these
so-called plasmonic oligomer is dominated by the formation of dipolar non-degenerated modes,
spanning over the complete particle chain. Spectroscopically, the red-shift decreases per particle
and the position of the L1 mode converges to a specific wavelength. This is typically reached at
about 10 particles and until now, defined the infinite chain limit.
By the transition from the isolated L1 modes of plasmonic oligomers to plasmonic polymers, a
degenerated collective L* mode emerges (see Figure II.7a). The observed L* mode is dominated
by the formation of a band structure in the central part of the chain, restricted by standing surface
charge waves at the chain ends. The convergence of the longitudinal plasmonic modes into the
L* mode is visualized in Figure II.7b by their spectral positions.
By introducing a simplified discrete dipole model, the formation of the degenerated L* mode by
the spectral overlap of plasmonic modes is explained. This model approximates each particle
of the chain with a single discrete dipole, coupling mainly with the nearest neighboring dipoles,
i.e., particles. As simplified in the sketch in Figure II.7c, the formation of the central band origins
in the out-of-phase overlap of the L1 to LX modes, which form the L* mode. Consequently,
the infinite chain limit can be defined by the appearance of the degenerated L* mode, which
simultaneously is the cause of the infinite chain limit in the near-field.
To highlight the substantial importance of the degenerated L* mode in the plasmonics of lin-
ear particle chains, its impact on energy transport was investigated in a proof-of-principle study.
Plasmonic energy transport is typically described as one of the most promising applications for
particle chains and its effect is dominated by near-field effects. As shown via theoretical sim-
ulations, the degenerated L* modes overlapping with the energy band support efficient energy
transport along the chains.
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III.1 Plasmonics and Wet-Chemical Synthesis to
Fabricate Colloidal Plasmonic Metasurfaces
III.1.1. Optical Properties and Synthesis of Plasmonic Particles
Plasmonic nanoparticles facilitate a variety of applications, including coloring agents (e.g., col-
ored glass[1]), electronics (e.g., plasmonic solar cells[2]), optics (e.g., overcoming the diffraction
limit[3]), medicine (e.g., cancer treatment[4]), and sensing (signal/sensitivity enhancement[5]). Al-
though all of these effects are present in isolated, individual plasmonic nanoparticles, these
effects can be further boosted and better controlled by plasmonically coupling of such colloids
in assemblies. Plasmonic coupling imparts tunable interactions with electromagnetic radiation
and new emergent properties. Examples include strong electromagnetic field enhancement,[6]
hybridized plasmon modes,[7] and a dramatic color change when varying the distance between
coupled nanoparticles.[8] Thus, assembling nanoparticles into dimers already results in superior
field enhancement and improved sensitivity in Raman scattering spectroscopy.[9] Moreover, ad-
vancements in theory, simulations, and computing power have facilitated the rational design of
complex nanoparticles and well-defined assemblies.[10]
In this first section, the basics of plasmonics, design rules, and experimental approaches for
tailoring the optical properties of isolated, i.e., non-interacting, nanoparticles will be introduced.
The herein presented theory has been selected to align with the types and properties of nanopar-
ticles that are readily obtained via wet-chemical synthesis. Coupling of plasmonic particles and
their fabrication will be introduced in the next sections.
Figure III.1.: Basics of plasmonics: excitation of a subwavelength nanoparticle (a) The electric field of an
incident electromagnetic field, e.g., a light wave with the wavevector q, results in a coherent oscillation of the con-
ductance electrons in a metal nanoparticle, as analytically described by Mie theory. (b) Real part of the permittivity
and (c) imaginary part of the permittivity for bulk gold and silver (dielectric d taken from Johnson and Christy[11] and
Hagemann et al.,[12] respectively).
In metals, incident light can excite coherent oscillations of the quasi-free conductance electrons
at its interface. The resonance condition of this oscillation, known as surface plasmon resonance,
depends on excitation wavelength, polarization, angle of incidence of the light, e.g., q-vector of
the light, as well as the thickness of the metallic film.[13] In the case of colloidal nanoparticles,
the wavelength of incident light is much larger than the particle dimension.[14] The spacial con-
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finement of the quasi-free electrons results in localization of the induced oscillation within the
nanoparticles and thereby, to charge separation (Figure III.1a). Thus, an oscillating net dipole
moment is formed by the electric field of the charges.
The plasmonics of a spherical metal nanoparticle in a dielectric medium can be analytically
expressed by the theory of Mie.[15] As described above, the incident light induces a charge sep-






with the radius of the metallic particle r, complex dielectric function of the metal εm, and of
the dielectric environment εd, respectively. In order to excite the plasmons, the real part of
the dielectric function needs to be negative, which is the case for metals. The imaginary part
influences mainly the linewidth of the excited plasmonic resonance, i.e., the damping of the
oscillation. Examples for the dielectric functions of gold and silver, which are plasmonically
active in the optical range, are shown in Figure III.1b&c. Exciting a metallic particle with an
incident light beam (i.e., q-vector q = 2pi/λ) results in scattering (σsct) and absorption (σabs) in
















The final extinction (σext) of the particle is defined by the sum of scattering and absorption
(equation III.4). Thus, as described by equations III.2 & III.3, the ratio of scattering and absorption
depends on the particle radius r; e.g., small particles are dominated by absorption and big
particles by scattering.
σext = σsct +σabs (III.4)
The impact of size, dielectric environment, particle geometry, and plasmonic material is dis-
cussed in more detail on the following pages.
Figure III.2.: Basics of plasmonics: conservation of energy in photonic and plasmonic systems. (a) In a
simple photonic cavity with a dimension larger than the half wavelengths (λ / 2n), a self-sustaining oscillation of a
light wave is possible. (b) For a subwavelength cavity, however, this is impossible and hence, the energy cannot be
contained in the cavity, i.e., it radiates out. (c) In the case of plasmonic particles, the conductance electrons act as
free carriers, thereby allowing a coherent oscillation of the plasmons and confinement of light below the diffraction
limit. Thus, the incident light excites a coherent oscillation of the conductance electrons resulting in the formation of
an oscillating dipole moment. This dipole moment is typically visualized by either an arrow, plotting of the surface
charges (red and blue), or schematically by its surface charge wave. The zero crossing of such surface charge
waves marks a node of the induced plasmon mode.
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A more intuitive model of plasmonics can be formulated by looking at the energy balance and the
conservation of energy in such structures, as recently presented by Jacob Khurgin.[16] As shown
in Figure III.2a, in an optical (photonic) cavity of a dimension well-above the exciting wavelength
(a > λ/2n; with wavelengths λ and refractive index n), the energy is transferred from the electric
field energy to the magnetic field energy after every half period and back. Similar to a simple
gravity pendulum, in which the energy is transferred from potential energy to kinetic energy and
back, a self-sustaining oscillation is formed, and thereby, conserving the energy.[16]
When the size of the cavity is decreased below half of the wavelength (a < λ/2n; Figure III.2b),
the energy can no longer be efficiently converted from the electric field to the magnetic field. In
order to comply with the conservation of energy, the energy needs to radiate out of such a cavity,
as illustrated by the red arrows. Thus, a self-sustaining oscillation is impossible—consistent with
the diffraction limit.[17]
In a plasmonic particle, however, the free conductance electrons of the noble metal can store the
energy. Instead of magnetic energy, kinetic energy of the induced collective electron oscillation
is used to comply with the conservation of energy. As summarized in Figure III.2c, this electron
oscillation results in the formation of a net dipole moment. Thus, the localized surface plasmon
resonances (LSPR) allow localization of electromagnetic fields below the diffraction limit. How-
ever, due to the motion of the electrons in the metal, the resulting plasmon mode is strongly
damped and lossy.[16,18]
Figure III.3.: Basics of plasmonics: excitation and higher order plasmon modes of anisotropic nanoparti-
cles. (a) For anisotropic particles, fundamental modes exist for each geometric main axes of the particle. In case
of a nanorod, longitudinal (L) and transversal (T) modes can be excited. (b) In addition to the fundamental modes
(L/T1), also higher order longitudinal modes (L2··X) can be excited at higher energies, forming additional nodes.
The fundamental plasmon mode of an isolated sphere has the character of a single dipole (D1)
and is hence, energetically degenerated. For anisotropic particles the fundamental mode splits
into a separate dipolar mode for each geometric axis—thus, the anisotropy lifts the degener-
acy. For a nanorod, a longitudinal and transversal dipolar mode (L1 and T1) can be excited,
as shown in Figure III.3a. The resulting excitation wavelength scales with the polarizability
of the plasmon mode, i.e., (typically) the T1 resonance condition is met at higher energies /
lower wavelengths. If the polarizability of a plasmon mode is high enough, higher order modes
(L/T2··X) can be excited, resulting in the formation of additional nodes in the “surface charge
wave“, which schematically represents the polarization field of the respective plasmonic modes
(Figure III.3b). Plasmon modes, which have a non-vanishing net dipole moment, can be excited
by a plane wave (e.g. classical non-focused light), and consequently, are referred to as ”bright
modes“. In reverse, if the net dipole moment cancels out, like in L2, the mode is called ”dark
mode“. Furthermore, the scattering and absorption properties of plasmonic nanoparticles can
be tailored by controlling their composition, size, geometry, and/or environment.[19,20]
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Figure III.4.: Design principles and colloidal plasmonic building blocks. The optical properties of an isolated
plasmonic nanoparticle depend mainly on the following features: (a) particle dimension (40–80 nm), (b) refractive
index of the surrounding media, (c) particle shape (e.g., anisotropy), and (d) presence of tips, edges and sharp
corners. For (a–c) gold is used as nanoparticle material and for (d) silver. (a, c–d) surrounding medium is water
(n = 1.33). (e–h) Exemplary particles visualizing the aforementioned properties: (e) spherical particles with varying
size (left: 8 nm; middle: 40 nm; right: 70 nm), (f) refractive index changes visualized in darkfield images (left:
air; right: oil), (g) gold nanorods with varying aspect ratio (AR = length / width; left: 3.9; right: 6.3), (h) and edge
rounding of gold nanocubes (left: 50%; middle: 40%; right: 25%, scale bars: 50 nm). (e) Adapted with permission.
Copyright 2019, Anja Maria Steiner. (f) Adapted with permission.[21] Copyright 2003, American Chemical Society.
(g, right) Adapted under the terms of CC-BY license.[22] Copyright 2017, Royal Society of Chemistry. (h) Adapted
with permission.[23] Copyright 2017, American Chemical Society.
The optical response of an isolated nanoparticle is the starting point toward designing complex
assemblies. Figure III.4 summarizes the basic design principles of plasmonic building blocks
and their correlated optical response.
Increasing the diameter of the nanoparticle causes a red-shift of the plasmon resonance (toward
lower energy) and an increase in the effective absorption cross section. Mie theory calculations
of spherical gold particle with diameters of 20–80 nm in water (n = 1.33) illustrate this effect
(Figure III.4a). The effective extinction cross section Q is defined by the intensity of extinction
cross section divided by the cross sectional area of the scattering nanoparticle. This definition
holds for all of the calculations discussed in this chapter, and the effective extinction cross section
makes the optical responses from different types of metal nanoparticles comparable.
When the refractive index n of the dielectric environment is varied, the optical responses can also
be tuned, as shown in Figure III.4b. Increasing the refractive index of the surrounding results
in an excitation at lower energy and an increase in effective extinction, since the polarizability is
increased and damping (of the oscillation) lowered.[24] This is exemplified in Figure III.4f by the
scattering response of spherical particles in different media (air and oil; n=1.44).
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Colloidal particles in dispersions, formed by wet-chemical synthesis methods, are employed in a
wide range of applications.[2] As shown in Figure III.5, a huge variety of different morphologies
is achievable in dispersion. Hence, wet-chemical methods allow tuning of the optical response
of plasmonic nanoparticles in a cost-efficient manner. Although methods for synthesizing simple
gold colloids are already well established, utilizing these nanoparticles as building blocks for as-
semblies on plasmonic metasurfaces requires fulfillment of additional criteria: Dispersity in size
and shape leads to undesired broadening of the plasmonic peak extinction due to superposition
of the optical response of all (different) nanoparticles in the ensemble.[25,26] Nowadays, modern
synthesis, however, can reach theoretical limits of optical quality in colloidal ensembles. For ex-
ample, González-Rubio et al. impressively showed that the optical linewidth of gold nanorods
can be reduced close to the theoretical limit by post-synthesis reshaping.[27]
Figure III.5.: Overview of various obtainable building block morphologies. By wet-chemical synthesis, a huge
database of various morphologies is accessible. From top to bottom, the complexity of the presented morphology
types is increased. From left to right, the aspect ratios, number of sides and facets, or number of branches are
increased and the last particle of each row is the respective hollow structure. Adapted with permission.[28] Copyright
2011, Springer Nature.
Especially, seed-mediated growth has proven to result in small size and shape variations meet-
ing the requirements of high optical quality (Figure III.4e).[29] In this synthesis approach, the
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nucleation of the particles, known as the seeding, and growth are completely separated from
each other. Typically, such seeds (diameter <5 nm) are formed by a fast reduction with a strong
reducing agent, followed by a slow and controlled overgrowth to achieve the final size and shape
under mild conditions.[30] Since the dispersity of the final particles is inherited from the initial
seeds, this synthesis approach can yield particle size distributions with standard deviations of
the diameter well-below 5%.[31] Although the size dispersion is rather low, even small amounts
of morphological by-product can hinder assembly processes and give inconsistent optical prop-
erties that often appear as broadening of spectral features. This size and shape distributions
can often be improved by additional purification steps, such as exploiting depletion forces.[32–34]
Since some particle geometries, like nanotriangles, can only be synthesized in mixtures with
other shapes purification is crucial to obtain a highly pure sample.[34]
This purification method relies on attractive, short-range depletion forces between colloidal parti-
cles. The depletion forces arise when the separation distance between the colloids and the size
of a second smaller, more abundant species, e.g., surfactant micelles, are in the same order of
size. The depletion of the surfactant micelles from the volume between the colloids results in an
attractive osmotic pressure. As described in equation III.5, the depletion potential depends on
the excluded volume Ve between the colloids and the resulting osmotic pressure Πm:







where rm, CCMC, C and n are respectively the radius, the critical micellar concentration (CMC),
the analytical concentration and the aggregation number of the selected surfactant, NA is the
Avogadro constant, andA is the area of interaction between two adjacent particles. The excluded
volume can be ascribed to the area of interaction, given by dimension and shape of the particles,
and the size of the micelles. The osmotic pressure depends on the surfactant concentration,
under consideration of the micellar aggregation number and CMC.
Consequently, depending on the particle type and the employed surfactant concentration, col-
loids can be selectively and reversibly agglomerated and then, separated via sedimentation. A
detailed description of the purification process, exemplified with the help of an example and ex-
perimental data, can be found in Section IV.1.
The introduction of nanoparticles with anisotropic shapes is an exciting development that ex-
tends the accessible range of excitation wavelengths. Furthermore, the increased polarizability
allows higher sensitivity in comparison to spherical particles (Figure III.4c).[35–38] Anisotropic
shapes result in anisotropic surface plasmon resonances with more complex and tunable optical
properties.[22] As a consequence of such more complex geometries, the number of induceable
plasmon modes increases, since the incident electric field is able to polarize the nanoparticles
in more different ways. Figure III.4g depicts exemplary nanorods, which can be excited by the
electric field vector parallel (longitudinal mode) or perpendicular (transverse mode) to the long
axis of the nanorod (see above).
Methods for synthesizing nanoparticles with anisotropic shapes or geometric features with high
curvature are well established.[39] In seed-mediated growth, the nanoparticle shape is controlled
by passivation and selective stabilization of specific crystal facets.[40] Most prominently, surfac-
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tants containing halides act as shape-directing agents by energetically favoring growth of certain
facets.[41–43] In the special case of gold nanorods, halides are combined with silver ions to in-
crease the efficiency of the symmetry break.[40] Facet-selective growth gives rise to a variety of
morphologies including spheres, triangles, cubes, and rods (see also Figure III.5).[44]
Nanocubes are another commonly used particle morphology in various studies, which can be
obtained by overgrowth processes or polyol processes.[45–49] The latter are usually one-pot re-
actions, based on passivation by polymers, and will be not discussed in detail in this thesis. But
in general, the herein presented synthetic concepts are also valid for polyol reactions, e.g., the
passivation by halides as shape directing agent.[48,50] Analogously to nanorods, the optical prop-
erties of cubes (Figure III.4d) are defined by the following rules: As shown in Figure III.4d the
plasmon resonance shifts red for lower symmetries due to the increased polarizability of sharp
edges and corners. Furthermore, multipolar modes can be excited easier (see Figure III.4d
<450 nm; see the next section for the impact of silver)[47]
Electromagnetic simulations can be used as a tool to interpret spectroscopic data obtained for
nanoparticles formed by wet-chemical synthesis. By comparing experimental spectra to simula-
tions, the size and shape of the plasmonic nanoparticles can be estimated. E.g., the presence
of undesired anisotropy and edges would lead to additional broadening and/or a red shift of the
LSPR, as discussed in the following paragraphs.
For electromagnetic simulations of spherical, isolated nanoparticles the analytical Mie equations
are used within this thesis.[15,51,52] For all non-spherical nanoparticles and also coupling spher-
ical nanoparticles, a commercial-grade simulator based on the finite-difference time-domain
(FDTD) method (Lumerical FDTD)[53] is used herein, due to its efficient access to complex par-
ticle geometries and to the resulting electric fields. For investigating the scattering behavior
of the plasmonic nanoparticles, a source designed for scattering behavior of objects (total-field
scattered-field source) is utilized to isolate the scattering field from the incident field. A balance
between the computational effort and accuracy (validated by comparison with Mie theory calcu-
lations) is required considering for this finite-element method. Thus, the frequency points are
set to half of the wavelength span and the mesh size to 1 nm. For objects smaller than 20 nm,
even smaller mesh sizes are necessary. Finally, the injected electromagnetic field must converge
during the defined simulation time.
For the dielectric properties of gold, the sample data from Johnson and Christy usually show the
best match between simulated and experimental optical response.[11] For silver, the approxima-
tion by Hagemann et al. matches best to experiments.[12]
Similar results can also be achieved by using other, non-commercial solutions. The bound-
ary element method (BEM) follows a different approach, since it only considers the dielectric-
metal surfaces.[54,55] The calculation of the spectral response from the surface charges in the
frequency-domain makes this method complementary to FDTD in terms of efficiency. Thus,
BEM is used to simulate electron energy loss (EELS) in Section V.2.
An other, herein not used, example is the discrete dipole approximation (DDA), in which mate-
rials are approximated by a set of (almost atomically sized) discrete dipoles.[56] However, the
DDA method has a significant disadvantage in computational effort when surfaces are added,
since these surfaces must be approximated also by dipoles. But a simplified DDA model will be
introduced in Section V.2 to explain plasmonic coupling in linear particle chains.
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Such analytical and semi-analytical methods contribute to a better understanding of optics and
plasmonics because of their computation efficiency in comparison with numerical methods, as
discussed in the review article by García de Abajo et al.[57]
III.1.2. Excitation Across the Entire Visible Spectrum: From Gold to Silver
The optical and chemical properties vary widely among plasmonic materials. In this section, the
optical properties and wet-chemical syntheses of colloids are compared for the most commonly
used plasmonic materials, which are as well subject of this thesis: gold and silver. Despite
their promising plasmonic properties, alternative metals, like aluminum, still play a minor role in
colloidal plasmonics due to the lack of feasible nanoparticle synthesis protocols—but with recent
advancements in their synthesis, especially aluminum becomes more and more popular.[58–60]
For plasmonic excitation in the full visible range (380–750 nm), silver is generally the preferred
material for colloids rather than gold. The reason is visualized by the quality factor (QF), which
was introduced by Shen et al. and is defined as QF= ω(dε′/dω)/(2ε′′), where ε′ and ε′′ are
the real and imaginary parts of the dielectric function (ε) of the metal.[61] Thus, a large QF is
obtained when ε′′ is small and the change in ε′ is large.
As shown in Figure III.6a, silver has a large QF in the violet (<450 nm), and has a significant
QF across the entire visible spectrum, while the QF of gold vanishes in the blue (<500 nm). The
observed effect is also correlated with the band transition from intraband to interband of silver
(at 326 nm) and gold (at 515 nm).[12] The influence of the QF on the spectral line width and the
extinction efficiency is directly visualized in Figure III.6b by comparing gold and silver spheres of
varying size (40 nm and 80 nm, respectively). Because of the distinct optical properties of silver
and gold, the expected dipolar resonances for silver and gold nanocubes (Figure III.6c) occur at
505 nm and 595 nm. It should be noted that the energetically lowest modes for silver and gold
are both dipolar. For clarity in Figure III.6c, the plasmonic modes are only labeled and illustrated
for silver. Gold only exhibits a single dipolar mode, which is similar to (I) of silver. Due to the
high QF of silver in the violet range, energetically higher plasmonic modes can be observed as
well. These higher plasmonic modes are potentially useful for energy propagation because of
their lower radiative damping.
The sensitivity of silver to oxidation makes the synthesis of durable silver nanoparticles challeng-
ing and creates some experimental limitations. Gold, in contrast, is the most noble metal and is
least prone to oxidize upon contact with ligands or the environment. Furthermore, the size and
shape of gold nanoparticles can be readily controlled following a vast range of well-established
synthetic protocols.[45] Consequently, gold is the common material of choice for nanoparticles in
proof-of-concept realizations of plasmonic metasurfaces.[62] Despite the superior optical proper-
ties of silver, the number of reproducible and tunable protocols that result in a narrow distribution
of nanoparticles as well as high yield of shaped nanoparticles is limited.[63] These protocols typ-
ically involve chemical-passivation of the particle-surface by polymer layers like polyvinylpyrroli-
done (PVP).[63,64] The drawback of passivation by a polymeric layer can be overcome through
recent advances in surfactant-based synthesis[63] and/or the use of well-defined gold particles
as seeds for the silver deposition,[45,64,65] depicted in Figure III.6d–g.
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Figure III.6.: Plasmonic quality factor and examples of well-defined silver nanoparticles. (a) Wavelength-
dependent quality factor (QF) for bulk silver and gold in the visible range. (b) Spectroscopic response of silver and
gold nanoparticle with varying size. (c) gold and silver nanocubes and surface charge images of plasmonic modes
for silver. For (b–c), the surrounding media is water (n = 1.33). (d) Finely-tuned surfactant-based silver nanocube
synthesis as shown by Xia and coworkers. Alternatively, (e–g) silver overgrowth from gold particle seeds inherit their
size distribution and crystal structure, exemplarily shown for cubes, cuboids, and bipyramids. The abbreviations are
defined as follows: effective extinction cross section (Q) and wavelength (λ). (d, e) Adapted with permission.[45,63]
Copyright 2016/2013, American Chemical Society. (f) Adapted under the terms of CC-BY license.[22] Copyright
2017, Royal Society of Chemistry. (g) Adapted under the terms of CC-BY license.[66] Copyright 2017, Royal Society
of Chemistry.
In the latter approach, the narrow size distribution of gold cores is templated into a highly uniform
silver shell, which dominates the optical properties by masking the gold core.[67] By combining
the superior optical properties of silver and the synthetic advantages of gold in this manner,
wires, cubes, bipyramids and cuboidal morphologies with outstanding optical properties can be
achieved.[22,45,66] These shapes have in common, that they are predominantly covered by {100}
facets, the thermodynamically most stable facet. Due to the high absorption energy of halides
on low index facets of silver the formation of {100} facets is enforced in silver (over)growth.[45,68]
The in Chapter IV introduced synthesis protocols are based on this approach and Section IV.1
includes a more detailed discussion of it.
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III.1.3. Plasmonic Coupling in Colloidal Metasurfaces
With the optical properties of non-interacting nanoparticles and methods for synthesizing and
engineering the optical properties of plasmonic nanoparticles established, this section is dedi-
cated to understanding the properties of local and collective coupling effects between adjacent
nanoparticles. The plasmonic hybridization that occurs in coupling systems is important for un-
derstanding the properties of plasmonic metasurfaces.
Figure III.7.: Principles of plasmonic coupling. Plasmonic hybridization mode for cube to substrate coupling (a)
and hybridization for a plasmonic dimer (b, longitudinal and transversal excitation, respectively). (c) Simulations of
plasmonic hybridization when a silver cube approaches a dielectric substrate, (d) for two approaching nanoparticles
forming a dimer, and (e) a linear particle chain formed by the gradual addition of more particles.
Since the symmetry of the dielectric environment is broken by placing a plasmonic nanoparti-
cle onto a substrate, it has a pronounced impact on the spectroscopic properties of the system
(Figure III.7a&c). As shown in the hybridization model (Figure III.7a), the dipolar mode (D1) of
the exemplary cube couples with its quadrupolar mode (Q1), while approaching the surface.[69]
This coupling results in splitting of the modes into a bonding magnetic mode (MM) and an anti-
bonding electric mode (EM), as shown in the resulting electric field distributions. The hybridiza-
tion model describes this splitting of the initial degenerated modes into hybridized modes by
the linear combination of the isolated modes.[7,70] The anti-bonding mode is useful for applica-
tions in sensing because of enhanced electric field facing toward the environment.[71] Controlling
the plasmonic field enhancement in the gap between the nanoparticle and substrate is impor-
tant to exploit radiative processes in such plasmonic cavities.[72–75] Section V.1 investigates the
plasmonics of such systems. A limiting factor in colloid-based approaches is the presence of sta-
bilizing ligands (∼2 nm thickness) around the nanoparticle, which can limit charge transfer and
the gap size. Despite the possibility of removing this dielectric shell by plasma cleaning, heat,
or chemical treatment,[76–78] it is usually preferable to functionalize the particles with adequate
alternative ligands (see also Section III.2 I).
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Analogously, the coupling of two (identical) plasmonic particles results in a more complex hy-
bridization of the modes. As shown in the hybridization model in Figure III.7b, two different
scenarios arise: polarization of the incident light along or perpendicular to the particles (longi-
tudinal and transversal, left and right, respectively).[7] In both cases, the dipolar modes of the
individual particles interact with each other resulting in splitting of the mode. An energetically
favorable anti-symmetric L1/T2 mode, which features an increased dipole moment, and an ener-
getically less favorable symmetric L2/T1 mode with a vanishing net dipole moment (dark mode)
emerge. The coupling of this particle dimer is extremely sensitive toward the interparticle dis-
tance (see Figure III.7d). Due to this distance sensitivity, this system is often referred to as
plasmon ruler.[8] Examples of such dimers include a dramatic color change when varying the
distance between coupled nanoparticles,[8] strong electromagnetic field enhancement,[6] and
hybridized plasmon modes.[7] Thus, simply assembling nanoparticles into dimers can already
result in superior field enhancement and improved sensitivity, e.g., in surface enhanced Raman
scattering spectroscopy.[9]
In each of these examples, two or more plasmon resonances overlap and interact with each
other. These interactions may result in an asymmetric line-shape (so-called Fano resonance),
where the extinction of the coupled particles has a distinct minimum and maximum arising from
the coupling. Because of the wide range of possible interactions, Fano line shapes are commonly
observed in many plasmonic systems. The sharpness of the Fano resonance makes it highly
appealing for several applications. For example, colors from plasmonic coupling can be brighter
than pigmentary colors, are immune to photo bleaching, and can be tuned dynamically, if the
system is mounted on a flexible substrate.[79] Non-linear effects, such as lasing, can be achieved
when the plasmonic effect is coherently coupled to a gain medium, like fluorescent emitters.[80]
Further applications include highly sensitive refractive index sensors[81] and selective injection
of hot electrons.[82] For further reading about Fano resonances at plasmonic metasurfaces, the
review from Chong et al. gives a more detailed overview.[83]
The logical continuation of a plasmonic dimer is to add more particles to it, thereby, forming a
linear particle chain. As exemplified in Figure III.7e, additional particles lead to a red shift of the
predominant dipolar L1 mode.[84–86] The spectral position of this mode converges to a specific
wavelength, which depends on the interparticle spacing, particle size, particle morphology, and
surrounding media.[84,87–89] This effect is explained by the infinite chain limit and for spherical
particles, is described in literature at 8–12 particles.[84,85,90] Due to the collective, coherent cou-
pling within such particle chains and the high electric field enhancement in the hotspots between
the particles, plasmonic particle chains are a candidate for the integration of colloids in various
applications, like waveguiding, energy transport, and sensing.[84,87,91,92] Linear particle chains
will be discussed in-depth in Section V.2.
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III.2 Principles of Colloidal Self-Assembly
Self-assembly is the spontaneous organization of pre-existing components into complex or-
ganized structures.[93] This process is controlled by the chemical and physical properties of
nanoparticles, surfaces, and their interactions.[2] The driving force for the organization of these
structures is the reduction of free energy to approach local equilibrium. Approach a specific
local equilibrium can be externally aided or modulated by exploiting directing fields and/or con-
finement effects. In the directed self-assembly processes, templates, external fields, or direct-
ing agents are typically used to induce selective clustering of colloids and spatial order. For
template-assisted colloidal self-assembly—the primary method for bottom-up fabrication of col-
loidal metasurfaces—capillarity and capillary forces drive self-assembly process on the interface
of templates (i.e., surface-modified objects with selective binding sites). Recent developments
in colloidal science have enabled the precise self-assembly of plasmonic nanoparticle, resulting
in well-controlled emergent properties through plasmon coupling. In particular, simultaneous
progress in surface modification, miniaturization of features, and improved scalability of template
fabrication in the last decade have led to significant advances in self-assembly.[20,94–97] The im-
proved reproducibility and fine control now available through templated self-assembly provide a
strong and necessary foundation for complex spatial organization that is required for applications.
The field of template-assisted self-assembly has matured to a point, where efficient scalability,
how to obtain precise control, and subsequent system integration need to be considered early in
the development of self-assembly processes.
Figure III.8.: Self-assembly concepts for colloidal metasurfaces via incremental increase in the number of
particles in the unit cell. (I) Colloidal particles with well-defined morphology (a) and templates (b) as building
blocks for the self-assembly; (II) unit cells from (a) surface-coupled colloids or (b) few closely-placed colloids, both
dominated by near-field coupling; (III) 1D plasmonic “polymers” from spheres acting as quasi-finite chains by collec-
tive coupling within the particle cluster; (IV) 2D lattices with long-distance order resulting in surface lattice plasmons.
Following the theory of plasmon hybridization, complex materials can be constructed from their
primary components by step-wise introduction of additional nanoparticles to a plasmonic meta-
surface, increasing its size. As visualized in Figure III.8, for large, periodic assemblies obtained
in this manner, long-range lattice effects can dominate the properties. Hence, hierarchical plas-
monic metasurfaces can be designed by assembling the colloidal building blocks in a rational
manner.[28,98] Within this thesis, colloidal self-assembly acts as tool-set for the fabrication of
plasmonic systems. This section gives a broad overview about self-assembly processes in gen-
eral, although only few methods from this tool-set are experimentally used.
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(I) As represented by nanospheres, nanocubes, and nanorods in Figure III.8 Ia, colloidal
(noble metal) nanoparticles constitute the primary component. Chapter IV deals with the
defined synthesis of adequate building blocks for self-assembly. Their optical properties
are defined by the composition and shape of the nanoparticles, as discussed in previous
sections. The resulting metasurfaces from a stepwise increased number of interacting
particles in the unit cell can be grouped as follows:
(II) A group consisting of a few building blocks support additional properties such as Fano-
resonances and/or electric/magnetic resonances. Therefore, they are dominated by the
local coupling, which is dependent on the coupling strength and the number of particles.
The most basic motif is a closely-coupled particle dimer (IIb), which can be further simpli-
fied to a single particle coupled to a dielectric or metal surface that breaks its symmetry
(IIa), as illustrated in Figure III.8 (group II). Section V.1 investigates the plasmonics from
systems based on group IIa.
(III) For linear particle chains or plasmonic polymers, the optical response is independent of the
number of particles in the chain due to the radiative damping—thereby distinguishing them
from smaller clusters.[90,99,100] Linear particle chains are particularly interesting for sub-
wavelength energy and information transport applications or applications in strain sensing,
as a result of their directional and anisotropic optical properties.[92,100] Section V.2 studies
in-depth the near-field properties of such linear particle chains.
(IV) In the case of plasmonic crystals, the building blocks are arranged in a period array to
exploit the collective coupling effects induced by the long-range ordering of well-separated
nanoparticles. The resulting Fano resonances are sharp because they combine coher-
ent coupling of the individual plasmon modes and Bragg diffraction of the lattices. The
plasmonics of lattices are not within the scope of this thesis.
(Ia) Role of surface functionalization of individual nanoparticles
For achieving well-controlled colloidal self-assembly, several requirements of the building blocks
and the templates need to be met. Hence, the surface properties of the colloids, defined by their
chemical functionalization, are essential for the self-assembly process and need to be matched
to the chosen assembly technique. The main requirements are (1) colloidal stability in solution,
(2) suitable properties of the spacer material between adjacent building blocks, and (3) the ability
to form connections between the template and the directing fields and/or confinement effects
during the assembly process. These features are determined by the (typically organic) ligand
stabilizing the nanoparticles, which is either employed as the capping agent during synthesis or
can be modified or exchanged later via functionalization or ligand exchange in an additional step.
Several examples of functionalization for assembly are summarized in Table III.1.
(1) The colloidal stability of nanoparticles is especially important during the self-assembly
process: The ligand has to prevent irreversible agglomeration, even in situations when
external forces acting during the assembly process bring the nanoparticles into contact
with each other.[101] Colloidal stability needs to be attained at high concentrations in or-
der to prevent uncontrolled agglomeration. The assembly process can be accompanied
by changes in ionic strength and pH. Thus, the nanoparticles need to be stable over a
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range of pH and ionic strength. This can be achieved by electrostatic or steric (or both
combined: electro-steric) interactions.[102,103] Typically, colloidal stability is provided by
the capping-agent used in the synthesis, e.g., cetyltrimethylammonium bromide (CtaB)
or polyvinylpyrrolidone (PVP). Unfortunately, these ligands often lack functionality and/or
are incompatible with assembly processes. Replacing the initial capping-agent via func-
tionalization with polymeric ligands can introduce the required properties/functionality, for
example the inversion of surface charges.
(2) Beyond providing colloidal stability, ligands can act as a dielectric spacer in the plas-
monic metasurface and introduce tunability and responsiveness, thereby enabling and
affecting the optical properties of the metasurface.[104] Synergistic effects between col-
loids and spacers or substrates can be introduced via “smart” ligands. A few examples
include (semi-)conducting polymers, poly(N-isopropylacrylamide) (PNIPAm) as tempera-
ture responsive polymer, or fluorescently labeled DNA/protein.[105–108] By employing smart
ligand, properties such as conductivity, environmental responsiveness, (e.g., pH or tem-
perature), and optical effects like fluorescence can be introduced into the system.[109–111]
(3) Most of the different self-assembly processes, which are discussed later, require optimiz-
ing interactions between the colloidal nanoparticles and the surface, as well as wetting of
the colloidal dispersion. Surface modification of the nanoparticles can be used to render
both their interactions and wetting behavior compatible with the assembly process. Ex-
amples for tuning wettability can be found in References [101, 104, 112]. As explained
in References [101, 112], the contact angle of the wetting solution defines the strength of
the capillarity, which is exploited for the assembly process. In Reference [104] the colloids
are rendered surface active by a polymeric shell, in order to freely float the on the water-
air interface. Examples for the significance of particle-surface interactions can be found
in References [89, 113–115]. In these examples assembly on the templates is achieved
via hydrophobic-hydrophobic interactions,[113] electrostatic interactions,[89,114] and chem-
ical linking.[115] Surface functionalization guides the interactions with the template, which
can include complementary charges or highly selective groups, such as DNA.
Table III.1.: Surface functionalization of nanoparticles for self-assembly.
Cat. Purpose Type of Functionalization Example Thickness Reference
(1) Capping agent Surfactant from synthesis CtaB, CtaC <5 nm [41–43]
(1) Capping agent Polymer from synthesis PVP / Polyol <5 nm [63, 64]
(2) Responsive spacer Responsive polymer / hydrogel PNIPAm, PVP-Gel <1 µm [104, 108, 109]
(2) Spacer Inorganic (+label) SiO2 >5 nm [75, 116]
(2) Conductive spacer Conductive polymer PEDOT:PSS, PANI <50 nm [107, 111]
(2) (Responsive) spacer (Labeled) protein / DNA BSA, DNA <10 nm [103, 105]
(3) Wetting modification Surfactant for assembly SDS / Triton – [101]
(3) Hydrophobic linking Polymer for assembly PSS / P2VP <5 nm [113]
Electrostatic linking PAH / PVP <5 nm [117]
Wetting modification PEG-SH <2 nm [118]
(3) Chemical linking DNA ssDNA, DNA ∼1 nm [119, 120]
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(Ib) Role of the template
The role of the template is to direct the forces guiding self-assembly to produce hierarchically
ordered nanoparticle assemblies.[96] Templates have specific binding sites for the approaching
colloids, which employ chemical linkers to form bonds or attractive interactions, spacers that
provide repulsive interactions, or topographical traps. Templates are often designed to engi-
neer specific interactions with nanoparticles, based on the size, shape, and chemistry of the
nanoparticles. An overview of templates that have already been employed for template-assisted
self-assembly is provided in the next section. The examples are sorted from those giving high
positional control for the assembly to those that are scalable and cost efficient—which is the gen-
eral sorting scheme in this chapter. These selected examples were chosen for the outstanding
and/or recent results of assembled nanoparticles without respect to the novelty of the method
for fabricating the template.
Figure III.9.: Chemical (top) or topographical (bottom) templates for colloidal self-assembly. (a) Micro-contact
printing (µCP) to stamp chemical contrast onto a target: polyelectrolytes. (b) Micro-phase separation of block-
polymers featuring chemical contrast (scale bars: 100 nm). (c) Topographic traps fabricated via high-resolution
electron beam lithography. (d) Laser interference lithography to form channels and more complex structures. (e)
Periodically wrinkled templates formed by mechanical instabilities due to modulus mismatch between an elas-
tomer slab and its surface layer. (a) Adapted with permission.[113] Copyright 2012, American Chemical Society.
(b) Adapted with permission.[121] Copyright 2017, American Chemical Society. (c) Adapted with permission.[35]
Copyright 2016, Springer Nature. (d) Adapted with permission.[122] Copyright 2011, Elsevier. (e) Adapted under the
terms of CC-BY license.[88] Copyright 2015, Royal Society of Chemistry.
For chemically structured templates (Figure III.9a–b, top line), sub-micron-sized chemical con-
trast is crucial for providing attractive and repulsive regions for phys- or chemisorption. Exploiting
the dielectric shell encapsulating the colloids as spacer is commonly employed for obtaining or-
dered (mono)layers. The shell serves as a template for close-packed films, allowing tuning of
the inter-particle distance via the shell thickness and its hydrophobicity.[102,104,123–125]
Chemically structured templates can be fabricated by nano/micro-contact printing. In this pro-
cess, chemical contrast is printed using a topographic stamp by transferring/removing binding
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sides onto/from a target surface. The resolution of the template primarily depends on the res-
olution of the stamp, and a several different types of chemical contrast are commonly used,
including charge, hydrophobicity, and reactive linking groups.[113,126] Micro-phase separation
can also be used to provide contrast on templates. A common method is tailoring and fab-
ricating block-copolymers of with contrast embedded in the different blocks.[127,128] However,
controlled formation of grains and domains needs to be considered for the scalability of this
approach. By selective etching of one component of the micro-phase, the chemical template
can also be converted into topographical structures, thus bridging chemical and topographical
template approaches.[129]
Topographical templates (Figure III.9c–e) can provide excellent control over the self-assembly
process, resulting in highly ordered structures by providing local energy minima. The se-
lectivity of topographical templates is determined by the geometry of the features and their
dimensions.[35,36,88,112] Templates fabricated via electron beam lithography or focused ion beam
milling have the highest degree of control and versatile trap geometries. This flexibility to create
arbitrary template structures comes at a relatively high cost, however, and generally lacks effi-
cient scalability to macroscopic areas. Therefore, these kinds of templates are only well suited
for the proof-of-concept plasmonic metasurfaces. Laser interference lithography is a scalable
alternative to these methods, whose resolution is limited by the diffraction limit of light. Topogra-
phy is constructed by interference of multiple laser beams at a photoresist, utilizing the phase of
light. The types of patterns that can be fabricated by interference lithography range from periodic
lines and elliptical holes to holes/pillars in hexagonal or square lattices.
Arrays of periodic lines can be fabricated in an extraordinarily inexpensive and scalable manner,
as compared to conventional lithographic methods. Centimeter-scale wrinkled structures can be
formed through mechanical instabilities in polymer films, as explained in detail in the reviews
and book chapters by Schweikart et al.[130,131] For example, periodicities down to 200 nm can
be fabricated by simply stretching a flat slab of an elastomer, polydimethylsiloxane (PDMS),
followed by introducing elastic modulus mismatch by plasma hardening of the surface layer and
subsequent relaxation of the PDMS.[88,132] The wrinkled structures that result (Figure III.9f) are
well suited as templates for colloidal self-assembly of nanoparticles into macroscopic plasmonic
metasurfaces and thus, are used in this thesis as the template for self-assembly. In summary,
several different methods are available for template self-assembly of plasmonic nanoparticles,
and the precision of the assembly, scalability, and cost are key considerations.
(IIa) Building plasmonic metasurfaces from single nanoparticle
assemblies on substrates
One limiting behavior of plasmonic metasurfaces is individual clusters that do not rely on in-
teractions between neighboring unit cells, but obtain their optical properties by local coupling
(depicted schematically in Figure III.8 IIa&b). The only plasmonic coupling is within clusters
of nanoparticle particles, e.g., dimers deposited from solution or formed during deposition, or
coupling to a dielectric/metallic substrate, which enhances its electromagnetic field.
Formation of particle assemblies on surfaces will typically use the surface as an element
in guiding the assembly process, in contrast to bulk solution fabrication, which is not dis-
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Figure III.10.: Plasmonic metasurfaces dominated by local coupling within plasmonically isolated unit cells.
(a) Plasmonic modes of an isolated nanoparticle coupled to a substrate, a simple and common design motif; (b)
Coupling scenarios for nanocube dimers; (c) Circular heptamer supporting a hybridized plasmonic mode (scale bar:
200 nm); (d) Heterotrimer consisting of two terminal gold particles and a central silver colloid (scale bar: 100 nm);
(e) Multi-metallic U-shaped pentamer consisting of gold and platinum particles via successive assembly steps (scale
bar: 100 nm). (a) Adapted with permission.[133] Copyright 2013, Springer Nature. (b) Adapted with permission.[35]
Copyright 2016, Springer Nature. (c) Adapted with permission.[99] Copyright 2013, American Chemical Society.
(d–e) Adapted with permission.[101] Copyright 2018, Royal Society of Chemistry.
cussed here. One of the most basic concepts is coupling a single plasmonic nanoparti-
cle with a surface, either a dielectric surface to induce symmetry breaking,[47,134] or a metal
film to induce plasmon coupling with the induced image charges.[135–137] Nanoparticles can
be deposited on substrates through many common techniques, such as drop-casting,[138]
spin coating,[125,135] and Langmuir-Schaefer techniques.[104,139] Hybridized plasmon modes,[47]
magnetic resonances,[140] and high sensitivity can results from the formation of plasmonic
cavities.[140,141] A key feature of such systems is the high sensitivity and tunability of the plas-
monic response by varying the distance between the nanoparticle and substrate. One of the
most common structures is the coupling of a nanocube to a substrate (Figures III.8 IIa&
III.10a),[133] which does not require fabrication of lateral features in the templates. The quality
and smoothness of the substrate are important, however, for reproducible coupling, and the di-
electric spacer can be exploited to introduce responsiveness to external triggers.[109–111,142] An
recent example is the tuning of the distance between a gold nanoparticle and gold mirror by a
thermoresponsive PNIPAm shell.[109]
(IIb) Plasmonic metasurfaces from finite colloidal assemblies
Moving beyond substrate effects, interparticle coupling also has an important role in the for-
mation of plasmonic metasurfaces (Figure III.8 III & IV). Thereby, the template provides steric
hindrance for selective linking reactions resulting in anisotropic and more selective coupling sce-
narios. For example, plasmonic necklaces and dimer formations are feasible, as shown by Bach
et al. and Yoon et al., respectively.[143,144]
Capillarity-assisted particle assembly (CAPA) is a technique that provides precise positional
ordering of the building blocks, even for complex designs.[99,145,146] The required topographic
template imposes limits on the design, resolution, and the scalability of CAPA. Electron beam
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Figure III.11.: Capillarity-assisted particle assembly (CAPA). (a) Assembly is triggered by pulling a colloidal
dispersion over a topographic template. Nanoparticle accumulation is triggered by the evaporation process, resulting
in nearly complete filling with nanorods. (inset) Assembled nanorods and freeze-dried meniscus shows the high
particle concentration in the accumulation zone. (b) Electron beam lithography proves highly precise manufacturing
of dimers. Adapted with permission.[35] Copyright 2016, Springer Nature.
lithography is the predominant substrate fabrication method for CAPA because of its high preci-
sion and well established protocols.[35] Self-assembly is triggered by pulling a meniscus of the
colloidal dispersion droplet by a doctor-blade-like setup across the template (see Figure III.11a).
Nanoparticles are concentrated in the accumulation zone of the meniscus via convective flow.
The concentration in the accumulation zone is controlled by the rate of evaporation of the menis-
cus front. The topographic features of the template define minima of the free energy and selec-
tively trap the particles.[101,147] For CAPA the choice of stabilizing ligand is largely irrelevant, since
trapping is triggered by capillary forces. Controlling the contact-angle of the moving meniscus,
however, is critically important for directing capillary forces, while maintaining colloidal stability
in the accumulation zone. The contact angle can be set by adding surfactants, which are typ-
ically also used as stabilizing ligands or need to be compatible with the ligands already on the
nanoparticles.[101] CtaB—also in combination with co-surfactants—is sufficient for stabilizing the
colloids.[148] Tuning the forces by controlling the contact angle and trap geometry allows trapping
of single nanoparticles and successive assembly (sCAPA) of different types of nanoparticles,
giving rise to complex multimetallic plasmonic clusters, shown by Ni et al.[101] Such multimetallic
clusters hold great potential for several applications, such as charge and information transfer
processes.[149] Selected examples of (s)CAPA are shown in Figure III.10b–f, and many more
details about this method can be found the recent review article by Wolf and coworkers:[148] (b)
simple dimeric nanorod antennas with tunable distance,[35] (c) corner-connected nanocubes,[35]
(d) circular heptamers,[99] and (e) multimetallic U-shaped assemblies.[101]
(III) Regularly spaced nanoparticle chains
Plasmonic polymers are closely related to smaller clusters of plasmon-coupled nanoparticles.
The transition between those two types of nanoparticle clusters is rather smooth (Figure III.8).
To define this term more precisely, the definition of polymers by International Union of Pure
and Applied Chemistry (IUPAC) is employed: A molecule can be regarded as polymer “(...) if
the addition or removal of one or a few of repeat units has a negligible effect on the molecu-
lar properties.”[150] By analogy, plasmonic polymers are defined by the sensitivity of their opti-
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cal properties to the number of constituting nanoparticles. If the dominating plasmonic reso-
nance (the super-radiant mode) does not change upon addition (or removal) of one or a few
nanoparticles to the chain, such a linear colloidal cluster is a plasmonic polymer.[91] The criti-
cal number, above which a particle chain is a plasmonic polymer, is commonly referred to the
infinite chain limit.[91] For linear chain-like plasmonic polymers, this threshold of repeat units is
typically reached within 8–10 particles.[90,151] Below the infinite chain limit, (linear) clusters are
referred to plasmonic oligomers.[100] The nature of the plasmonic modes in a linear assembly
can be considered in analogy to the particle-in-a-box model from quantum mechanics. In this
model, the end of the chain defines the potential barrier, and the plasmonic chain modes cor-
respond to the energy eigenstates.[86] Results from classical electromagnetic simulations using
coupled-dipole approximation methods can be used to get a qualitative understanding of these
modes.[152] Quantitative results can be obtained from FDTD modeling or the efficient boundary
element method (BEM).[54,55] An important feature of these complex nanoparticle assemblies is
the high field enhancement in hot spots, the gaps between nanoparticles, and their anisotropic
optical response, shown in Figure III.12d–e for chains composed of spherical and rod-shaped
nanoparticles.[84,88] Linear plasmonic polymers are especially interesting for sub-wavelength in-
formation transport and light harvesting applications.[86] Controlling the degree of coupling be-
tween individual nanoparticles requires a precisely defined spacer material. The ligands used as
spacers serve several functions simultaneously, because they provide colloidal stability in solu-
tion and during the self-assembly process, and they also keep the nanoparticles separated with
controlled gaps after assembly.
Figure III.12.: Structure and optical properties of plasmonic polymers. (a) Periodic single particle lines from
spin coating and (b) periodic nanorod lines from dip coating using wrinkled PDMS substrates as templates. (c)
Particle lines of varying thickness and morphologies by CAPA. (d) Optical response and respective plasmonic
modes of a linear quasi-infinite line of nanoparticles, as shown in (a), for different polarization angles. (e) Optical
response of linearly aligned gold nanorods as shown in (b). (a,d) Adapted with permission.[84] Copyright 2014,
American Chemical Society. (b,e) Adapted under the terms of CC-BY license.[82] Copyright 2015, Royal Society of
Chemistry. (c) Adapted with permission.[97] Copyright 2007, Springer Nature.
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Many methods are available and commonly used for depositing dispersions onto templates with
chemical or topographical features such that the template will guide the self-assembly process.
The last part of this section is focused on techniques using templates to guide the formation of
plasmonic polymers. Templates are important for providing positional and orientation control of
nanoparticles and for directing the shape of the clusters into lines. Thus, the methods for as-
sembling long linear chains of nanoparticles can be sorted from those that are highly scalable to
those that provide the best positional control and allow assembly of the most complex geome-
tries.
Spray coating is one of the most scalable and simplest methods for particle assembly and
can be combined with templates to fabricate plasmonic polymers. The colloidal dispersion is
sprayed onto the template and the colloids are assembled by chemical trapping or directed
topographically.[153] Spraying with grazing incidence allows large-area fabrication of monolay-
ers with optical anisotropy.[117,154]
In drop casting, the colloidal dispersion is placed onto the template, confinement in the tem-
plate provides the external trigger during the drying process for the assembly. The templates
can have chemical binding sides and/or topographic traps.[90,155] The control and reproducibility
of drop-casting is limited, since the assembly process during drying is typically dictated by the
uncontrolled laboratory environment.
Spin coating, however, provides greater control over the drying rate and the amount of material
deposited through setting the acceleration and rotational velocity. Highly regular and perfectly
linear arrays of plasmonic polymers can be fabricated using centimeter-squared templates, as
shown in Figure III.12a.[84] Macroscopic wrinkled templates provide the required topography and
do not limit the scalability of the assembly method, thus enabling conventional optical characteri-
zation of strong plasmonic effects.[84,88] Interparticle distances are similarly tuned via the spacer
material.[100] PNIPAm and protein coatings, depending on the targeted interparticle spacing,
have proven suitable for self-assembly through spin coating, because they impart high colloidal
stability and can be used in the absence additional surfactants.[84,87,156] Spin coating lacks ori-
entational control of anisotropic nanoparticles, but dip coating is a closely related method that
can give control over the orientation of nanoparticles.[157] The system, which will be investigated
in Section V.2, relies on this assembly method.
In dip coating, the directed movement of the drying front allows orientation of anisotropic par-
ticles into the grooves of the templates by capillary forces, as shown for gold nanorods in Fig-
ure III.12b.[88,136] Section V.1 uses this assembly method to fabricate linear nanorod assemblies
on a gold substrate.
As mentioned above, CAPA provides the most controlled assembly of plasmonic polymers. The
well-controlled movement of the meniscus directs the colloids into the traps in the template. Con-
sequently, a wide range of nanoparticle morphologies, nanoparticle sizes, and various materials
of the dielectric shell are feasible to be assembled by CAPA. This is shown by Kraus et al. in
Figure III.12c for different sizes and for spherical as well as for cubic particles.[36,97] CAPA, how-
ever, relies on traps with exact and perfectly-matching geometry. Thus far, this demand is only
fulfilled by lithographic methods like electron beam lithography, which typically lack cost-efficient
scalability.
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(IV) Plasmonic two-dimensional ordered arrays
For the sake of completeness, collective coupling of a two-dimensional colloidal lattice can be
achieved by long-range interactions between unit cells with domain sizes larger than the diffrac-
tion limit (i.e., several micrometers).[158]
As a rule of thumb, coupling occur between two gold nanoparticles when their separation is
less than 2.5 times their diameter (or 5 times the diameter for silver nanoparticles).[159] If the
interparticle distances are too large to give plasmon coupling the plasmon resonance (broad
band) can still couple to the first order Bragg diffraction resonance (narrow band), resulting in
a surface lattice Fano resonance, as shown in Figure III.13.[160] The wavelength location of the
first Bragg mode (D01) is proportional to the lattice constant a and the refractive index n of the
surrounding media (D01 ∝ n× a),[158] which results in tunability of the surface lattice resonance
by changing the periodicity. Recently, Gérard et al. identified the resulting hybridized lattice
modes as delocalized “photonic-like” (energetically lower resonance) and localized “plasmonic-
like” (energetically higher resonance) modes.[161] The tunability of surface lattice resonances
makes them attractive for structural color[72] or for strong coupling in lasing applications.[162,163]
Figure III.13.: 2D lattices of plasmonic colloids supporting surface lattice resonances. (a–c) SEM images of
close-packed silver particles using PNIPAm as spacer material. (d) Extinction spectra of isolated particles (black
line), a close-packed nanoparticle film (red line) and index-matched close-packed particle film supporting a Fano res-
onance (blue line) due to the coupling of the Bragg lattice with the plasmon resonance. Adopted with permission.[160]
Copyright 2017, Wiley-VCH.
Thus, the lattice constant needs to cause first-order Bragg diffraction that energetically match the
plasmon of the colloids for effective coupling. Therefore, the design relies on the precise packing
of the self-assembled plasmonic building blocks into a plasmonic crystal. The experimental lat-
tice constant is commonly defined by the thickness of the dielectric shell. Periodic nanoparticle
monolayers can be prepared by spin coating, dip coating or transfer of floating layers of nanopar-
ticles from the liquid-air interface, e.g., via Langmuir-Blodgett or related systems.[104,160] These
techniques result in close-packed lattices as shown in Figure III.13a–c. For example, PVP and
polystyrene (PS) support short interparticle distances, and for larger distances, PNIPAm has
shown to be sufficiently surface-active due to its hydrophobicity for forming closed-packed plas-
monic crystals when floating at the water-air interface.[104,164–166]
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System integration via subsequent transfer
For many potential applications of functional plasmonic metasurfaces, integrating nanoparticle
assemblies with other materials or systems is crucial. Two strategies are showing the greatest
feasibility thus far, depending on the assembly method and the desired complexity. Either the
template for self-assembly serves as the final substrate, or the self-assembled unit cells need
to be transferred onto another “target” structure. As a general rule for transfer processes, the
target substrate needs to be “stickier” than the template.[156] This stickiness can be realized un-
der wet and dry µ-contact printing conditions and can be practically achieved through various
approaches, including hydrophilic-hydrophobic interactions,[167] selective phys- or chemisorp-
tion of the dielectric spacer itself, addition of an adhesive promoter (e.g., polyethylenimine;
PEI),[84,88,97,168,169] or transfer into a polymer heated above its glass-transition temperature (e.g.,
poly(methyl)methacrylate, PMMA).[36]
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IV.1 Controlled Living Silver Growth
This section is based on the publication Nano Letters 2015, 15, 5427–5437. Adapted under the
terms of ACS AuthorChoice license. Copyright 2015, American Chemical Society.
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Abstract. Inspired by the concept of living polymerization reaction, silver-gold-silver nano-
wires are produced with precise control over their total length and plasmonic properties, by
establishing a constant silver deposition rate on the tips of pentatwinned gold nanorods used
as seed cores. Consequently, the length of the wires increases linearly in time. The nanowire
lengths can be tune up to several microns in a highly controlled manner, corresponding to aspect
ratios above 100, while the low polydispersity of the product allows to detect up to nine distin-
guishable plasmonic resonances in a single colloidal dispersion. Finally, the spatial distribution
and the nature of the plasmons is investigated by electron energy loss spectroscopy and ex-
cellent agreement is obtained between measurements and electromagnetic simulations, clearly
demonstrating that the presence of the gold core plays a marginal role, except for relatively short
wires or high-energy modes.
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Plasmons—the collective excitations of conduction electrons supported by metallic nano-
structures—enable the confinement of electromagnetic radiation on a subwavelength nanometer
scale. This phenomenon holds great potential for a vast range of applications in optics, includ-
ing metamaterials design,[1–3] biosensing,[4,5] therapeutics,[6,7] solar energy harvesting,[8] and
photocatalysis.[9] Alongside the continued progress in the synthesis of noble metal nanoparti-
cles with new exotic shapes and increased monodispersity, the manufacture of bimetallic nanos-
tructures represents an alternative strategy to enrich the library of plasmonic structures at our
disposal.[10] Epitaxial seeded growth is one of the most widely used approaches for the prepa-
ration of such structures, where one or more metal precursors are reduced or co-reduced on
the surface of a previously prepared core of a different metal.[11] The geometry of the obtained
bimetallic system mainly depends on the lattice matching of the metal species involved,[12,13]
on the seed morphology,[14] and on the growth mode on different crystallographic facets, which
can be influenced by facet-specific capping agents.[15] The particular case of Au@Ag bimetal-
lic nanoparticles has attracted much attention from the scientific community because of their
complementary properties: while gold nanoparticles can be easily modulated in shape and
size,[16–19] the lower optical losses of silver render a better plasmonic performance, for exam-
ple in the amplification of weak optical processes such as Raman scattering,[20] fluorescence[21]
and IR spectroscopy.[22] Among many other examples, Seo et al. reported the preparation of
silver-gold-silver pentatwinned nanorods through epitaxial growth of silver on a pentatwinned
gold nanorod core in an ethylene glycol solution of polyvinylpyrrolidone.[23] Recently, Li et al.
performed the same reaction in water,[24] which was further studied by Gómez-Graña et al. to
elucidate the growth mechanism behind the formation of the silver shell using high-resolution
electron microscopy in combination with density functional theory (DFT) calculations.[19] Is im-
portant to underline that the production of high aspect ratio nanowires relies on the selective
deposition of Ag on {111} tip facets, whereas a similar overgrowth reaction with gold would lead
to a decrease in aspect ratio (AR), as previously reported.[25] Such elongated structures can be
regarded as the plasmonic analogues of radiofrequency antennas, but with the resonance shifted
into the visible-near IR (vis-NIR) range of the electromagnetic spectrum.[26] Like their radiofre-
quency counterparts, optical antennas are characterized by several multipolar plasmon oscilla-
tions, which can be separated into bright and dark modes, depending on their ability to couple
efficiently (bright) or not (dark) to incident/scattered far-field radiation.[27,28] While the former can
be exploited in the development of signal processing devices[29] and Raman/IR/fluorescence-
based sensors, the latter is useful for enhanced absorption spectroscopy and photothermia.[30]
In order to efficiently engineer the near-field electromagnetic confinement and implement the
application of optical antennas, it is useful to have a detailed understanding of the relation-
ship between the antenna structure and the spatial/spectral distributions of the different plas-
mon modes.[31,32] In this respect, the near-field properties of pure gold and silver nanorods
have been investigated by different research groups, both theoretically[28,33] and experimentally,
using different imaging techniques that exploit either resonant optical illumination (e.g., dark-
field spectroscopy,[34,35] apertureless scanning near-field optical microscopy[36–38] (aSNOM),
and photoemission electron microscopy[39,40]) or fast electrons (cathodoluminescence[41] and
electron energy-loss spectroscopy[27,42–44] (EELS)). In contrast, detailed studies of the plasmon
near-field behavior of Au@Ag bimetallic nanostructures have not been reported. Rodríguez-
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González et al. studied the effect of a silver shell on the plasmonic behavior of gold nan-
odumbbell cores, describing a complex plasmonic scenario where the transversal mode of the
core-shell system cannot be directly related to an equivalent silver nanorod.[45] To the best of our
knowledge, the only available study of the plasmonic properties of silver-gold-silver nanorods
is the work by Ahn et al. using dark-field spectroscopy, which indicated no influence of the
gold core.[35] The most important prerequisites for a precise engineering of the plasmonic prop-
erties of noble metal nanoparticles are monodispersity and size tunability. As maintaining a
narrow size distribution becomes more difficult when anisotropy is increased, we developed, as
we report here, the concept of controlled living nanowire growth for the production of monodis-
perse silver-gold-silver nanowires (AgAuAgNWs), by analogy with controlled living polymeriza-
tion reactions.[46] The general synthesis concept is summeraized in Figure IV.1a. Controlling
the addition of silver precursors by means of a syringe pump device, we managed to achieve a
linear growth rate of silver on the gold cores. This procedure allowed us to prevent the nucle-
ation of silver nanoparticles during nanowire growth, to significantly improve the monodispersity
of the product, and to accurately predict the final dimensions of the bimetallic system. As a
result, AgAuAgNW colloids were obtained which display up to nine well-defined plasmon reso-
nance peaks spreading over the entire vis-NIR wavelength range, with a tight control on the total
nanowire (NW) length up to several microns, corresponding to aspect ratios above 100. Direct
electron-microscopy-based visualization of the plasmon near-field spatial distributions provided
essential information toward eventual optimization and rational application of this bimetallic sys-
tem. We thus present here a complete optical-extinction and EELS analysis of plasmon modes
supported by AgAuAgNWs, which are compared to boundary-element method (BEM) electro-
magnetic simulations,[47,48] allowing us to assess the influence of the central gold nanorod. We
show that the presence of the gold core influences the high-energy spectral range, while it be-
comes progressively irrelevant in the vis-NIR region, where the spectroscopic behavior resem-
bles that of a monometallic silver nanowire.
Figure IV.1.: General synthesis pathway for controlled living silver overgrowth. (a) The controlled and well-
established seeding of gold as well as its stable and functional surface chemistry are merged with the strong plas-
monic properties of silver. (b) Exemplarily: synthesis of pentatwinned gold AuNRs by seed-mediated growth. Fol-
lowed by facet-selective silver overgrowth to form AgAuAgNWs in a living manner.
To push the quality of AgNW synthesis beyond the existing limits, any side reactions and sec-
ondary nucleation should be suppressed completely. Thus, the aims in NW synthesis are similar
to those in polymer synthesis, where a small polydispersity index is desired. Consequently, we
can apply the well-known concept of controlled living polymerization reactions (CLPR) to an one-
dimensional NW growth reaction. The criteria for CLPR as defined by IUPAC standards involve
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the complete suppression of termination and side reactions and a constant number of actively
growing chains throughout the polymerisation.[46] Furthermore, the initiation reaction should be
much faster than the propagation reaction. As a consequence, the degree of polymerization—
and thus the resulting chain length—is determined only by the ratio of monomer to initiator con-
centrations Pn = [M0]/[I0]. In the following, we introduce the concept of controlled living nanowire
growth, which allows us to synthesize bimetallic AgAuAgNWs with remarkably narrow size dis-
tributions and nanometer precision in length.
As previously described by various groups, epitaxial silver overgrowth of pentatwinned gold
nanorods (PT-AuNRs) in the presence of surfactants with chloride counter-ions leads to one-
dimensional growth of bimetallic AgAuAg rods/wires, as sketched in Figure IV.1b.[19,24,35] This
can be explained by the adsorption of chloride onto the lateral {100} facets resulting in less
favored silver reduction. Consequently, silver is only reduced and deposited epitaxially on the
{111} facets at the NR tips, so the PT-AuNR seeds can act as bifunctional initiators bearing two
initiation sites. After deposition of the very first silver monolayer the initiator becomes an active
species that is subsequently overgrown in one-dimensional fashion by continuous reduction of
silver ions at the metal surface during NW growth. We identify the following requirements to
obtain a living controlled nanocrystal growth mechanism: (i) the initiation of crystal growth takes
place simultaneously and much faster than the continuous reduction of Ag+ ions at the metal
surface of the active species; (ii) all particles have to persist as active growing species for se-
lective deposition of Ag atoms throughout the complete experiment; and (iii) the reduction and
deposition of Ag+ must be quantitative, so that the growth of the particles is proportional to the
amount of added silver precursor and a precise control over the final NW dimensions can be
achieved.
(i) The first condition is met by using PT-AuNRs with a narrow size distribution as seeds, uncou-
pling completely nucleation and elongation. Furthermore, the ex-situ synthesis of the PT initiator
guarantees a homogeneous and simultaneous initiation at both ends upon addition of silver pre-
cursor. Consequently, the preparation of high quality PT-AuNR seeds is of primary importance
toward a precise growth of monodisperse AgAuAgNWs. PT-AuNRs with average length of 210 ±
10 nm and width of 34 ± 1 nm were prepared as previously described by Pérez-Juste et al., with
minor modifications (see Experimental Section).[49]
Since the presence of byproducts (nanoparticles with different shapes) ultimately limits the use of
PT-AuNRs as seeds for silver overgrowth, a purification step was required to separate nanorods
from other nanoparticles. Shape-dependent separation can be achieved by exploiting depletion
interaction forces.[50–52] A depletion force is an effective attractive force that arises between large
colloidal particles that are suspended in a dilute solution of depletants, which are smaller solutes
that are preferentially excluded from the vicinity of the large particles. In our case the depletants
are hexadecyltrimethylammonium chloride (CtaC) micelles and the depletion potential can be
modulated according to the following equation:
|U| = 2rmA NA(C−CCMC)
n
kBT (IV.1)
where rm, CCMC, C and n are respectively the radius, the critical micellar concentration (CMC),
the analytical concentration and the aggregation number of the selected surfactant, NA is the
Avogadro constant, and A is the area of interaction between two adjacent particles. The choice
IV.1. Controlled Living Silver Growth 71
Figure IV.2.: Synthesis and purification of PT-AuNR used as core for controlled living nanowire growth. (a)
TEM image of as-synthesized PT-AuNRs. (b) TEM image from the supernatant containing the synthesis by-product.
(c) TEM image of purified PT-AuNRs. D: UV-vis analysis of the supernatant obtained 16 hours after addition of CtaC
solutions; [CtaC] = 0.12 M (black curve), 0.10 M (orange curve), 0.08 M (green curve), 0.06 M (blue curve) and
0.04 M (red curve). (e) UV-vis analysis of the precipitate obtained 16 hours after the addition of CtaC stock solution.
The curve colors correspond to those in (d). (f) UV-vis spectra of a purified PT-AuNRs solution; inset: zoom of the
highlighted area discerning the octupolar mode.
of CtaC arises from its high water solubility compared to CtaB or BdaC; since CtaC only varies
from CtaB in the counter-ion, the surfactant used for PT-AuNR synthesis, and considering that
it is present with a concentration as low as 8 mM, no washing is required prior to surfactant
exchange, i.e. the required CtaC amount was added directly to the PT-AuNR solution. To obtain
the highest possible purification degree, different surfactant concentrations between 0.05 M and
0.15 M were screened for each PT-AuNR batch (Figure IV.2d–e). To calculate the amount






where Vx is the volume of CtaC stock solution (of concentration Cstock) needed to reach the
desired final concentration Cfin from a solution of nanoparticles with an initial volume Vin and an
initial concentration Cin. We assume that the initial concentration was that of CtaB: even though
CtaB and CtaC present different CMC values, we consider this an acceptable simplification con-
sidering the low concentration of CtaB used for the PT-AuNR growth. After screening different
CtaC concentrations, a concentration around 0.1 M was found to lead to selective flocculation
and precipitation of PT-AuNRs within 12 hours.
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The purified PT-AuNRs show a shape yield around 99%, (Figure IV.2a–c) and can be used
as seeds after redispersion in 10 mM benzyldimethylhexadecylammonium chloride (BdaC). As
evidenced by UV-vis-NIR spectroscopy (Figure IV.2f), the characteristic transversal and longitu-
dinal dipolar, as well as longitudinal quadrupolar plasmon modes can be identified for the pure
PT-AuNR dispersion. Further inspection of the high-energy region reveals the presence of an
octupolar mode as a shoulder below 600 nm (inset Figure IV.2f). The narrow dipolar plasmon
band, with a quality factor of 6.45 (Supporting Figure A.IV.1), and the high intensity ratio be-
tween dipolar and transversal modes confirms the narrow size distribution of the PT-AuNR.
(ii) The second requirement can be fulfilled through careful adjustment of a low silver reduction
rate to facilitate anisotropic growth.[10,53] Therefore, the silver overgrowth reaction conditions
were set according to the following three conditions: (1) slow silver reduction at slightly acidic
conditions and elevated temperature;[19] (2) BdaC as surfactant, which drastically reduces the
reduction rate as compared to non-aromatic surfactants;[54] and most importantly, (3) continuous
addition of silver nitrate and ascorbic acid by means of a microfluidic pump setup from separated
reservoirs. The continuous and slow addition prevents the accumulation of unreacted Ag+ within
the growth solution leading to secondary nucleation and non-specific silver deposition.
UV-vis-NIR extinction spectra after various reaction times during NW growth were correlated with
TEM images. All spectra were collected after transferring the NWs into heavy water, so as to
expand the detection window up to 2500 nm, avoiding the strong absorbance of water around 1
350 nm (see Experimental Section). We observed an initial blue shift of about 20 nm, along with
a slight reduction of the overall aspect ratio when a thin silver layer (approximately 2 nm) grows
on all facets (sides and tips). However, after coverage of the PT-AuNR cores with this initial thin
layer, silver deposits on the nanowire tips only. This results in a significant and gradual red-shift of
all plasmon modes, while multipolar, higher energy plasmon modes emerge as silver deposition
continues. Optical extinction spectra of the resulting length-controlled AgAuAgNWs are shown
in Figure IV.3a-top, along with representative TEM images for selected sizes (Figure IV.3d–h),
illustrating the striking monodispersity typically achieved by the growth method described above
(see Table A.IV.1 and Supporting Figure A.IV.2). In particular, the plasmon spectral features
are narrow and mainly limited by intrinsic absorption and radiative losses, rather than by particle
size dispersion (see below). The corresponding BEM calculated extinction spectra (Figure IV.3a-
bottom solid lines, see Methods) show an excellent agreement with the experimental spectra, as
well as a gradually increasing similarity with spectra calculated for pure AgNWs with the same
overall dimensions (Figure IV.3a-bottom dashed lines).
The quality factor (QF) is the characteristic figure of merit (FOM) of any resonator, as it indi-
cates how many oscillations are undergone by a particular oscillator. During silver elongation,
the QF of the dipolar mode decays exponentially (Supporting Figure A.IV.1), which can be
explained considering that radiative coupling to the far-field increases with the length of the an-
tenna, together with the relative dissipation, causing the peaks to broaden.[55] When comparing
the experimental QFs with the ones obtained from the BEM simulated spectra of Figure IV.3a,
the calculated ones are found to be only 25% higher compared to the experimental ones. This
clearly emphasizes the low polydispersity of the samples. Interestingly, the decay slope is sim-
ilar in both experiment and theory, suggesting again that there is no significant increase in the
polydispersity of AgAuAgNWs during silver growth.
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Figure IV.3.: Spectral and morphological evolution of controlled living silver overgrowth. (a) Upper panel:
vis-NIR spectra recorded during silver growth; the PT-AuNR core is displayed as a black dotted curve; Lower panel:
calculated (BEM) extinction spectra of AgAuAg (solid curves) and pure Ag (dashed curves) NWs with dimensions
corresponding to the experimental ones (same color code). (b) Resonance wavelengths for the dipolar (cyan) and
2nd–5th order multipolar modes (green, dark green, orange, and red, respectively) vs. AgEn. The aspect ratio
(purple) is also plotted for reference. Solid lines are linear fits to the data. The position of the corresponding modes
for the PT-AuNR cores are plotted as open symbols. (c) Wavelength shift of the dipolar plasmon mode for growth
with a faster addition rate (red), and for the standard rate on PT-AuNRs with different dimensions (180×34 nm, blue;
180×32 nm, green; 210×32 nm, cyan). The dashed gray line represents a theoretical estimation, using the silver-
to-gold volume ratio in one nanowire as AgEn. The open black circle is the common origin. (d–g) Representative
TEM images at four different values of AgEn = 0.72, 1.2, 2.4, 11.52, corresponding to a silver elongations per
tip of 33 ± 6 nm, 61 ± 9 nm, 130 ± 20 nm, and 660 ± 90 nm, and a longitudinal dipolar plasmon resonances at
1405 nm, 1630 nm, and 2170 nm, respectively. The dipolar plasmon for (g) lies beyond the spectral window of the
measurement.
Overall, the resulting polydispersity of the product is remarkably narrow and clearly emphasized
by the narrowness of the plasmon bands in Figure IV.3a. In order to achieve a more meaningful
comparison between the widths of experimental and calculated spectra, we used TEM analysis
to predict the contribution of the polydispersity to the full width at half maximum (FWHM), which
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Table IV.1.: Total length distribution for AgAuAgNWs with increasing elongation degrees AgEn, evaluated by TEM
analysis (∆LTEM) and comparing experimental and calculated optical spectra (∆Lopt).









is missing in the calculation. In fact, the FWHM of the experimental peaks is constituted by a
Lorentzian component, intrinsically related to the nanoparticle properties, and a Gaussian com-
ponent, related to the size distribution in the colloidal solution. The latter is what we normally
evaluate using different techniques like transmission electron microscopy (TEM), dynamic light
scattering (DLS) or small angle X-ray scattering (SAXS). The finite size distribution within each
sample accounts for a moderate increase in FWHM of the observed plasmon features (see Sup-
porting Figure A.IV.3). A more precise assessment is provided by comparing the wavelength
width of the measured (∆λexp) and theoretical (∆λth) spectra, assuming that the excess in the
former one originates from the finite size distribution of NW sizes for each given sample (∆L).
We then have ∆λexp ∼ ∆λth +∆m, where m is the slope of the plot of plasmon wavelength
peak vs. NW length, extracted from Figure IV.3b. In Table IV.1 the values of ∆L extracted from
this analysis of the optical spectra (∆Lopt) are compared with the size distributions obtained
from TEM analysis (∆LTEM). The results show an acceptable agreement, considering that the
number of NWs measured by TEM for each sample is much smaller than those contributing to
UV-vis-NIR spectra.
(iii) The last requirement to achieve a living polymerization reaction (linear growth) can be met
by selecting an addition rate that is slower than the reaction rate. In this way, a linear zero-
order kinetic path is enforced and the resonance wavelengths of the longitudinal modes, as well
as the corresponding aspect ratios evaluated from TEM measurements (see Supporting Table
A.IV.1), turn out to scale linearly with time. Furthermore, as the conversion rate for silver is close
to 100%, the linear shifts are directly proportional to the amount of added Ag+. This proportion-
ality is referred to in what follows as the degree of silver elongation, AgEn, defined as the molar
ratio of added silver salt to gold seeds (i.e. [Ag+] / [Au0]), in analogy to the concept of degree
of polymerization. We plotted in Figure IV.3b the resonance wavelengths for all the longitudinal
plasmons that were recorded within our measurement spectral window (ranging from the dipolar
mode up to the 5th order mode) vs. AgEn. Note that we disregarded some high-energy spec-
tral features that cannot be clearly resolved apart from the transverse mode. This plot clearly
reveals a linear slope for all modes, up to aspect ratios above 20 and AgEn value of almost 6. In
other words, this plot indicates that the reaction proceeds according to zero order kinetics and
that no termination or passivation occurs. The corresponding regression fits (solid lines) yield a
Pearson R2 above 0.999 for all the modes and for the aspect ratio. As a control experiment, we
increased the rate of Ag+ addition by a factor of 1.25. The resulting plasmon shifts were plotted
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in Figure IV.3c (red dots), showing that the faster addition rate leads to non-linear shifts. Since
the reaction does not comply with a slow addition rate, the apparent AgEn increases significantly
faster than the plasmon band shift, which represents the actual growth rate. Furthermore, under
these conditions, excess silver nitrate accumulates in solution, leading to secondary nucleation,
formation of AgCl nuclei, non-specific deposition of silver on the growing particle surface, and
uncontrolled increase of the reaction rate. All these effects reduce the amount of available silver
ions for deposition on the NW tips and consequently compromise the linear growth and impair
an accurate prediction of the final length of the produced AgAuAgNWs. Interestingly, spherical
particles with diameters around 500 nm were observed upon TEM inspection of the resulting
colloid, which are likely due to crystallization of AgCl present in solution upon drying of the dis-
persion on the TEM grid (Supporting Figure A.IV.4). We also found that the thickness of the
NWs was significantly larger than expected, in contrast to living reaction conditions (see Table
A.IV.2). An increase of the reaction temperature also leads to faster reaction rates and uncon-
trolled growth, so we conclude that the living reaction conditions are highly sensitive to changes
in reaction kinetics, either induced by increased temperature or faster precursor addition. The
generality of this method was confirmed by carrying out different experiments under controlled
living nanowire growth conditions but starting with different PT-AuNR core dimensions, which
also led to linear growth and reproducible evolution of the plasmonic features (Figure IV.3c). We
used the silver to gold volume ratio of a single bimetallic nanowire as the AgEn parameter for
BEM simulations (Figure IV.3a-bottom), so as to estimate the theoretical linear behavior (dashed
line in Figure IV.3c). The observed deviation can be explained taking into account the presence
of a small amount of Au byproducts (different particle shapes), on which silver is also reduced,
as well as some uncertainty in the initial Au nanorod concentration, due to the purification step
([Au0] was estimated using the absorbance at 400 nm, as detailed in the Experimental Section).
The obtained agreement is a strong confirmation that all silver ions added were reduced and se-
lectively deposited on the AgAuAgNW tips. It is worth noting that we have not found any limitation
in the final length of the NWs, our longest experiment resulting in 3.4 µm NWs (corresponding to
a AgEn of 40.32; Supporting Figure A.IV.5).
We selected two samples with significantly different NW lengths to discuss the influence of the
PT-AuNR core on the optical properties of the bimetallic particles. We analyzed the optical ex-
tinction spectra from NWs in heavy water solution (Figure IV.4) and carried out a detailed EELS
analysis (Figures IV.5& IV.6). Both experimental methods were supported by BEM calculations.
The first sample had AgEn = 0.5, corresponding to a total aspect ratio of 6.7, and 25 nm Ag ex-
tending beyond each tip of the PT-AuNR core. We compare in Figure IV.4a the vis-NIR spectrum
(black solid curve) with the calculated extinction spectrum of a NW with the average dimensions,
either containing the PT-AuNR core (red-dotted curve) or being made of pure Ag (blue dash-
dotted curve). The simulations reveal in this case a clear influence of the PT-AuNR core on
all the plasmon modes, particularly in the short wavelength (high energy) region. The second
sample corresponds to AgEn = 5.3, aspect ratio 25, and 360 nm of Ag from each tip. The 3D
reconstructed volume of the two samples obtained by the Total Variation Minimization (TVM)[56]
technique, applied to a tilt series of high-angle annular darkfield scanning transmission electron
microscopy (HAADF-STEM) images (Figure IV.4b&c) clearly shows that the PT-AuNR core is
located in the center, with 2 nm of silver on the lateral facets (also considered for the simulations).
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Figure IV.4.: Characterization of exemplary short and long AgAuAgNWs. (a) Vis-NIR spectrum of a colloid
of short (AgEn = 0.5) AgAuAgNWs (black line) compared to simulated spectra in the presence (red) and absence
(blue) of the PT-AuNR core. (b) Representative TEM image showing the high monodispersity of the sample. (c&d)
Same as (a&b) for a sample of longer NWs (AgEn 5.3). Inset of (c) zoom of the highlighted area discerning high
order modes 5, 6, and 7. At the right subpanels of (b) and (d), 3D TEM visualizations of the reconstructed nanowires
are presented (green and yellow correspond to silver and gold, respectively), both from one tip (left) and along their
length (right).
The pentagonal cross section of the particle—characteristic for PT-NRs—is preserved, as evi-
denced by the cross section in Figure IV.4b& IV.4d. Remarkably, the low polydispersity of the
synthesized AgAuAgNWs allowed us to detect nine LSPR bands in solution (Figure IV.4c), and
we find again a good agreement with the BEM simulated extinction spectrum. In this case how-
ever, the differences between simulations with and without the gold core are significantly smaller,
and mainly observed in the high-energy region. It should be noted that the permittivities of silver
and gold are well described through a common Drude expression ε(ω) = εb−ω2p/ω(ω+ iγ) in
the IR region, where the so-called classical plasma energy is given by h¯ωp ∼9 eV,[57] as de-
termined by the density of s conduction electrons (i.e. the same in both metals, because each
atom contributes with one s electron and their atomic densities are nearly identical). The differ-
ence between these two metals lies in the level of losses (h¯γ = 25 meV for silver and 71 meV
for gold) and in the background screening produced by d-band polarization (εb = 4 in silver and
9.5 in gold). Consequently, in the infrared spectral region (i.e. λ >1000 nm), the second term
dominates in the Drude expression, the precise value of εb becomes irrelevant, and both silver
and gold behave in a similar fashion, except that the latter produces more inelastic optical losses
(through a larger damping rate γ). Besides these intrinsic material properties, which lead to sim-
ilar optical behavior in the NIR, there is a geometrical effect associated with the NW: for a given
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mode order (e.g. the lowest-order dipolar mode), the wavelength shifts deeper into the IR with
increasing NW length, and eventually the mode size becomes comparable to λ/2, giving rise to a
relatively larger contribution of radiative damping, which again makes the two metals look more
similar. These considerations explain why the AgAuAg bimetallic NWs have similar properties to
those of pure Ag wires with the same outer geometry, particularly for infrared modes and long
NWs (Figure IV.3a).
Figure IV.5.: Near-field characterization of exemplary short AgAuAgNW. (a) spatial distribution of plasmon
modes for a short AgAuAgNW (AgEn = 0.5) as measured by EELS; the numbers refer to the same modes as in the
vis-NIR spectrum of Figure IV.4a. (b) BEM simulations of EELS maps associated to the plasmon modes shown in
(a), for a NW containing the PT-AuNR core. (c) Simulations for an AgNW with the same dimensions. The simulated
maps are normalized to the maximum intensity in each case. The silver (gold) surface is indicated with solid (broken)
white lines in the calculated maps.
To confirm these observations, we carried out a detailed near-field study by EELS, also sup-
ported by BEM calculations. Plasmon mapping confirmed the symmetry and standing-wave
nature of the modes under study. We summarize in Figure IV.5 and Supporting Figure A.IV.7
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the results for the short NWs (AgEn = 0.5): all of the extinction bands observed in the far-field
vis-NIR spectrum are also found in EELS (Figure IV.5a). The spatial distribution of the plasmons
clearly indicates the even or odd nature of each mode: modes (1–3) are the dipolar, quadrupolar,
and octupolar longitudinal modes, respectively, while modes (4–5) are the accumulation of sev-
eral modes (see below). Incidentally, only odd modes can be excited using light incident with its
electric field parallel to the NW, in contrast to EELS in which even modes are also excited due to
the multipolar character of the electron exciting field. This conclusion can be actually extended
to NWs of arbitrary orientation relative to the externally applied field when they are sufficiently
small as to neglect retardation effects (e.g. an exp(i2pir/λ) dependence on position r and light
wavelength λ). However, we are dealing here with long NWs, with lengths that are comparable
to λ, so there is strong retardation and this is the reason why our optical spectra reveal modes
with both odd and even symmetry.[30,37,41,58] The EELS experimental maps were compared to
numerically computed maps using BEM. Simulations were carried out both in the presence (mid
panel) and in the absence (bottom panel) of the PT-AuNR core. Although the agreement be-
tween theoretical and experimental plasmon energies in the optical measurements is excellent
(see above), the EELS modes are noticeably redshifted with respect to theory, presumably be-
cause of the effect of the substrate, which is not accounted for in our simulations. However,
the features in the measured and calculated EELS spectra are in good mutual agreement (see
Supporting Figure A.IV.6), and we argue that the spatial distribution of the plasmon excitation
should not be too sensitive to the observed shift. This intuition is corroborated when comparing
modes of the same symmetry, which yield very similar spatial distributions in theory and exper-
iment. Is important to keep in mind that the highest-order modes observed in EELS (modes 4
and 5 in Figure IV.5) are in fact the accumulation of several modes, which are integrated over the
finite energy range covered within the energy-filtered images. Note that we are instead show-
ing monochromatic maps in the calculations, so that these high-order maps are understandably
different from those experimentally acquired. Additionally, the number of plasmon modes (an
infinite, discrete set) has an accumulation point toward the electrostatic planar surface plasmon
(signaled by ε = −1 in vacuum), as they undergo fast oscillations, so that the surface is locally
seen as flat. This explains the rather uniform distribution of the observed map at that energy
(3.7 eV for the silver-vacuum interface). The theoretical calculations also allow us to explore the
role of the PT-AuNR core in the plasmonic response, which essentially produces a redshift of
the plasmon energies, along with additional broadening in the EELS spectra (see Supporting
Figure A.IV.6). It is thus not surprising that the silver NW has better-defined higher-order modes
(second maps from the left in Figure IV.5b&c).
For a long NW (Figure IV.6 and Supporting Figure A.IV.8, AgEn = 5.3), EELS characterization
did allow us to identify the dipolar longitudinal mode (1), as well as six additional multipolar
modes (2–7 corresponding to increasing order, i.e. number of sign changes in the associated
induced charge along the wire), whereas the last two peaks (8–9) correspond to an accumulation
of several modes, as discussed above for short NWs. In this case, the effect of the PT-AuNR
core is qualitatively similar, but nearly marginal for low energy modes. In particular, the lowest-
order dipolar plasmon involves high plasmon strength (larger enhancement of the near field)
near the NW tips, and consequently the near field plot looks nearly identical for the calculated
AgAuAg (Figure IV.6b) and the pure AgNW (Figure IV.6c), also in excellent agreement with the
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Figure IV.6.: Near-field characterization of exemplary long AgAuAgNW. (a) Spatial distribution of plasmon
modes for a long AgAuAgNW (AgEn = 5.3) as measured by EELS; the numbers refer to the same modes as in the
vis-NIR spectrum of Figure IV.4a. (b) BEM simulations of EELS maps associated to the plasmon modes shown in
(a), for a NW containing the PT-AuNR core. (c) Simulations for an AgNW with the same dimensions. The simulated
maps are normalized to the maximum intensity in each case. The silver (gold) surface is indicated with solid (broken)
white lines in the calculated maps.
experimental EELS maps (Figure IV.6a). Since the NIR response of gold and silver is similar,
as they both behave as Drude’s metals, and the interband transition contributes marginally in
this spectral region, the low energy plasmon position should not change significantly between
a pure Au and a pure AgNW; nonetheless we expect to observe additional broadening in the
case of gold, since it shows higher intrinsic damping losses compare to silver (71 vs. 21 meV).
In Supporting Figure A.IV.9 we investigate this point with a new set of calculation relative to a
pure Au NWs. In conjunction with a higher broadening, we observed a reduction in the plasmon
extinction cross section. Subsequently, the PT-AuNR core can only be identified in the higher-
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order modes, which involve a large intensity in the central NW region, while their high energies
involve very different and relatively moderate values of the dielectric functions of the two metals.
Interestingly, the second-order mode, which also has a large weight in the center of the NW,
appears at a sufficiently low energy as to feel a similar response from both gold and silver, as
we argued above, and consequently, the calculated energies of this mode in the long NWs are
similar with and without the PT-AuNR core. For such low order modes, the NW acts as a whole
plasmonic entity. On the contrary, the vacuum/silver interface plasmon is both experimentally
and theoretically localized on the silver parts only. For this mode, corresponding to high wave
vectors (short wavelengths), the plasmons feel differently each metal, and consequently the gold
and silver parts act as two separated plasmonic entities in this regime.
Figure IV.7.: Comparison of the quality factor of vis-NIR plasmons reported in the literature for different
nanoparticles preparation: lithography (black opened circles) and wet-chemistry (green opened triangles). These
are compared with the one that we obtained for the AgAuAgNWs, both experimentally (pink diamonds) and from
calculations (blue triangles).[59–71]
In conclusion, the synthesis of AgAuAg bimetallic nanowires has been largely improved by en-
forcing living growth conditions to the deposition of silver on the tip of pentatwinned Au nanorods,
which allowed us to achieve high quality colloidal dispersions with remarkably low polydispersity.
As a result, the plasmon bands observed in colloidal NW dispersions are much narrower than
those reported for other types of both lithographic and colloidal nanoparticles within the same IR
spectral range (see Figure IV.7). The measured quality factor (i.e., the ratio of plasmon energy to
spectral energy FWHM, which is equal to 12pi times the number of plasmon oscillations before the
near-field intensity is attenuated by a factor 1/e) is in fact reasonably close to the calculated one
for NWs of well defined size, and as we discuss above, the difference between these two is well
explained in terms of the experimental finite size distribution, thus emphasizing our understand-
ing of the optical response of the NWs in terms of the local permittivities of gold and silver. The
new protocol provides the opportunity to fine tune the NWs length up to the micrometer scale
(AR > 100), and the obtained optical antennas displayed a large number of plasmonic modes
that spread over the entire UV-vis-IR region (up to 9 detectable modes directly in the colloidal
suspension). The role of the gold cores on the optical response was carefully investigated by
EELS, and we demonstrated that it does not interfere with plasmon propagation along the NW
surface, whilst its influence is limited to higher energy modes. The procedure opens up new
possibilities to exploit plasmon resonances in the near and middle IR regions.
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Methods
Materials. Benzyldimethylhexadecylammonium chloride (BdaC), hexadecyltrimethylamm-
onium bromide (CtaB, ≥99%), hexadecyltrimethylammonium chloride (CtaC, 25 wt% in wa-
ter), hydrogen tetrachloroaurate trihydrate (HAuCl4 ·3 H2O, ≥99.9%), silver nitrate (AgNO3,
≥99.9%), L-ascorbic acid (AscH2, ≥99%), deuterium oxide (D2O, 99.9 atom% D), sodium boro-
hydride (NaBH4, 99%) and trisodium citrate (≥98%) were purchased from Aldrich. All chemicals
were used as received. Milli-Q water (resistivity 18.2 MΩcm at 25 °C) was used in all experi-
ments. All glassware was washed with aqua regia, rinsed with water, sonicated three times for 3
min with Milli-Q water, and dried before use.
PT-AuNR synthesis. The pentatwinned gold nanorod synthesis was adopted from the pro-
tocol of Pérez-Juste et al. with some minor modifications.[49] These changes mainly refer to an
increase of NaBH4 concentration during citrate-capped seed growth to improve reproducibility
and increase of AscH2 concentration during AuNR growth to improve the final yield. 3.5 nm
citrate-capped Au seeds. Briefly, 20 mL of a 0.125 mM HAuCl4, 0.25 mM trisodium citrate aque-
ous solution was prepared and stirred for 10 minutes at room temperature. Next, 600 µL of a
freshly prepared 0.1 M NaBH4 solution was added quickly under vigorous stirring. After 2 min-
utes the stirring rate was reduced and the seeds were aged 40 min under slow stirring at room
temperature. To ensure for complete removal of excessive NaBH4 the solution was stirred at
40–45 °C for another 15 minutes. 5.5 nm CtaB-capped Au seeds. A 5 mL growth solution was
prepared consisting of 40 mM CtaB and 0.125 mM HAuCl4. The Au(III) was reduced to Au(I)
with 12.5 µL of a 0.1 M AscH2 solution (f.c. 0.25 mM), indicated by a fast color change from
yellow-orange to transparent. Then 835 µL of the citrate-capped Au seeds was added quickly
and the solution was mixed by hand-shaking thoroughly. The 5.5 nm CtaB-capped Au seeds
were aged for 3 h at 23 °C prior final overgrowth. PT-AuNR synthesis. A 500 mL growth solution
was prepared containing 8 mM CtaB and 0.125 mM HAuCl4. The solution was thermostated at
20 °C. Next 1560 µL of a 0.1 M AscH2 (f.c. 0.313 mM) was added and gently stirred leading to
a clearance of the solution. Finally, 750 µL of 5.5 nm CtaB-capped Au seeds was added quickly
and mixed thoroughly. The solution was thermostated at 20 °C overnight.
PT-AuNR purification. Purification was carried out as described by Scarabelli et al.[50] For
PT-AuNRs of length and width ca. 200 nm and 30 nm, respectively, the final surfactant concen-
tration was set to 0.1 M through the addition of 67.5 mL of a 25 wt% CtaC solution, leading to
flocculation and sedimentation overnight. The supernatant was discarded and the sediment con-
taining the NRs was redispersed in a 10 mM BdaC solution to obtain a final Au(0) concentration
of 0.25 mM (measured using the absorbance at 400 nm).[51,52]
AgAuAgNW synthesis. 20 mL of the purified PT-AuNR solution containing 10 mM BdaC
and 0.25 mM Au(0) was heated to 60 °C. AgNO3 (0.004 M in water) and AscH2 (0.016 M in
20 mM BdaC, in order to keep the BdaC concentration constant) were added continuously in
separate syringes by a syringe pump with a rate of 0.24 mol of Ag(I) per mol of Au(0) per hour
(effective rate starting at 300 µL/h) under slow stirring at 60 °C. Samples of 1 mL were taken
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after defined time frames and the effective rate adjusted to maintain the rate of 0.24 mol of Ag(I)
per mol of Au(0) per hour during the whole experiment (see Supporting Table A.IV.3 for the
effective rates). For UV-vis-NIR measurements beyond the water limit at around 1350 nm, the
path length was reduced using a 1 mm cuvette and water was exchanged by deuterated water to
reduce vibrational modes and consequently reduce overall extinction. The samples were washed
3 times by centrifugation (1000–3000 rpm) and redispersing in deuterated water (concentrating
the sample down to 400 µL) to allow UV-vis-NIR measurements in the range of 300–2500 nm in
a 1 mm pathway cuvette to be performed.
Spectroscopic and TEM Characterization. Transmission electron microscopy (TEM) im-
ages were collected with a JEOL JEM1400PLUS instrument operating at 120 kV with carbon-
coated 400 square mesh copper grids. All samples were centrifuged twice before blotting on the
grid to reduce surfactant concentration. Optical extinction spectra were recorded using an Agi-
lent Cary 5000 UV-vis-NIR spectrophotometer in deuterated water. All the presented UV-vis-NIR
spectra were multiplied by the respective dilution factors to facilitate comparison of the data.
HAADF-STEM images and electron tomography series were acquired using an aberration cor-
rected cubed FEI Titan 60–300 electron microscope operated at 200 kV. For the reconstruction
of the series the Total Variation Minimization technique (TVM) was used. EELS plasmon maps,
were acquired using a monochromated double aberration corrected cubed FEI Titan 50–80 elec-
tron microscope operated at 300 kV and yielding an energy resolution of 0.12 eV. For the analysis
of the two EELS datasets, first a Richardson-Lucy deconvolution of the zero-loss peak from the
data was performed and then the zero-loss peak was fitted and subtracted from the result, by
using Hyperspy.[72] Since the points of the map passing over the rod still present a large back-
ground due to multiple phonon scattering, and are also noisier due to the lower counts, reducing
the signal quality from those areas, a mask was used in the place of the NR.[73]
Electromagnetic and EELS simulations. Optical extinction spectra, electric near-field in-
tensity maps, and EELS intensities are calculated by solving the Maxwell equations in the pres-
ence of either an external light plane wave or an electron point charge moving with constant ve-
locity (v=0.78c, corresponding to an acceleration voltage of 300 kV), respectively. The extinction
calculations are averaged over NW orientations and light polarizations. For EELS, the electron
is incident along a direction normal to the long wire axis. For simplicity, the wires are simulated
as axially symmetric rods of the same volume as the actual PT-NW, using the boundary-element
method and exploiting the axial symmetry of the particles, as described elsewhere.[48] More pre-
cisely, the outer gold and silver NW interfaces are modeled as circular cylinders with hemispher-
ical caps. The radius of the silver wire is considered to be 2 nm larger than that of the gold core.
The latter has a length (diameter) of 210 nm (34 nm) in the simulations of Figure IV.3 and 180 nm
(32 nm) in Figure IV.4–IV.6. Gold and silver are represented by their tabulated frequency-
dependent complex dielectric functions.[74] The NWs are considered to be in vacuum (ε = 1) for
EELS and in deuterated water (ε = 1−0.30637λ2/(λ2 +47.26686)+0.74659.λ2/(λ2−0.00893),
where λ is the free-space light wavelength in microns under optical illumination[75]) for optical
extinction.
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Abstract. To date, it has not been possible to combine the high optical quality of silver par-
ticles with good chemical stability and synthetic convenience in a fully aqueous system, while
simultaneously allowing chemical surface functionalization. The presented synthetic pathway
opens up new possibilities for future developments in information, energy and medical technol-
ogy where strong optical/electronic properties are crucial. Therefore, the advantages inherent to
gold are fused with the plasmonic properties of silver in a fully aqueous Au/Ag/Au core-shell-
shell system. These nanoparticles inherit low dispersity from their masked gold cores, yet
simultaneously exhibit the strong plasmonic properties of silver. Protecting the silver surface
with a sub-skin depth gold layer enables oxidant stability and functionality without altering the
silver-controlled optical properties. This combines both worlds—optical quality and chemical
stability—and furthermore it is not limited to a specific particle shape.
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Gold and silver have emerged as the dominant metals for a vast range of plasmonic applications,
e.g. optics,[1] sensing,[2] photocatalysis,[3,4] and therapeutics.[5] Based on the requirements of
the targeted application, either gold or silver is selected due to their distinct advantages. Gold
nanoparticles tend to be chosen for their well-controlled synthesis which results in the accessi-
bility of a variety of well-defined shapes. Moreover, gold surfaces are inert to oxidation, while
also allowing chemical functionalization. Therefore, the majority of plasmonics-based break-
throughs, e.g. the plasmon ruler,[2] photothermal cancer therapy,[6] chiral dichroic effects,[7] or
DNA nanotechnology,[8] have actually been implemented using gold particles. Plasmonic silver
nanoparticles, on the other hand, hold great potential due to their plasmonic properties. This
prospective utility arises from the dielectric constant of silver, i.e., low damping, excitation over
the entire visible spectrum and beyond (>330 nm), and strong plasmonic coupling, ultimately
resulting in more pronounced plasmonic effects and higher quality factors. Due to the comple-
mentary advantages of these two metals, combining the plasmonic properties of silver with the
superior stability and functionality of gold would be tremendously advantageous for the devel-
opment of plasmonics. However, silver colloids are difficult to synthesize: reaction control and
reproducibility are often poor and silver particles tend to oxidize after preparation.[9,10]
Figure IV.8.: General synthesis pathway exemplarily realized by cubic-shaped nanoparticles. (a) The con-
trolled and well-established seeding of gold as well as its stable and functional surface chemistry are merged with
the strong plasmonic properties of silver. (b) Exemplarily: synthesis of spherical single-crystalline AuNSps by
seed-mediated growth. Next, facet-selective silver overgrowth to form AgNCs. Finally, gold overgrowth to yield a
homogeneous, sub-skin depth gold layer (AuAgNCs).
Commonly, control over silver synthesis is achieved by polyol-reactions in organic solvents.[11]
On the one hand, these methods are well-established and even enable gold overgrowth,[12,13]
but on the other hand, they can also introduce environmental and synthetic drawbacks, as re-
cently described in detail by Xia and coworkers.[14] Most notably, passivation of the noble metal
surface with the long-chain polymer tends to hinder further surface modifications. Here, we show
an alternative pathway to overcome this major bottleneck by utilizing short-chain surfactant lig-
ands and a water-based synthesis. Due to the entropic mobility of the short-chain ligands, the
active metal surface can easily be modified with a range of functionalities, e.g. DNA[15] or con-
ductive polymers.[16] Thus, we developed a general approach to achieve the monodispersity,
chemical accessibility, and oxidant stability inherent to gold nanocrystals, while maintaining the
advantageous plasmonic properties of silver (Figure IV.8).
To exemplify this combination of properties, we use a cubic morphology, since the corners tend
to enhance the chemical and plasmonic sensitivity. The synthetic pathway is schematically illus-
trated in Figure IV.8b. The use of gold seeds enables the controlled synthesis of various silver
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Figure IV.9.: TEM images of the intermediate particles and the final gold protected silver nanocubes
(AuAgNCs). Single-crystalline spherical AuNSps (a) are synthesized by three-step seed-mediated growth. Bimetal-
lic AgNCs (gold core, silver cubical shell, (b) are formed by epitaxial silver overgrowth. Gold protected AuAgNCs (c)
are obtained by subsequent gold overgrowth of Ag colloids.
morphologies in aqueous dispersions,[17] and therefore, we selected the seed-mediated growth
of Wulff seeds to spherical single-crystalline gold nanoparticles (AuNSps).[18] Exploiting these
AuNSps as seeds for silver overgrowth via facet-selective capping then enables the preparation
of silver nanocubes (AgNCs)a with sharp edges, a narrow size distribution, and high yield.[19–21]
Finally, we achieved a thin gold shell by overgrowth with a Au(III)-iodide complex resulting in
AuAgNCs. The gold shell ensures oxidant stability and simultaneously facilitates a variety of
chemical functionalization protocols in aqueous dispersions,[22–24] for which we show a proof of
concept (Figure IV.9). The exemplarily synthesized AuAgNCs show that the low dispersity of the
initial gold seeds and the sharp edges of the AgNCs can be intrinsically passed on to the gold
protected nanoparticles. The homogeneity of the achieved AuAgNCs was analyzed via high-
angle annular darkfield transmission electron microscopy (HAADF-TEM) supported by energy
dispersive X-ray (EDX) elemental mapping, as shown in Figure IV.10a. The gold shell and core
can easily be distinguished, and by overlaying the elemental maps of gold and silver, one can
see that the gold shells are smooth, conformal and homogeneous around the inner AgNCs.
To ensure a homogeneous shell, it is crucial to balance the kinetics and reduction potentials of
silver, gold and reducing agent. Since gold is the most noble metal, and consequently prede-
termined as protective layer, the required Au(III) precursor salt (HAuCl4) naturally gets reduced
by less noble metals.[25,26] This so-called galvanic replacement reaction needs to be completely
suppressed by fast reduction of the Au(III) precursor complex and, even more crucial, by low-
ering the complex’s reduction potential. Control over the fast reduction kinetics is achieved by
tuning the excess of reducing agent and the temperature (see Methods). Introducing iodide into
the precursor complex sufficiently decreases the reduction potential of the gold complex,[27,28]
suppressing both etching and galvanic replacement. Since iodide is able to strongly absorb onto
gold surfaces, an over-abundance leads to capping of the surface and thus, to retardation of
the reduction kinetics.[29] Balancing the iodide/chloride ratio in the Au(III) complex and externally
tuning the kinetics by controlled addition of this gold complex leads to an optimized gold shell.
aNote: For the sake of simplicity the gold core is neglected in the nomenclature of AgNCs.
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Figure IV.10.: Elemental and statistical evaluation of the overgrowth mechanism. (a) HAADF-TEM image and
EDX elemental mappings of silver and gold content in the final AuAgNCs. (b) EDX elemental mapping of iodine
(purple) and chlorine (green-yellow) indicating the passivation of the facets by iodide. (c) Histograms of the particle
dimensions (diameter for AuNSps 41.3 ± 2.6 nm and edge length for AgNCs 69.7 ± 2.9 nm and AuAgNCs 71.9 ±
3.1 nm).
Since the iodide complexes more strongly with gold than chloride, a quantitative formation of
the mixed complex can be assumed.[30] In Figure IV.10b the ambivalent role of iodide and the
competitive replacement of chloride on the gold surface can be clearly identified by EDX map-
ping. The particle surface is covered predominantly by iodide, although the concentration of
chloride is 20 times greater in the synthesis. The influence of the deployed iodide/chloride ratio
on the gold overgrowth is shown in the Supporting Figure A.IV.11. The histograms of parti-
cle dimensions (see Figure IV.10c) summarize the morphological evolution. Starting from the
narrowly-distributed single-crystalline AuNSps, the size increases from 41.3 ± 2.6 nm (diameter)
to 69.7 ± 2.9 nm (edge length) upon silver overgrowth. During this process the initial dispersity
is preserved, while the epitaxial silver growth leads to selective formation of defined shapes.
Thus, AgNC with sharp edges are formed (see Figure IV.9 & Supporting Figure A.IV.10). In
regard to alternative AgNC synthesis procedures, shape-precision is on par with the state-of-
the-art,[14,31,32] and high yields (>90%) are reached under mild conditions and quantitative silver
conversion.
Subsequent gold overgrowth results in marginal increment of the edge length by 2 nm and pre-
cision of the overgrowth process is revealed by the insignificant change in dispersity during
the growth of the protective gold shell. Sharp corners are critical to the sensitivity of the plas-
monic system, and therefore edge rounding was evaluated. Negligible rounding of edges was
measured after gold overgrowth, suggesting that no corner-specific etching occurs and sharp
corners are retained (Figure IV.11, for example, the HAADF-TEM image in Figure IV.9a and
Supporting Figure A.IV.10).
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Figure IV.11.: Analysis of the edge rounding. (a) AgNCs (9.3% ± 4.7%) and (b) AuAgNCs (9.4% ± 4.2%) by TEM
image analysis of edge length and diagonal length of over 100 particles and calculation of edge rounding for each
particle, as defined in equation IV.3. 0% corresponds to a perfect cube; 50% to a perfect sphere (see inset).
The effect of the stepwise overgrowth on optical properties was examined by UV-vis-NIR spec-
troscopy. Figure IV.12a shows the normalized extinction spectra measured for each step in the
synthesis pathway. For the spherical AuNSps used as seeding particles, a plasmon resonance
peak at a wavelength of 528 nm is observable, and the increased extinction below 515 nm can be
assigned to the interband-gap of gold. After silver overgrowth, the predominant mode is shifted
to 512 nm. Importantly, the absorption signature of the Au interband transition has vanished. Ad-
ditional higher-order plasmonic modes arising from the properties of pure AgNCs are found from
350 nm to 450 nm, which indicates low dispersity as well as sharpness of the cube-corners.[33]
These features are confirmed by TEM analysis and electromagnetic simulations (see Support-
ing Figure A.IV.13). Thus, the gold core does not influence the plasmonics, and an extinction
spectrum resembling that of pure AgNCs is observed.[20,21] After gold overgrowth, the dominant
Figure IV.12.: Evolution of plasmonic spectra throughout the synthesis. UV-vis-NIR spectra (a) and pho-
tographs of the corresponding colloidal dispersions (b) for single-crystalline gold cores (gray, top), AgNCs (blue,
middle), and the final gold-protected AuAgNCs (red, bottom). Electromagnetic simulations of the integrated electric
field |E|2 (c) for AgNCs (blue, left) and AuAgNCs (red, right) for the different observable plasmonic modes (I–IV).
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plasmonic mode does not shift significantly. Since the overall changes in morphology for the final
Au-overgrowth step are minor, variations in plasmonic properties can primarily be attributed to
differences in the dielectric functions of gold and silver. Due to the damping of gold, the higher-
order modes are less pronounced, but still clearly observable. Since the shell thickness is well
below the skin depth for gold, the plasmonics are dominated by the inner AgNCs (see related
electromagnetic simulations in the Supporting Figure A.IV.14&A.IV.15), and the characteristic
dip of the interband of silver is not damped out by the addition of gold. Comparing the colors of
the colloidal dispersions in Figure IV.12b, the gold cores show the typical red color, whereas the
AgNCs as well as the AuAgNCs have a characteristic yellow-orange color. Since the near-field
behavior is the basis for many practical applications,[26,34] the electrical field enhancement was
determined using numerical simulations (see Figure IV.12c). Comparing the electrical fields of
pure AgNCs with the gold coated AuAgNCs the predominant dipolar mode (I) reveals nearly un-
affected (99.4%) and also the higher modes clearly show the predicted nature of AgNCs (96.7%,
62.7%, 67.3%, (II–IV) respectively).[33] This behavior of the electrical fields can also be trans-
ferred to other particle morphologies, e.g., nanorods, as shown in Figure IV.13b.
Figure IV.13.: Elemental mapping and electromagnetic simulations for Au@ AgAuAgNWs. (a) HAADF-TEM
image and EDX elemental mappings of silver and gold content in the final gold overgrown AgAuAgNWs. (b) Elec-
tromagnetic simulations of the integrated electric field |E|2 for pure silver nanorods (left) and gold coated nanorods
(right) for all observable (i.e., bright) modes. The electric field enhancement factor of the corresponding modes is
almost uninfluenced by the gold coating (97.7%, 86.4% and 77.1% for L1, L3 and T, respectively).
While the morphological as well as the plasmonic properties of AgNCs remain almost unaffected
by the overgrowth of a thin homogeneous gold layer, this step has strong effects on the chemical
properties of the nanoparticles. The main challenge for applications is stability against oxidants.
To test this, we selected an aqueous solution of hydrogen peroxide (H2O2) as strong oxidant,
commonly used to selectively etch silver.[12] Figure IV.14a serves as reference for the fast etch-
ing process of AgNCs under the oxidative conditions of a 0.1 vol% hydrogen peroxide solution.
After only 5 min, the extinction spectrum blue-shifts and its intensity drops. After 30 min, only the
plasmonic response of the gold cores remains, indicating complete removal of silver. In contrast,
the extinction spectra of gold-protected AuAgNCs (see Figure IV.14b) are completely uninflu-
enced by a 10-fold greater hydrogen peroxide concentration (1 vol%) maintained for several
months. This indicates resistance to even strong oxidants.
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Figure IV.14.: Long-term oxidant stability in dispersed and dried states. (a) Spectral shifts due to fast oxidation
of unprotected AgNCs within 30 min by 0.1 vol% hydrogen peroxide solution. (b) Absence of spectral changes for
AuAgNCs despite the presence of 1 vol% hydrogen peroxide solution for over 3 months. All spectra are normalized
to the initial intensity. (c) Morphological stability in air / 20% O2 for AgNCs and AuAgNCs on the same TEM grid.
In terms of applications, the stability of silver particles against air (e.g. oxygen) plays a particu-
larly important role, and thus, the influence of long-term air exposure was examined more closely.
In Figure IV.14c, this was studied for AgNCs (left) and AuAgNCs (right) via TEM. Unprotected
AgNCs clearly developed edge rounding after 24 h. In direct comparison, no degradation or
morphological changes were observed for AuAgNCs even after 3 months.
Figure IV.15.: Functionalization of AuAgNCs. Upon functionalization with PEG-SH (polyethylenglycol, 5000 g/-
mol, a), short-chain ligand (11-mercaptoundecyl)trimethylammonium bromide, MutaB, b), low-molecular weight
polyacrylic acid (PAA, 5200 g/mol, c) as well as protein (BSA, d) only minor changes in the extinction spectra are
observable, which can be attributed to the difference in absorption of the ligands in the UV range. All spectra are
normalized to the initial intensity and plotted without offset.
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Additionally, it is worth mentioning that byproducts, e.g. tetrahedra, are also generally stabilized,
indicating that the gold-passivation protocol is robust toward various facet orientations and can
likely be extended to the full range of morphologies accessible for silver colloids in aqueous
systems, e.g. for AgAuAgNWs, as shown in Figure IV.13.
Despite the noble character of gold, surface variability can be achieved based on its strong
binding to a variety of functional anchor groups (R-SH, R-NH2/R-NR22, R-COOH, . . . ) without
being etched or oxidized by the ligand and the ligand-exchange-conditions. To exemplify this, we
functionalized AuAgNCs with a short-chain thiol-anchored ligand (11-mercaptoundecyl)trimethyl-
ammonium bromide, MutaB, anionic), a low-molecular weight polyethylenglycol (PEG, un-
charged) and polyacrylic acid (PAA, cationic), and a protein (BSA, zwitterionic) demonstrating
replacement of the stabilizing surfactant without altering the extinction spectrum, as shown in
Figure IV.15. Such ligand-exchange treatments are critical for most real-world applications,
where direct contact between metal and functional coating is required.[35]
In summary, we have developed a synthetic pathway to successfully combine the benefits of sil-
ver and gold in a fully aqueous plasmonic system. The overall particle distribution and morphol-
ogy were initially controlled by an optically masked gold core, and the superior optical properties
of silver were protected with a sub-skin depth gold layer. This wet-chemical approach opens
new possibilities in scalable bottom-up fabrication, especially integration with plasmonics appli-
cations requiring long-term stability. Exploiting the advantages of silver-based plasmonics boosts
the sensitivity, but the oxidation resistance and chemical functionality of the fully-accessible no-
ble metal surface is maintained. In combination with the nanometer precision of colloidal self-
assembly, a renewed prominence of bottom-up materials for optoelectronics, light harvesting,
photocatalysis, sensing and therapeutics can be expected.
Methods
Materials. Ascorbic acid (AscH2, C6H8O6, >99%), hexadecyltrimethylammonium chloride
(CtaC, 25 wt% in water), hydrogen tetrachloroaurate (HAuCl4, >99.9%), hydrogen peroxide
(30 vol%), (11-mercaptoundecyl)trimethylammonium bromide (MutaB, C14H32BrNS)), potassium
iodide (KI, >99.5%), silver nitrate (AgNO3, 99.9999%) and sodium borohydride (NaBH4, 99%)
were obtained from Sigma Aldrich. Hexadecyltrimethylammonium bromide (CtaB, 99%) was
received from Merck KGaA. All chemicals and solvents were used as received. Purified water
(Milli-Q-grade, 18.2 MΩcm at 25 °C) was used in all preparations. Metal precursor salts were
continuously added by a syringe pump system from HLL (model LA120) and fully-siliconized
winged infusion sets (Vasuflo; 0.8 × 19 mm; Luer-Lock; 30 cm tube).
Nanoparticle synthesis
In each step, full control over the growth kinetics was ensured by temperature control and drop-
wise addition using a syringe-pump dispenser.[21] With these measures, side-reactions and non-
selective metal reduction were prevented. During the gold overgrowth, fast reduction of the
supplied gold(III) precursor was ensured by an excess of reducing agent and elevated temper-
ature. To establish statistical relevance, we measured the distribution of particle morphologies
by TEM image analysis (see Figure IV.9 and Figure IV.10c) of at least 150 particles at each
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step of the synthesis. Starting from the narrowly-distributed single-crystalline AuNSps, the size
increases from 41.3 ± 2.6 nm (diameter) to 69.7 ± 2.9 nm (edge length) upon addition of the
silver precursor. This represents an increase of the calculated particle volume by a factor of 9.
However, due to partial twinning of the initial Wulff seeds, the AgNCs are accompanied by a
small amount of 5–10% tetrahedral and twinned byproducts (see Supporting Figure A.IV.10).
Subsequent gold overgrowth results in a marginal increment of the edge length from 69.7 ± 2.9
nm to 71.9 ± 3.1 nm representing a small volume increase of 10%. Precision of the overgrowth
process is revealed by the insignificant change in dispersity from 4.1% to 4.3% during the growth
of the protective gold shell.
Single-crystalline gold Wulff seeds. To 4.7 mL of a 0.1 M CtaB solution, 25 µL of 50 mM
HAuCl4 (f.c. 0.266 mM) were added and slowly stirred for 10 min at 32 °C to form the gold
precursor complex. Subsequently, 300 µL of a freshly prepared 10 mM NaBH4 were injected
under vigorous stirring and stirring was continued for 30 seconds. Prior to the next overgrowth
step, the seeds were aged for 25 min at 32 °C to ensure reproducibility and complete deposition
of NaBH4.
Single-crystalline spherical gold nanoparticles (AuNSps). Aqueous solutions of CtaC
(200 mM, 40 mL), AscH2 (100 mM, 30 mL), and 1 mL of the initial, CtaB-cappedWulff seeds were
mixed in a 100 mL beaker. Afterwards, an aqueous HAuCl4 solution (0.5 mM, 40 mL) was quickly
injected under stirring (350 rpm). The reaction was allowed to continue at room temperature (RT)
for 15 min. These 8 nm gold colloids were collected by centrifugation at 15000 rcf for 1 h and
washed with water. For the further growth to 41 nm, the obtained nanospheres were dispersed
in 10 mL of an aqueous CtaC solution (10 mM). Thereafter, aqueous solutions of CtaC (50 mM,
200 mL), AscH2 (1 M, 780 µL) and 2.5 mL of the concentrated 8 nm AuNSp solution were mixed.
Additionally, 400 mL of a growth solution including HAuCl4 (1.5 mM) and CtaC (55 mM) was
prepared and tempered at 45 °C. Next, the growth solution was added dropwise using a syringe
pump system at an injection rate of 0.5 mL/min. The reaction was allowed to continue for 12 h
at RT after the injection was finished. The final product was collected by centrifugation at 320 rcf
for 40 min and washed twice using a 10 mM CtaC solution. For further use, the nanoparticles
were redispersed in 15 mL of aqueous CtaC solution (10 mM).
Silver nanocubes (AgNCs with gold core). Silver overgrowth of gold cores was adopted
from Mayer et al. with minor optimization to the new system.[21] In this process, 25 mL of the
41 nm AuNSp (0.15 mM Au(0)) in 10 mM CtaC was heated to 65 °C. To avoid excess of reactants
AgNO3 (10 mM) and AscH2 (40 mM) were added continuously in separate syringes at a rate of
0.333 mol Ag(I) per mol Au(0) and per hour (effective rate 500 µL/h) under slow stirring. At a
Ag/Au ratio of one (3 h, f.c. 0.15 mM Ag(I)), the AscH2 concentration was reduced to 10 mM
to keep the AscH2/Ag ratio constant. 70 nm silver cubes were received at an Ag/Au ratio of 8
(24 h, f.c. 0.9 mM Ag(I)). After cooling to RT, the AgNCs were centrifuged twice (300 rcf; 1 h)
and redispersed in 10 mM CtaC.
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Gold overgrowth of silver nanocubes (AuAgNCs). For thin gold coatings, a 12 mL growth
solution containing 10 mM CtaC, 125 mM AscH2 and AgNCs (0.6 mM Ag(0), 0.075 mM Au(0),
6 mL of the as-synthesized concentration) was heated to 65 °C. Next, 20 mL of a 0.125 mM
HAuCl4 solution complexed with 0.3 mM KI resulting in the formation of HAuCl1.7I2.3 were con-
tinuously added at a rate of 2 mL/h under slow stirring. After complete addition, AuAgNCs were
centrifuged (300 rcf; 30 min) and redispersed in 1 mM CtaC to remove excessive reactants.
Oxidant stability test with hydrogen peroxide. To 1.931 mL of AuAgNC solution in 1 mM CtaC,
69 µL of a 30 vol% hydrogen peroxide solution were added (f.c. 1%) and UV-vis spectra were
measured after distinct times. For AgNCs, it was necessary to reduce the oxidant concentration
to allow for UV-vis spectroscopy. Consequently, the hydrogen peroxide stock solution was diluted
to 3 vol% to yield a final concentration of 0.1 vol%.
Ligand exchange with MutaB. For the functionalization, 1 mg of MutaB was dissolved in
2 mL of the NC solution (f.c. 1 mM CtaC and 0.5 mg/mL MutaB) and incubated for 24 h. Sub-
sequently, the surfactant (CtaC) and excessive MutaB were removed by repeated centrifugation
(300 rcf; 30 min) and redispersion in water.
Characterization
Transmission electron microscopy (TEM) measurements were performed with a Libra200
(Zeiss, Germany) with an acceleration voltage of 200 kV. For TEM analysis, 1 mL nanoparticle
solutions were concentrated to 100 µL via centrifugation, and they were washed twice to re-
duce the surfactant concentration below the critical micelle concentration (CMC). Subsequently,
2–5 µL of these solutions were dried on a 300 mesh copper grid with carbon film. In the statisti-
cal evaluation, plus/minus values noted in the text represent standard deviations taken from the
Gaussian fits.
Sharp corners are critical to the sensitivity of the plasmonic system, and therefore edge rounding,








Negligible rounding of edges, from 9.3% to 9.4% (Figure IV.11), was measured after treatment
of AgNCs with the gold(III) precursor salt, suggesting that no corner-specific etching occurs and
sharp corners are retained (see, for example, the HAADF-TEM image in Supporting Figure
A.IV.10)
High-angle annular darkfield scanning transmission electron microscopy and energy
dispersive X-ray mappings (HAADF-STEM and EDX) were conducted with a FEI Talos
F200X (FEI, USA) operated at 200 kV and equipped with Super-X-EDX detector (Bruker, USA)
of 0.9 sr effective solid angle. We further employed a high-visibility-low-background specimen
holder for minimized X-ray shadowing. HAADF was performed at a camera length of 98 mm
and 2 µs dwell time at 0.8 nA probe current. For the reconstruction of the elemental maps, we
applied the energies of the following absorption edges Ag-Lα, Au-Mα-β, Cl-Kα and I-Lα. The
EDX data were corrected for background using Bruker Esprit software.
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UV-vis-NIR spectra were recorded on a Cary 5000 spectrophotometer (Agilent, USA) and
subsequently background corrected by subtraction of a water reference. If not stated otherwise,
all spectra were normalized to the maximal intensity of the plasmonic peak.
Numerical electromagnetic simulations were performed by the finite-difference time-
domain method (FDTD) using the commercial software FDTD Solutions (ver. 8.11.422, Lumer-
ical Solutions Inc., Canada). For the dielectric properties of silver, a CRC approximation by
Hagemann et al. was used; for gold, data from Johnson and Christy was used.[36,37] Two
meshes were used for the simulation: The nanocubes were simulated with a 0.5 nm mesh to
reduce artifacts on the rounded edges, while the surrounding empty space was meshed with
4 nm. AgNCs and AuAgNCs were modeled according to their experimental dimensions and
edge rounding. Consequently, for AuAgNCs, the AgNCs were extended by the gold layer, while
keeping all other properties constant. To determine the field distributions the model was simu-
lated at the wavelengths of the absorption maxima of the corresponding plasmonic modes (see
Supporting Figure A.IV.14 for the respective wavelengths). Electric field enhancement distribu-
tions were integrated along the incident q-vector in order to equally consider edges and corners.
All simulations reached a convergence of 10−6 before reaching 300 fs simulation time.
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This section provides a brief insight into further tweaking of the morphology, and thereby the
plasmonics, of silver colloids by an additional oxidative reaction step. There are numerous rea-
sons requiring to tweak the plasmonics, e.g., in order to match to targeted applications or a
specific spectral window. Herein, the focus lies on extending the spectral range into the violet
and/or to efficiently increase the absorption cross section of silver colloids.
Figure IV.16.: General synthesis concept for the tuning of the plasmonic response. Starting from well-defined
silver colloids, the plasmonics can be tuned by changing the particle morphology. By a catalytic etching process
isotropic response can be achieved by transforming the morphology of nanocubes to rhombicuboctahedra. Alter-
natively, by galvanic replacement an internal cavity is formed by etching of cuboids to rattles. The cavity allows to
tailor the internal electric field and renders the particles absorption dominated.
As summarized in Figure IV.16, this can be achieved by oxidative reaction conditions. On the
one hand, facet-selective etching decreases efficiently the anisotropy of silver colloids, resulting
in plasmonically isotropic rhombicuboctahedra. On the other hand, by galvanic replacement
reactions a plasmonic cavity is formed. The cavity of the resulting axisymmetric nanorattles
features a dominating absorption cross section and high electric field enhancement.
Nanoparticles with rhombicuboctahedral shape and isotropic plasmonics
For fundamental studies, but also plasmonic applications, spherical silver colloids are highly
important due to their isotropic plasmonic response and simple geometry. Although plasmonic
properties are more pronounced in anisotropic or pointy particles, e.g., in nanorods, nanocubes,
or nanostars, fundamental plasmonic effects are more intuitive and simple for isotropic particles.
Thus, the complex coupling behavior between colloids can be deconvolved to comprehensible
models in the case of spheres,[1,2] since the complexity of the individual particles is reduced to a
minimum (for example see also Section V.2). As a consequence, any additional effects can be
contributed to the plasmonic coupling and the influence of the isolated colloid can be excluded.[3]
For gold nanoparticles, a variety of well-established synthesis protocols exists resulting in al-
most perfectly spherical particles.[4–7] However, the plasmonics of gold is limited to the range
beyond its interband transition (wavelengths above 515 nm) and additionally, gold is quiet lossy
compared to silver.[8–10] In terms of plasmonics, silver is able to extend over the complete visible
spectrum (>330nm)[11] and features a remarkable high quality factor for lower wavelengths, thus,
making it the superior plasmonic material.[12,13] This spectral range is of particular interest for
several applications, since it matches to absorption band gaps of typical metal oxides.[14,15]
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Figure IV.17.: Synthetic pathway to rhombicuboctahedral shaped nanoparticles via catalytic etching. (a)
AgNC are synthesized by facet-selective silver overgrowth of single-crystalline spherical AuNSp. These AgNCs are
then catalytically etched to rhombicuboctahedra (AgRCOs). (b) TEM images of intermediate particles (left: AuNSp;
middle: AgNCs) and the obtained AgRCOs (right). (c) 3D sketch of a rhombicuboctahedron to visualize the particle
geometry. (d) EDX element distributions of silver and gold in the AgRCOs. Adapted with permission.[16] Copyright
2019, American Chemical Society.
However, the defined synthesis of isotropically behaving silver colloids in aqueous media with
low dispersity, (almost perfect) spherical shape, and narrow linewidth of the plasmonics is nei-
ther fully controlled nor understood. On one hand, for seed-mediated growth, there is a lack
of protocols, which yield single-crystalline and monodisperse seeds.[17,18] On the other hand,
silver tends to form low-index crystal facets during growth, resulting in anisotropic nanoparticles
with sharp corners.[17,19–21] Thus, isotropic particles are not achievable by common synthetic
approaches relying on facet capping and controlled kinetics.[21] To overcome this limitation, ox-
idative etching can increase the symmetry of the particles by chemically removing the corners
and edges.[22,23] As sketched in Figure IV.17a, the plasmonics can be rendered isotropic by
catalytically etching of well-defined silver nanocubes with a copper-based process.[23–25]
As described in the previous Sections IV.1& IV.2, a single-crystalline gold sphere was employed
for silver overgrowth to yield narrowly distributed AgNCs.[19,20] In order to also mask the gold
core in the final quasi-spherical shape, comparably small gold particles (22 nm) were selected
as seed. In the next step, the corners and edges of the AgNCs were etched by a copper catalyst.
The evolution of particles and the elemental composition of the final particle are summarized in
Figure IV.17b&d.
Whilst a spherical-like shape is typically described in such processes,[23,26,27] we are able to
show, that preferentially silver rhombicuboctahedra (AgRCOs) are formed featuring well-defined
low-index facets. This morphology, as visualized in Figure IV.17c, marks the geometry with the
highest ratio of low-index facets for a quasi-sphere, i.e., the most-isotropic achievable shape.
Thus, AgRCOs are the thermodynamically most stable product of this synthesis due to the effi-
cient facet capping by chloride. The formation of low-index facts is accelerated by the identified
simultaneous silver growth process, which is in equilibrium with the etching process. This bal-
ance between etching and growth is fundamental to all catalytic copper-based etching processes
and inhibits the formation of high-index facets.
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Figure IV.18.: Plasmonics andmorphology of AgRCOs. (a–d) 3D iso-surface rendering of the reconstructed TEM
tomogram and HRTEM proofing the rhombicuboctahedral shape and the formation of low-index facets. (e) Direct
comparison of numerical simulations of a perfect spheres, comparable rhombicuboctahedron, and experimental
measurements of the extinction (black) with the respective contribution of scattering (red) and absorption (blue).
Adapted with permission.[16] Copyright 2019, American Chemical Society.
As shown in Figure IV.18 in the 3D TEM tomogram and HRTEM, the morphology clearly
is rhombicuboctahedral with well-shaped low-index facets, but the plasmonics behave strictly
isotropic. Direct comparison to numerical simulations of a perfect sphere and a simulated RCO
(Figure IV.18e) additionally reveals the outstanding low polydispersity, which was also deter-
mined via small angle X-ray scattering (SAXS) to be as low as 3.5%.
Considering the fact, that only isotropic silver particles are able to span into the violet (330–500
nm), the introduced monodisperse AgRCOs are able to extend the optical range due to their
isotropic plasmonics. This system, thereby, opens up new possibilities in applications based
on collective plasmonic coupling such as lasing,[28,29] photovoltaics,[30] and higher harmonic
plasmonics.[31]
Axisymmetric nanorattles with tailored electric field enhancement
Plasmonic nanorattles are metallic core – metallic shell particles, in which the core is sepa-
rated by a dielectric spacer from the shell.[32,33] To achieve such particle structures, galvanic
replacement processes allow to fabricate nanorattles from various silver nanoparticles shapes,
e.g., spherical,[34,35] cubic,[36,37] cuboidal,[32] and octahedral.[33] In these particles a plasmonic
cavity is formed between core and shell. Due to the resulting extraordinary high electric-field en-
hancement inside the cavity, nanorattles exhibit improved sensitivity for catalytic applications and
plasmonic sensors.[34] In particular, the flat face-to-face contact of the cavity geometry ensures
stronger and primarily, more homogeneous electric field enhancement compared to particles
with high curvature. Additionally, the induced plasmonic cavity mode renders the particles ab-
sorption dominated, despite their size and material.
However, the core of the such nanorattles typically is freely movable inside the box or even
worse, stuck to one side of the box. The undefined core position leads to a wide distribution
of gap dimensions and as a result, the plasmonic peak is broadened and the respective field
enhancement fluctuating.
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Figure IV.19.: Synthetic pathway to axisymmetric nanorattles by galvanic replacement. As shown in the
TEM images, gold nanorods (left) are overgrown with silver (gold@silver cuboids; middle) to obtain axisymmetric
nanorattles (right) via subsequent galvanic replacement, and EDX element distributions of silver and gold in the final
nanorattle (bottom, with respective HAADF-STEM image on top. Adapted under the terms of CC-BY-NC license.[38]
Copyright 2017, Royal Society of Chemistry.
In this study, these limitations are overcome by introducing axisymmetric fixation of the inner core
to the outer box using state-of-the-art synthesis methods. By employing living silver overgrowth
conditions, the obtained silver cuboids are almost exclusively grown into width, due to the facet
selective silver deposition.[19,39] Thus, the gold core gets fixed to the outer shell at its tips during
the kinetically-controlled galvanic replacement reaction, resulting in axisymmetric nanorattles.[33]
This ensures a homogeneous and well-defined cavity size in the entire colloidal ensemble.
As presented in Figure IV.19, the synthetic approach starts with a single-crystalline gold
nanorod, which in the end will be used as core. In the first step, the nanorod is selectively
overgrown to gold@silver cuboids, analogous to Sections IV.1& IV.2. Next, chloroauric acid is
continuously added below the kinetic reaction limit in order to suppress etching of the silver shell
and favor galvanic replacement. During galvanic replacement gold is reduced on the gold@silver
cuboid surface forming a gold–silver alloy shell, as shown in the elemental distribution. For each
reduced gold ion, three silver atoms are oxidized, thereby forming the cavity between the exterior
gold–silver alloy shell and the inner gold nanorod core.[33,40,41]
Figure IV.20.: Numerical simulation of the ensemble-averaged geometric model and comparison with ab-
sorption, scattering and extinction UV-vis-NIR spectroscopy. Optical response for (a) gold nanorods, (b)
gold@silver cuboids, and (c) axisymmetric nanorattles. Numerical simulations (gray) and experimental extinction
(black) with respective contribution of absorption (blue) and scattering (red). Adapted under the terms of CC-BY-NC
license.[38] Copyright 2017, Royal Society of Chemistry.
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The plasmonic evolution during the synthesis steps are shown in Figure IV.20 by the extinc-
tion spectra with the respective contributions of absorption and scattering. The initial gold rod
exhibits the predominant L1 mode, the first-order L2 mode, and the transversal T mode, which
all are absorption dominated due to their rather small dimensions. Contrary, the longitudinal L1
mode of the cuboid is predominantly scattering and the T1··3 modes are mostly absorbing. As
mentioned above, for final axisymmetric nanorattles, all modes are dominated by absorption. In
particular, the cavity mode (T1) is almost exclusively absorbing the incident light and is featuring
extraordinary high and homogeneous electric field enhancement inside of the plasmonic cavity.
Since the final cavity size is directly controlled by the silver overgrowth step, the introduced
synthesis protocol allows tailoring of the electric field enhancement, the absorption efficiency,
and the spectral position of the cavity mode. For sensing and catalytic applications, an uniform
wall thickness is important to ensure efficient coupling of light to the plasmonic cavity. This
parameter is then controlled in the next step by the added amount of chloroauric acid.
Consequently, this reliable and up-scalable synthetic approach toward controlled axisymmetric
nanorattles adds a further particle type to the in this thesis introduced silver-based building block
library. By exploiting these particles in colloidal self-assembly, the intrinsic cavity could open up
new possibilities to couple with collective optical effects resulting in novel metasurfaces.[42–45]
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Abstract. Template-assisted colloidal self-assembly is presented as a versatile approach for
the fabrication of magnetic metasurfaces on macroscopic areas. The choice of anisotropic col-
loidal particle geometry, assembly pattern, and metallic film is based on rational design criteria,
taking advantage of mirror-charge effects for gold nanorods placed on gold film. Monodisperse
gold nanorods prepared utilizing wet-chemistry are arranged with high precision on wrinkled
templates to form linear array-type assemblies and subsequently transferred to a thin gold film.
Due to the obtained particle-to-film distance of 1.1 nm, the plasmonic mode of the nanorod
is able to couple efficiently with the supporting metallic film, giving rise to a magnetic mode
in the visible spectrum (721 nm). Conventional UV-vis-NIR measurements in close correlation
with electromagnetic simulations provide evidence for the presence of a magnetic resonance on
macroscopic area. The herein presented scalable lithography-free fabrication process paves the
road toward colloidal functional metasurfaces with an optical response in the effective magnetic
permeability.
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Recent interest in designing metamaterials focuses on the step from 3D bulk materials to 2D
metasurfaces, which feature similar optical features.[1–6] Metasurfaces are optical functional in-
terfaces based on regular patterns of subwavelength repeating metaatoms (unit cells). The
controlled arrangement of metaatoms allows engineering of novel optical devices based on
controlled reflectance,[7,8] efficient energy transport and wave guiding,[9,10] as well as perfect
lensing[11] and optical magnetism.[12] For many of these applications, the main challenge is the
control of magnetic resonances in the visible optical range. The lack of magnetic response in nat-
ural optical materials[13] was first overcome by artificial magnetic resonances obtained for split-
ring resonators in the micro-wave regime.[4] However for split-ring resonators, the limited scala-
bility and saturation effects[14] deny their application in the visible optical range. Consequently,
the fabrication of nanostructures with magnetic resonances remains a challenge especially on
macroscopic areas. The design of such magnetic metasurfaces needs to be rationally linked
to scalable fabrication techniques of hierarchical assemblies into quasi 2D-resonators.[6] The
incident electric-field component induces oscillating charges within the resonators and, hence,
gives rise to an effective magnetic moment; this excitation is commonly referred to as a mag-
netic resonance.[15–17] To achieve these effects, metasurfaces have to be built with nanome-
ter precision.[18,19] Common fabrication techniques rely on lithographic methods, like e-beam
lithography or ion-beam milling, which have several drawbacks, such as losses due to polycrys-
tallinity and lack in resolution and scalability.[20–24] The colloidal bottom-up assembly approach
which exploits the advantages of wet-chemically synthesized noble metal nanoparticles (e.g.,
single-crystallinity, scalability) can provide alternatives to lithographic top-down techniques.[25–27]
However, those approaches often rely on random particle deposition, which strongly limits the
complexity of prepared unit cells and homogeneity of the obtained metasurfaces.[28–30] To boost
the complexity of the fabricated metasurfaces, plasmonic nanoparticles are coupled to metal-
lic films to form mirror charges in the emerging cavities.[8,9,31–33] Template-assisted convective
self-assembly allows designing unit cells with high complexity and in a large variety by surface-
alignment of nanoparticles in well-defined orientations. Such assemblies are only limited by
the scalability and spatial resolution of the directing template.[34–36] In this work, we use a
lithography-free colloidal bottom-up approach to fabricate a macroscopic magnetic metasurface.
Plasmonic nanoparticles in close contact to a metallic film induce electric current loops due to
mirrored charges at the substrate, which give rise to a magnetic mode. We provide theoretical
explanations for the experimentally observed magnetic mode through electromagnetic model-
ing and conventional UV-vis-NIR spectroscopy. Anisotropic nanoparticles are used, due to the
following reasons: The short axis of nanorods is used for magnetic mode excitation and their
long axes serves for control over their orientation in template-assisted self-assembly. For the
building block, we used tailored wet-chemical synthesis to obtain monodisperse, gold nanorods
with defined crystalline facets (flat faces). Furthermore, due to a defined spacer material we
obtain a reliable particle-to-film distance. By colloidal self-assembly, we were able to fabricate
a macroscopic magnetic metasurface, which shows a clear signature of an effective magnetic
permeability in the visible wavelength range. With this colloidal approach, we aim at a reliable
method to make unique manipulation of light on the macroscale possible.
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Design of the Metasurface Unit Cell
One of the central prerequisites to obtain a magnetic resonance is the induction of a circular os-
cillating current flow within the unit cell. This can be achieved by efficient coupling of the surface
plasmon with the electric component of the incident light.[15,37] Isolated nanoparticles in solution
inherently exhibit electric modes in the form of localized surface plasmon resonances, as indi-
cated for an exemplary dipolar-isolated electric mode (EM) by its surface charges (Figure V.1a,
electric mode).[38] Breaking the symmetry is achieved by coupling a plasmonic nanoparticle to
a substrate. The emerging modes depend strongly on the substrate material, nanoparticle ge-
ometry and particle-to-film distance. In contrast to nanospheres, nanoparticles with flat faces
are advantageous because of their larger contact area with the substrate, which results in nar-
row resonances and enhanced excitation.[39] The interaction of a nanoparticle with a dielectric
substrate results in hybridized modes.[40] In contrary, when a particle is coupled to a metallic
substrate, the dipolar mode induces a mirror charge pattern at the surface of the metallic film
(Figure V.1a, magnetic mode (MM)).[41–43] These mirror charges may induce an electric current
loop (current density J), as calculated by electromagnetic simulations. According to Ampère’s
circuital law, a magnetic moment is excited.
Figure V.1.: Evolution of magnetic modes – from electric to magnetic resonance through metallic film-
coupled plasmonic nanoparticles. (a) Surface charge pattern of an electric mode (EM), magnetic mode (MM),
characteristic electric current loop (flow J) and representative inductor-capacitor (LC) model for one unit cell. (b)
Schematic representation of the unit cell: gold nanorods (160 nm × 30 nm) on a 40 nm thin gold film. The short
axis of the nanorod is used for the excitation by linear polarized light (transversal mode) and the long axis is used
for directing the assembly process. (c) Calculated extinction cross section at different particle-to-film distances,
normalized against the bare gold film.
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Recently, Wang et al. have numerically demonstrated that magnetic modes can be represented
by an inductor-capacitor (LC) model. (Figure V.1a).[8] For film-coupled nanoparticles, the metal
components act as inductors L, whereas the dielectric insulator acts as a capacitor C. Thus,





However, an analytical calculation by means of equation V.1 is not straightforward, since the
inductance and the capacitance depend on the curvature and geometry of the nanoparticle.
Nevertheless, the model provides an intuitive description of the counter-oscillating currents in
the unit cell. Consequently, a metasurface can be designed based on film-coupled nanoparti-
cles. We decided to design our magnetic metasurface based on film-coupled nanorods utilizing
their short axis for magnetic mode excitation (transversal mode) and their long axes for providing
orientational order upon self-assembly (Figure V.1b). The transversal magnetic mode is excited
if the electric field component is in plane with the cross section of the unit cell (xz-plane, red). In
contrast, the longitudinal magnetic mode, which could be excited with the electric field parallel to
the long axis (yz-plane, blue), is significantly shifted outside the frequency range of visible light
and will not be further discussed. Figure V.1b shows a schematic depiction of the proposed
metasurface unit cell consisting of a nanoparticle as building block positioned over a metallic
film. The capping agent of the nanoparticle serves as a thin dielectric shell. For observation of
the magnetic mode with conventional spectroscopy methods, an array of well-aligned anisotropic
nanoparticles is required. For colloidal metasurface design, 1D periodic arrangements are ideal
as they provide collective alignment of nanorods along their long axis. At the same time, a dis-
tance of at least five nanorod radii between the lines will suppress grating effects.[44] Tip-to-tip
coupling within nanorod lines is decoupled from transversal excitation and does not interfere with
the induction of the magnetic resonance. Comprehensive numerical simulations of this unit cell
clearly reveal, that the spectral position of the magnetic mode can be tailored by tuning the fol-
lowing four parameters: (I) dimensions and shape of the plasmonic nanoparticle; (II) refractive
index of the dielectric spacer (e.g., capping agent); (III) material of the plasmonic nanoparticle
and (IV) coupling distance between the nanoparticle surface and the substrate. These four pa-
rameters need to be precisely balanced to provide a strong magnetic resonance within the visible
spectrum. However, tuning of the first three parameters is limited by: (I) the dimension of the
nanorods (approximately 30 nm in width);[45] (II) the index of refraction of the spacer material
(roughly from 1.4 to 1.5 for polymeric materials);[46] (III) the limited choice in plasmonic metals.
Silver as well as gold possess plasmonic properties in the optical range. However, even though
silver features lower damping, offering narrower line-widths and higher intensities,[47,48] it is vul-
nerable against sulfidation and oxidation at air.[49] Consequently, we choose gold in the present
study. In contrast, the particle-to-film separation can be controlled by the capping agent and an
additional spacer layer at the substrate, e.g., by layer-by-layer techniques.[50] In combination, the
cavity size can be tailored with nanometer precision. Taking the limited range of optimization of
the nanorod morphology and index of refraction of the building blocks into account, we will focus
on the size of the nanoparticle-film cavity in order to further optimize the metasurface design.
Figure V.1c shows the extinction cross section Qext of a nanorod at variable distance to a metal-
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lic film. The extinction spectra were normalized against the transmission of the bare gold film
(Qext = − logTcoupled NR/TAu film, with respective transmissons T). Owing to the transmission char-
acteristics of gold, the extinction cross sections show a pseudo-resonance below the interband
gap of gold (< 512 nm) and a pronounced increase in extinction toward lower energy. The iso-
lated particle monomer, i.e. at infinite separation, shows a single plasmonic resonance (electric
mode, EM). This transversal excitation corresponds to the electric mode as discussed above. Ap-
proaching the surface the dipolar electric mode is converted to a magnetic dipolar-mirrored mode
(magnetic mode, MM) and a higher-order magnetic mode. This quadrupolar-mirrored mode is
further discussed in the Supporting Figure A.V.1. The magnetic resonance shifts toward lower
energy in comparison to the isolated electric mode. This characteristic red-shift is also known as
plasmon ruler.[51] The spectral position of the magnetic mode is particularly sensitive to distance
changes even in the angstrom range. Thus, the resonance frequency may be tuned over the en-
tire optical range. To avoid effects like quantum tunneling, a minimum distance of 0.4 nm should
be sustained.[52,53] These separations lie within the range of conventional capping agents.[54]
Next, we will address the fabrication of suitable nanoparticles as building blocks.
Synthesis of Well-Defined Building Blocks
Gold nanorods possess intrinsic anisotropy in both their geometrical and optical properties.
Thus, nanorods as well as their top-down lithographic equivalents are common building blocks
in metamaterial fabrication, e.g., as in the well-known double-bar setup.[15,18,55] The fabrication
of hierarchical unit cells at high precision requires building blocks of well-defined size and shape
(Figure V.2). High structural integrity is critical for the performance of the final system, because
disorder and polydispersity in size and shape yield additional undesired resonance broaden-
ing. By wet-chemical bottom-up synthesis, a variety of monodisperse building blocks is acces-
sible. In particular, the control over nanoparticle size, shape, and crystallinity allows for tailored
morphological and optical properties.[56,57] The used pentatwinned nanorods were prepared by
seed-mediated growth based on a modified protocol by Pérez-Juste et al.[45,58] combined with a
supplemental purification step employing depletion forces.[59,60]
Figure V.2.: Gold nanorods in solution – nature of electric modes. (a) TEM of the purified gold nanorods with
mean dimensions of 161.0 ± 14.8 nm in 〈length〉 and 30.2 ± 3.7 nm in 〈width〉, respectively. (b) Experimental
(red) and simulated extinction spectra (black). The gold nanorods exhibit three electric plasmon resonances, which
can be attributed to dipolar transversal (TEM, 512 nm), dipolar longitudinal (Ld, 1087 nm) as well as quadrupolar
longitudinal (Lq, 680 nm) modes. The corresponding surface charges of dipolar excitations are shown as insets.
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With this method, pentatwinned gold nanorods can be produced which exhibit higher thick-
nesses and higher aspect ratios compared to the more commonly used single-crystalline gold
nanorods.[61] Additionally, their pentagonal cross section and their flat sides are beneficial for
substrate-supported effects due to the increased interaction areas. However, owing to the use
of twinned seeds only 20% of the resulting nanoparticles are nanorods with the majority be-
ing in form of spherical and 2D by-products. These by-products need to be removed as they
strongly impede with the bottom-up self-assembly of hierarchical unit cells. Consequently, a
supplemental purification step is required to yield narrow distributions. Efficient separation can
be achieved by exploiting depletion forces with additional surfactants acting as depletants, as
published recently.[59,60] Here, the effective physical parameter is the interaction area – and,
thus, the morphology of nanoparticles in solution. To avoid time-consuming screening for an ad-
equate depletant (i.e., surfactant) concentration, we measured a calibration curve which allows
purifying pentatwinned gold nanorods depending on their longitudinal localized surface plasmon
resonance (see Supporting Figure A.V.2). This purification protocol enables almost quanti-
tative removal of spherical by-products and other morphologies. A second purification step is
performed to remove longer and thinner nanorods to selectively tune and enhance the size-
distribution. Figure V.2 shows TEM images (a) and extinction spectra (b) of the synthesized
and purified nanorod sample. The nanorods exhibited mean dimensions of 161.0 ± 14.8 nm
in 〈length〉 and 30.2 ± 3.7 nm in 〈width〉 (for as-synthesized TEM images, UV-vis spectra and
histograms of the size distribution, see Supporting Figure A.V.2). Consequently, the herein
presented 3-step protocol is an ideal means to precisely tailor the aspect ratio of nanorods. The
dipolar electric character of the transversal (TEM) and of the predominant longitudinal plasmon
resonance (Ld) are depicted by their surface charges in Figure V.2 (insets). For successful
template-assisted convective assembly the wetting behavior of nanorods is critical. As shown
recently by our group, surface chemistry providing enhanced wettability can be adjusted by sur-
face functionalization with a hydrophilic protein shell.[21,55] Consequently, concentrated highly
stable solutions of gold nanorods with bovine serum albumin (BSA)[21] as dielectric shells were
obtained for subsequent assembly. In dry state, the BSA layer exhibit a shell thickness below
2 nm as we have shown in previous work. Consequently, these nanoparticles match the require-
ments for reliable template-assisted colloidal self-assembly. In the following, we focus on the
self-assembly of nanorods into array-type structures.
Fabrication of Film-Coupled Nanorod Arrays as Magnetic Unit Cells
Controlled colloidal self-assembly of the nanoscale building blocks into the proposed magnetic
unit cell is an important step toward a macroscopic magnetic metasurface (Figure V.3). Re-
cently, we demonstrated the precise alignment of nanorods into well-defined 1D particle lines by
template-assisted convective self-assembly employing wrinkled elastomeric substrates.[55] In a
first fabrication step, the nanorods are assembled in form of tip-to-tip arrangements within the
periodic structure of the wrinkle. In order to achieve periodic macroscopic alignment in single
particle lines the templates need to be homogeneous on square-centimeter scales. The dimen-
sions of its features are crucial and need to precisely match the nanorod dimensions (i.e., width).
The employed wrinkled templates are fabricated by plasma treatment of a macroscopic uniaxi-
ally stretched polydimethylsiloxane (PDMS) elastomer. The plasma treatment introduces a thin
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oxidized film at the surface. Upon strain release, periodic wrinkles are formed due to mechan-
ical mismatch between the substrate and the thin film.[62] The template periodicity is critical for
controlling the period of the alignment. To avoid any grating effects the periodicity was cho-
sen sufficiently large (see discussion above for more details). Thus, periodicity and amplitude
were tuned to values of 210 nm and 40 nm, respectively.[62] Subsequently, the amplitude was
reduced to 20 nm by additional plasma post-treatment without altering the periodicity to match
the dimensions of the employed gold nanorods.[55] At the same time, the surface is hydrophilized
sufficiently to enable subsequent nanoparticle assembly from aqueous solution (see plasma
post-treatment calibration in the Supporting Figure A.V.3).
Figure V.3.: Macroscopic template-assisted self-assembly exploiting mechanical instabilities as templates.
(a) Schematic template-assisted self-assembly process by dip coating of wrinkled templates from a highly concen-
trated gold nanorod solution. (b) AFM image of the self-assembled array of gold nanorods in the wrinkle template.
(c) Schematic transfer process using wet-contact printing and subsequent lift-off of the emptied template. (d) SEM
image of assembled structures transferred to a smooth gold film and photographs of the macroscopic substrate in
reflection and transmission (upper and lower inset, respectively).
Nanorod assembly into single particle lines was achieved by dip coating. The unidirectional
laminar flow promotes the orientation of the anisotropic particles along the major (long) axis.
Figure V.3a displays schematically the self-assembly process. Macroscopic templates are
withdrawn from a highly concentrated nanoparticle solution (2 mg/mL). During withdrawal, the
nanorods are aligned into the channels by capillary forces within the confined meniscus (see
Figure V.3b). Due to the confinement of the wrinkle structure, we are able to align the building
blocks for a further transfer step.
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In a second fabrication step, we use the wet-contact print method to transfer the pre-aligned
anisotropic nanorods onto the gold film. The building blocks were transferred to a hydrophilized
gold film while maintaining their orientational order. Utilizing template stripping a surface rough-
ness of the gold film below 1 nm was achieved. Consequently, a uniform contact between
nanorods and supporting gold film is provided. Quantitative transfer can be achieved apply-
ing wet-transfer printing of the prefilled templates and subsequent lift-off of the emptied template
as schematically depicted in Figure V.3c. Contrary to the transfer to other surface materials,[55]
an additional adhesion promoter is not required. The combination of van der Waals interac-
tions between gold nanoparticle and gold film and gold-selective binding groups of the protein
shell (e.g., amine, thiol) is sufficient to guarantee a complete transfer. Thus, sufficient parti-
cle–substrate spacing is given solely by the thickness of the dried shell of the stabilizing agent
at the nanorod surface. The successful transfer covers an area of 5 mm × 5 mm as evidenced
by SEM micrographs and macroscopic photographs (see Figure V.3d).
Figure V.4.: Statistical evaluation of the assembly. (a) Schematic depiction of the evaluated angle of deviation
and gap size. The evaluation of over 360 individual nanorods reveals a standard deviation of the angle of 2.69°,
resulting in a 2D-order parameter of 0.987. The mean gap size in line is 15.6 ± 5.8 nm. Histogram plots of the angle
of deviation (b) and gap size (c).
The quality of the assembled structures was evaluated by statistical analysis of the position and
orientation of particles in high magnification SEM images (360 individual nanorods, Figure V.4).
The tip-to-tip particle spacing was determined to be 15.6 ± 5.8 nm within the lines and 209
± 6 nm between neighboring lines, in-line with the template periodicity. The high structural
precision of the assembly was evidenced by the averaged deviation Θ to the principle alignment
direction 〈σΘ〉 of only 2.69° corresponding to a 2D-order parameter 〈S2D〉 of 0.99 (〈S2D〉 =
〈2cos2 [Θ− 1]〉). This large-yield and scalable method enabled us to fabricate a metasurface
array of film-coupled nanorods on the macroscale. The following section will elucidate its optical
characteristics.
Optical Characterization of Film-Coupled Nanorod Arrays
The optical properties of the macroscopic assemblies were investigated by conventional far-field
UV-vis-NIR measurements. Since the magnetic resonance is dominated by absorption, spec-
trometry was performed in transmission geometry.[63] In order to allow spectroscopy in trans-
mission, the thickness of the gold film was set to 34 nm (Figure V.3d, insets). In the visible
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wavelength range, the magnetic mode is excited only if the polarized light is in plane with the
cross section of the nanorod (transversal mode). Experimentally, this excitation was performed
on a spot size of 4 mm × 4 mm by polarized spectroscopy measurements. Figure V.5 shows
the extinction spectrum normalized against the bare gold film.
Figure V.5.: Macroscopic magnetic metasurface. (a) SEM image of the template-assisted self-assembled array
of film-coupled nanorods. (b) Simulated magnetic (|H|2/|H0|2, colored scale range from 1 to 4) and electric field
intensity (|E|2/|E0|2, colored scale range from 1 to 100) of the unit cell. (c) Experimentally observed UV-vis-NIR
(red) and modeled (blue) extinction spectrum of the metasurface. Upon increment of the relative humidity (RH), the
mode shifts to higher wavelengths (red 50% RH, blue 75% RH, green 85% RH). Modeled transversal extinction
spectrum of an isolated nanorod (black, not to scale). (d) Modeled extinction spectra of the magnetic mode at
various particle-to-film distances (0.9 nm to 1.3 nm) and averaged result.
Experimentally we observe the clear spectral signature of a magnetic mode (MM) with its peak
intensity at 675 nm and point of inflexion at 721 nm (Figure V.5c). In addition, the quadrupolar-
mirrored mode at 556 nm is present. The experimental observation is in excellent agreement
with the modeling results of a film-coupled nanorod array (blue). The extinction cross section of
an isolated nanorod in air (transversal excitation, black) indicates the position of the initial electric
mode (EM). From the position of the magnetic mode (MM), a mean particle-to-film distance of
1.1 nm was extracted. This distance is still above the quantum tunneling limit of 0.4 nm.[52] The
small deviation between experiment and modeling can be attributed to the high sensitivity toward
particle-to-film distances. This influence is determined in Figure V.5d for various distance with
0.9 nm to 1.3 nm. This further emphasizes the high sensitivity of the mode for environmental
variations. Consequently, macroscopic magnetic substrates may be tuned over the entire visible
spectrum. In order to proof the high sensitivity of the magnetic mode, we changed the relative
humidity around the sample. As shown in Figure V.5c, the magnetic mode shifts toward higher
wavelengths, since the incorporation of water molecules results in an increased permittivity of
the dielectric shell. A relative humidity change results in a sensitivity to humidity changes of
1.13 nm /% RH. Remarkably, this plasmonic shift directly correlates to the protein conformational
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changes of the BSA monolayer between the particle and the gold film. The conformational
changes are only triggered by the humidity changes and could be possibly exploited to track
other external or biological stimuli of proteins.
Effective Magnetic Properties of the Metasurface
To quantify the magnitude of the magnetic response of the metasurface, we modeled the effective
optical properties using the S-parameter retrieval method established by D.R. Smith et al.[64]
This method is in close analogy to the inductor-capacitor (LC) model (see equation V.1 and
Figure V.6a). For this purpose, the anisotropic optical response must be calculated in forward
and backward direction (S-parameters). The model was build based on the identical parameters
(i.e., nanorod dimensions, shell and film thickness, particle-to-film distance) as described above.
Figure V.6.: Effective magnetic properties of film-coupled nanorods. (a) Schematic representation of the S-
parameter retrieval method and the inductor-capacitor (LC) model. The unit cell is treated as an effective media,
since only the S-parameters are evaluated in forward and backward direction. (b) Calculated magnetic permeability
for the film-coupled nanorod revealing the presence of a magnetic resonance and related magnetic field (inset).
Before we can understand the effective magnetic permeability of the unit cell, we will discuss the
optical properties of the following building blocks: (I) gold nanorod monomer and (II) the bare
gold film (Supporting Figure A.V.4). These steps are important to proof the stability of the S-
parameter method in this frequency range. (I) The calculated effective electric permittivity of the
bare gold film (40 nm thickness) agrees well with literature values (see methods part). (II) The
optical properties of the individual gold nanorod monomer are of particular interest for colloidal
optical metamaterial design, because the bulk real part of the permittivity of gold is always neg-
ative. Once the metallic particle is surrounded by dielectric, the real part of the permittivity turns
positive, which is in well agreement with observation described in literature.[65] Adding a film to
the nanorod will result in clear response in the complex magnetic permeability (Figure V.6b).
The imaginary part of the permeability reveals the energetic location of the magnetic resonance
through its characteristic peak at the point of inflexion of the extinction, whereas the real part
shows the typical slope at the same energy. This relation is defined generally as Kramers-
Kronig relation, which indicates the relation between absorption and dispersion, respectively. At
the same energy, also an electric response was observed in the permittivity (Supporting Fig-
ure A.V.4). Consequently, the observed resonances show a mode characteristic for an electric
and a magnetic resonance. This is not surprising due to the strong electromagnetic coupling of
the plasmonic particle to the metallic film. We want to advice that the retrieved values below the
interband gap of gold (< 515 nm) should be taken with caution. In this short wavelength regime
the permittivity is in the non-radiative limit for a surface plasmon resonance, which renders the
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response of the particle to a highly damped mode.[66] However, the signature of the magnetic
mode is clearly revealed by the magnetic permeability. Consequently, the herein fabricated sys-
tem represents a magnetic metasurface, which is capable to tune the effective permeability by
the induction of a magnetic moment.
Conclusion
Within this study, we developed a scalable colloidal self-assembly approach toward magnetic
metasurfaces using anisotropic metal nanoparticles coupled to a supporting noble metal film.
The assembly was based on a rational design strategy, which used the short axis for magnetic
mode excitation and the long axis for the template-assisted self-assembly process. In particular,
our approach utilizes mirror charges induced by the gold nanorods into the gold film to excite
a magnetic resonance. With this approach, we were able to identify a suitable unit cell geome-
try: (I) anisotropic building block with flat faces to ensure a large contact area to the supporting
substrate; (II) suitable spacer material for well-defined nanoscale particle-to-film distance and
(III) sufficient line-to-line spacing to neglect grating effects. The building blocks are assembled
through a template-assisted colloidal self-assembly technique resulting in well-defined orienta-
tion and scalability. Applying nanoparticles with a thin homogeneous dielectric shell enabled us
to realize a mean coupling distance of 1.1 nm. The 2D-order parameter was determined to be
close to unity (0.99) clearly proofing the high potential of the employed convective self-assembly
technique. Conventional UV-vis-NIR spectroscopy in close agreement with electromagnetic sim-
ulations was used to reveal the signature of the optical properties of the fabricated magnetic
metasurface. The main target optical feature, the magnetic resonance, was identified at a wave-
length of 721 nm. Retrieval of the effective optical properties (S-parameter method) clearly
identified its presence and magnetic mode in absorption as well as dispersion. Achieving optical
metasurface features on macroscopic areas requires assembly concepts that are robust in the
sense that local variations are suppressed or can be tolerated. In the present study, we achieve
robustness in several ways: First, the use of nanorods allows for control over orientational order
by exploiting their intrinsic anisotropy (anisotropy in geometrical and optical properties), which
is demonstrated by the high 2D-order parameter. In addition, line spacing (structure periodic-
ity) much larger than the relevant particle length scale (in this case the particle width) grants
robustness by suppressing undesired coupling between lines. Finally, the use of a defined
nanoparticle coating as a spacer layer results in uniform particle-to-film distance. In terms of
functionality, these aspects allow for extension of this concept to a functional magnetic metasur-
face. In particular, the high sensitivity of the film-coupled concept (sharp drop of the magnetic
resonance) makes it interesting for sensing applications. To extend the functionality, for example,
stimulus responsive polymers could be used as spacer layers and thus translate configurational
changes into an optically detectable response. As a proof of concept we were able to track the
conformational changes of the protein monolayer around the particles toward changes of the
relative humidity of the environment. Thus, the proposed approach can be generalized toward
the colloidal fabrication of functional optical metasurfaces on macroscopic area.
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Methods
Materials. Ammonia hydroxide solution (NH3, 25%), ascorbic acid (AscH2, C6H8O6, >99%),
benzyldimethylhexadecylammonium chloride (BdaC), bovine serum albumin (BSA, 98%), hydro-
gen peroxide (H2O2, 30%), hydrogen tetrachloroaurate (HAuCl4, >99.9%) and sodium borohy-
dride (NaBH4, 99%) were purchased from Sigma Aldrich. 1 M sodium hydroxide (NaOH) solu-
tions and trisodium citrate (Na3C6H5O7, >99%) were supplied by Grüssing. Hexadecyltrimethy-
lammonium bromide (CtaB, 99%) was received from Merck KGaA. Hexadecyltrimethylammo-
nium chloride (CtaC, 99%) was supplied by Molekula. Sylgard 184 PDMS elastomer kit was
purchased from Dow Corning. NOA81 UV Curing Optical Adhesive was supplied by Norland
Products. Gold films were evaporated on RCA-SC1 cleaned silicon wafers. All chemicals and
solvents were used as received. MilliQ-grade water (18.2 MΩcm, pH 8) was used as solvent in
all preparations.
Pentatwinned Gold Nanorod Synthesis. The pentatwinned gold nanorod synthesis proto-
col was adopted from Pérez-Juste et al. with some recently published optimizations.[45,58] 3.5 nm
sized citrate-capped gold seeds: Briefly, 20 mL of a 0.125 mM HAuCl4, 0.25 mM trisodium cit-
rate aqueous solution was prepared and stirred for 10 min at room temperature. Next, 600 µL
of a freshly prepared 0.1 M NaBH4 solution was added quickly under vigorous stirring. After 2
min, the stirring rate was reduced and the seeds were aged for 40 min under slow stirring at
room temperature. To ensure complete removal of excessive NaBH4, the solution was stirred at
40–45 °C for another 10 min. 5.5 nm-sized CtaB-capped gold seeds: 8 mL of a growth solution
consisting of 40 mM CtaB and 0.125 mM HAuCl4 was prepared. The Au(III) was reduced to Au(I)
utilizing 20 µL of a 0.1 M AscH2 solution (f.c. 0.25 mM). Then, 1333 µL of the citrate-capped
gold seeds were added quickly and the solution was mixed 30 s by Vortex-Finger treatment thor-
oughly. The 5.5 nm-sized CtaB-capped gold seeds were aged for 3 h at 23 °C prior the final
overgrowth step. Pentatwinned gold nanorod growth: 4 L of a growth solution containing 8 mM
CtaB and 0.125 mM HAuCl4 was prepared. The solution was thermostated at 20 °C for at least
30 min. Next, 12.5 mL of a 0.1 M AscH2 solution (f.c. 0.313 mM) was added and gently stirred
leading to a clearance of the solution within minutes. Finally, 6.67 mL of 5.5 nm-sized CtaB-
capped seeds were added quickly and mixed thoroughly. For the nanorod growth, the solution
was thermostated at 20 °C overnight.
Nanorod Purification. Nanorod purification was carried out analogous to the purification
protocol by Scarabelli et al.[60] For pentatwinned gold nanorods of an averaged length and width
of about 160 nm and 30 nm, respectively, the final surfactant (CtaC) concentration, determined by
the calibration curve in Supporting Figure A.V.2, was set to 70 mM with a 25 wt% CtaC solution
leading to selective flocculation and sedimentation overnight. The supernatant was discarded
and the sediment containing the nanorods was redispersed in 12 mL of a 10 mM BdaC solution
for the next purification step. The longer gold nanorods were slowly sedimented in a 10 mM
BdaC solution in the course of 5 days. The targeted gold nanorods in the supernatant were
collected and the longer nanorods in the precipitate discarded.
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Ligand Exchange and Functionalization. For functionalization with BSA, the BdaC con-
centration of 6 mL of a pentatwinned gold nanorod solution was set to 0.5 mM (correlates to
the critical micelle concentration CMC of BdaC) by repeated centrifugation at 1400 rcf for 30
min. Directly before functionalization, the surfactant concentration was reduced below the CMC
to 0.25 mM by dilution. The nanorod solution was added quickly to a 30 mL BSA solution (pH
8, 10 mg/mL) containing 0.02 wt% trisodium citrate under sonication. After 20 min sonication,
the solution was centrifuged at 1500 rcf for 45 min and the concentrated nanorods were redis-
persed in one drop of NaOH solution at a pH 11 and diluted with 30 mL BSA solution (pH 10,
1 mg/mL) containing 0.02 wt% trisodium citrate. Finally, after incubation overnight at 4 °C, the
BSA-functionalized gold nanorods were washed 3 times at 1500 rcf for 45 min with NaOH solu-
tion at a pH value of 10.5 to remove excess protein. Subsequently the solution was concentrated
to a gold concentration of 2 mg/mL.
Wrinkle Preparation as Templates. Wrinkled templates with a wavelength and amplitude
of approximately 210 nm and 30 nm, respectively, were produced as described elsewhere.[55]
Briefly, PDMS was prepared by casting 25 g of the mixture of cross-linker and pre-polymer (1:5
w/w) in a balanced polystyrene dish (10 cm × 10 cm). First, the PDMS was pre-cross-linked at
room temperature for 24 h and afterwards cross-linked at 80 °C for 4 h. The final PDMS was
cut into 1 cm × 4.5 cm stripes and individually stretched above the critical strain in a home-built
stretching apparatus. Next, the stripes were plasma-treated for 1200 s in an oxygen atmosphere
at 0.6–1.2 mbar and relaxed slowly after cooling to room temperature inducing wrinkle formation.
The wrinkled PDMS substrates were cut into 1 cm × 0.7 cm templates. To adjust the amplitude
to the desired value of 15–20 nm the substrate was post-treated with oxygen plasma at 0.6 mbar
with a power of 100 W for 540 s (see calibration curve in Supporting Figure A.V.3). Finally,
the templates were covalently fixed on plasma-activated glass stripes (6 mm × 76 mm) with the
wrinkles oriented parallel to the long axis of the glass slides, which later act as fixture for the
subsequent assembly process by dip-coating.
Substrates. Smooth gold film substrates were produced by template stripping. Therefore,
a 34.19 ± 0.02 nm thick gold film was evaporated on a RCA SC-1 cleaned silicon wafer without
adhesive agent. Afterwards, 1.5 cm × 1.5 cm glass slides were placed with 3 µL of NOA81 UV
Curing Optical Adhesive and cured with an approximated energy exposure of 2 J/cm2 from a
hand-held UV light source followed by 12 h final curing at 50 °C. Finally, the glass slides were
carefully stripped using a scalpel with the smooth gold film on top. The resulting gold films
exhibited a root-mean-square roughness (RMS) of 0.38 nm and were spectral transparent within
an optical window between 400 nm and 750 nm.
Convective Self-Assembly and Transfer. Template-assisted convective self-assembly of
gold nanorods was performed by dip-coating as published recently by Tebbe et al.[55] Therefore,
the wrinkled templates fixed on the glass stripe were clamped into the dip coater and moved into
1 cm × 1 cm glass cuvettes, which act as container. Afterwards, 600 µL of the gold nanorod
solution (2 mg/mL, pH 10.5, BSA-stabilized) was poured slowly into the container. Assembly
is performed by withdrawing of the template with a commercially available dip coater (DC/D/LM
130 V. Coupled Particle Assemblies
system, KSV Instruments, Germany) at a speed of 10 µm/min. Transfer to the gold substrate was
adopted from Hanske et al.[21] Briefly, the gold substrate was hydrophilized with oxygen plasma
for 7 min (0.2 mbar, 100 Ws). The resulting hydrophilic gold substrate was wetted with 6 µL of a
pH 10.5 NaOH solution and the nanorod-filled template was pressed with a pressure of 140 kPa
on the substrate. After 5 h, the water was dried and the template was carefully lifted off.
Modeling and Numerical Simulation. A commercial-grade simulator from Lumerical Solu-
tions, Inc. (FDTD Solutions, Version 8.11.442 on Linux x86_64) based on the finite-difference
time-domain (FDTD) method was used to perform the calculations. The pentatwinned gold
nanorods were modeled with a pentagonal cross section in water (constant index of refraction
of 1.333) and a rounded cap to represent their true structure. Nanorod dimensions were set
according to TEM analysis (see size distributions in Supporting Figure A.V.2D–E, 161 nm ×
30 nm) and the rods are covered with a homogeneous 3 nm layer of BSA with a fixed index of
refraction of 1.48. The edge rounding and tip length were rendered to agree with experimental
UV-vis-NIR measurements of the purified nanorod solutions (10% and 11 nm, respectively). As-
semblies were modeled with optimized gold nanorods on a gold substrate in air (constant index
of refraction of 1). To emulate the dried state on the gold substrate, the thickness of the BSA
layer was reduced to 1.5 nm. Considering the smoothness of the gold substrate and the good
agreement with the experiment, the optical roughness of the film was neglected. On the basis
of the experimental data of Johnson and Christy an approximating polynomial function for the
optical constants of gold is used by the FDTD software (6 coefficients, 1 imaginary weight: 0.241
RMS error).[67] Zero-conformal-variant mesh refinement with a mesh size of 0.5 nm was used for
best representation of the rounded structure in the cavity the mesh size was reduced to 0.1 nm.
All simulations reached the automatic shut-off level of 10−6 before reaching 300 fs of simulation
time. The simulation space was restricted by perfectly matched layers for isolated nanorods as
boundary conditions and by periodic boundaries for the unit cell setup. The fields were normal-
ized against the unit cell without the nanorod but with the gold film as reference. Therefore, the
presented data include only the contribution of the nanorod whereas the contribution of the gold
film serves as background. To calculate the effective optical properties of film-coupled nanorods,
S-parameter extraction analysis from Lumerical Solutions Inc. was used. To retrieve the optical
constants for the inhomogeneous asymmetric structure, we calculated the S11 and S22 param-
eters by simulating in forward and backward source direction at an automatic shut-off level of
10−7, respectively.
Characterization.
Optical characterization of the solutions was performed in a 1 mm pathway cuvette without
dilution at a Cary 5000 spectrometer (Agilent, USA) using the Cary Universal Measurement
Accessory (UMA), which allowed to measure aqueous nanoparticle solutions in the range from
200 nm to 1850 nm. The gold substrates were measured in transmission geometry on the Cary
5000 spectrometer (Agilent, USA) with an attached Cary Universal Measurement Accessory
(UMA) at a spot size of 4 mm× 4 mm with linearly polarized light. The background was recorded
on the same substrate prior transfer of the gold nanorods. The spot size was fixed to the same
value for UV-vis and NIR detectors resulting in a slit width of 1 nm and 4 nm, respectively.
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The gold substrate was characterized by variable-angle spectroscopic ellipsometry at inci-
dent angles from 45°to 85°in 5°steps in a wavelength range from 193 nm to 1690 nm using a
RC2 (J.A. Woollam Co., USA) and fitted with CompleteEASE software package. AFM measure-
ments of all substrates (wrinkled templates, gold films, assemblies in the wrinkled templates and
nanorods transferred to the gold films) were performed with a Nanoscope Dimension V (Bruker,
USA), operated in Tapping ModeTM. Al-coated silicon cantilevers (OTESPA, Bruker) with a stiff-
ness of typically 35–47.2 N/m and typical resonance frequencies of 300 kHz were utilized.
TEM measurements of the gold nanoparticles at all relevant stages of the synthesis were
performed on a Zeiss 922 OMEGA EFTEM at a voltage of 120 kV. Zero-loss filtered images
were recorded using a bottom mounted Ultrascan 1000 (Gatan) CCD camera system. Gatan
Digital Micrograph 3.9 for GMS 1.4 software was used for image acquisition. TEM samples were
concentrated and the surfactant concentration (if present) was set to the corresponding critical
micelle concentration. Droplets of 5 µL were dried on Quantifoil 300 mesh copper grid with
carbon films placed on a hydrophobic film to trap the droplet during drying. For the determination
of the mean particle dimensions 250 particles / sample were measured. SEM Measurements
were recorded on a LEO 1530 FE-SEM (Zeiss, Germany) with in-lens and SE2 detectors using
an acceleration voltage of 2–3 kV.
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Abstract. Chains of metallic nanoparticles sustain strongly confined surface plasmons with
relatively low dielectric losses. To exploit these properties in applications, such as waveguides,
the fabrication of long chains of low disorder and a thorough understanding of the plasmon
mode properties, such as dispersion relations, are indispensable. Here, wrinkled templates are
used for directed self-assembly to assemble chains of gold nanoparticles. With this up-scalable
method, chain lengths from two particles (140 nm) to 20 particles (1500 nm) and beyond can
be fabricated. Electron energy-loss spectroscopy supported by boundary element simulations,
finite-difference time-domain, and a simplified dipole coupling model reveal the evolution of a
band of plasmonic waveguide modes from degenerated single-particle modes in detail. In strik-
ing difference from plasmonic rod-like structures, the plasmon band is confined in excitation
energy, which allows light manipulations below the diffraction limit. The non-degenerated sur-
face plasmon modes show suppressed radiative losses for efficient energy propagation over a
distance of 1500 nm.
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Localized surface plasmon resonances (LSPR) are self-sustaining resonances appearing when
delocalized conduction band electrons of a metal are confined within a nanoparticle.[1,2] Plas-
monic resonances are characterized by strong and localized electromagnetic field enhance-
ment, which is strongly sensitive to the geometry and composition of the nanoparticle and
the environment.[3] This makes them attractive for a wide range of applications, in which sub-
wavelength control of electromagnetic fields from the infrared to ultraviolet range is crucial.[4] In
particular, long metallic nanoparticle chains have been proposed for plasmonic waveguiding,[5]
i.e., photonic transport confined to the sub-micron and hence, sub-wavelength length scale,
which is difficult to realize with optical devices.[6,7] In this length scale, plasmonic waveguides
open up new strategies for signal transport due to their strong confinement and the high signal
speed. It has been predicted through analytical and numerical studies, that regular nanoparticle
chains support plasmon modes with distinct dispersion relations and hence, signal transmis-
sion velocities depending on the geometric parameters of the chain.[8] More recently, geometric
modifications of the monopartite chain prototype, such as bipartite chains or zig-zag chains, are
predicted to feature more complicated band structures including plasmonic band gaps as well as
topological edge states.[9]
For the realization of such waveguides and the experimental proof of the predicted effects, how-
ever, energy dissipation in the metal and precise positional control of the metallic nanoparticles
are still bottle necks. In particular, the intrinsic losses of the employed metals limit the over-
all performance of plasmonic waveguides.[10] However, smart assembly, resulting in finely-tuned
particle coupling, can further lower the dissipation. For example, Liedl et al. recently showed low-
dissipative and ultrafast energy propagation at a bimetallic chain with three 40 nm particles.[11]
Various colloidal techniques, such as DNA origami[12] or self-assembly by chemical linkers,[13]
are available to assemble noble metal nanoparticles into chains. In principle, infinitely long par-
ticle chains can be fabricated with these techniques, however, trade-offs in particle spacing,
particle size or linear geometry must be accepted. In recent years, masks have been used
for colloidal self-assembly to overcome the size limitation, which results into long-range energy
transfer even around a micrometer-sized corner.[14] It has been shown, that above a rather unde-
fined chain length, the so-called infinite chain limit, the longitudinal plasmonic modes converge
to a non-zero asymptotic energy.[15,16] Consequently, the plasmonic response above this lengths
differs from shorter chains because of the discrete nature of the chain and the finite coupling
strength.[17] To make it easier to distinguish between them, chains above the infinite chain limit
are referred to plasmonic polymers, whereas shorter chains are called plasmonic oligomers, in
close analogy to organic polymer synthesis.[8,12]
Although the energy transport is principally improved by dark modes, which suffer significantly
less from radiation losses than the bright ones, it is still a matter of debate, whether those dark
modes are responsible for the transport.[18] Recently, methods for visualizing localized plas-
mons on the nanometer scale have emerged. These methods involve transmission electron
microscopy (TEM) combined with electron energy-loss spectroscopy (EELS) with high energy
resolution, which is now readily available in dedicated monochromated TEM instruments. Exam-
ples of successful application of TEM-EELS methods includes mapping LSPR modes in metallic
nanocubes,[19] nanorods,[20–22] and nanospheres.[23,24]
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In this section, long regular nanoparticle chains are fabricated, which allow for individual probing
of local fields. By comprehensive spatially resolved electron energy loss studies, the plasmonic
response is characterized. Here, we will particularly address the transition from individual sin-
gle particle modes to plasmonic bands in quasi-infinite long chains, which has not been directly
observed previously. Robust excitation of the plasmonic waveguide modes relies on recent de-
velopments in our groups: single crystalline wet-chemical synthesis,[25] and template-assisted
colloidal self-assembly,[26] as well as improved electron energy-loss (EELS) characterization in
the TEM,[27] and electromagnetic modeling.[18]
Figure V.7.: Large-area template-assisted self-assembly of various chain lengths and wet-transfer for spec-
troscopic (EELS) studies. (a) Schematic template-assisted colloidal self-assembly via spin coating, followed by
wet-transfer printing on a TEM grid. (b) A microscope image, (S)TEM images and selective details (3, 6, and
10 particle chains) of the transferred gold particle chains.
Template-assisted colloidal self-assembly (Figure V.7) was used to fabricate colloidal nanopar-
ticle chains (particle diameter of 70 nm) on micrometer scaled carbon coated TEM grids.[26,28,29]
Since high optical quality, reproducibility and narrow size-distributions are crucial parameters,
single crystalline spherical gold nanoparticles (AuNSp) were synthesized by seed-mediated
growth, which comply with these requirements.[30,31] The highly linear assembly of these gold
spheres into wrinkled elastomeric templates results in closely-packed chains with a homoge-
neous sub-2 nm spacing.[26,30] The obtained inter-particle distance relies, in this case, only on
the well-defined thickness of the employed dielectric spacer, i.e., in this case on the protein
shell.[26] The resulting spacing can also be seen in the TEM images in Figure V.7b. The di-
rected self-assembly process followed by wet-contact printing on the target structure (TEM grid)
is outlined in Figure V.7a. Transfer to a TEM grid allows the spectroscopic study of the coherent
plasmonic coupling in chains of different lengths (Figure V.7b), while maintaining the good filling
rate (defined by chains per area) and close-packing of the nanoparticles within chains. In order
to obtain close-packed chains with varying lengths and a slightly reduced density of chains on
the sample, the pH of the colloidal nanoparticle solution was slightly reduced, as described in the
experimental section. Thus, such assemblies mark the perfect test system to study the effects
of various particle lengths with comparable properties in a combinatorial approach.
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Figure V.8.: Theoretical and experimental plasmonic modes of a dimer (a), trimer (b) and pentamer (c).
Schematic descriptions, integrated surface charge images and plots (black line) as well as corresponding dipole
moments for simulated surface charge plots for the most dominant longitudinal modes. Experimental and simulated
EELS maps of longitudinal and transversal modes.
The following investigates the transition from plasmonic monomer to polymer (i.e., beyond the
infinite chain limit) in detail. Figure V.9 shows plasmonic oligomers, consisting of a number of
nanoparticles well-below the infinite chain limit. The plasmonic properties for such short parti-
cle chains with up to five particles have been studied extensively by Mulvaney et al.[24] Electron
energy-loss spectroscopy (EELS) in the TEM is nowadays a common approach to spatially im-
age plasmons. In this method, the energy loss of a focused electron beam upon crossing the
electric field of plasmons (excited by the evanescent field of the very same electron) is spectro-
scopically mapped with a focused electron beam, which at the same time, excites the plasmons.
For short particle chains, several plasmon modes can be observed in the EELS maps and spec-
tra (see also Supporting Figure A.V.8). By directly comparing experimentally observed maps
of energy-loss with the electromagnetic simulations, the nature of the induced coupling interac-
tions can be elucidated. This comparison allows for the identification of the plasmonic modes by
their corresponding surface charges. Starting from a single particle (Supporting Figure A.V.6),
the addition of a second particle (forming a dimer, Figure V.9a) induces hybridization.[32] Hence,
the longitudinal modes split into a symmetric (L2) and antisymmetric (L1) one with higher and
lower energy, respectively, compared to the fundamental (transversal) mode.[15,24] The maps of
energy-loss and the derived surface charges reveal the lower energy antisymmetric mode. The
higher energy L2 mode is not unambiguously detectable, because of its lower interaction with
the electron beam (see below for details) and its larger damping by interband transitions.
By forming a trimer (Figure V.9b), the L1 mode shifts further to lower energies. Additionally the
next order longitudinal L2 mode, with a node in the central particle, can be discerned from the
transversal and L1 mode. The mutual cancellation of induced dipoles generates a net dipole
moment of zero (even numbers of surface charge waves) rendering this L2 mode dark (i.e., non-
radiatively interacting with photons). The higher energetic L3 mode above the transversal mode
is again damped by interband transitions. As the number of particles increases to five particles,
the energetically lowest mode (L1) approaches the infinite chain limit already (see Figure V.9c).
However, the induced longitudinal modes L1 and L2 can still be discerned and the surface charge
waves cover the complete length of the chain.
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Figure V.9.: Definitions of the longitudinal plasmonic modes and their spectroscopic response. Schematic
descriptions of the plasmonic modes along the geometric axis by surface charge (+/-), dipole moment (black line),
net-dipole moment, node and surface charge wave (schematically representing the polarization field of the respec-
tive plasmonic modes) (a). Selected electron energy loss spectra (EELS) for 2 and 12 particles (b). The blue and
red lines show the EELS response averaged over 10–40 pixels, and the black line represents the values averaged
over all spectra of the scanned map.
By exciting such particle chains with an electromagnetic field, e.g., a light wave or the evanes-
cent field of a focused electron beam, collective localized surface plasmons are induced in the
particle chain. The induced electron density oscillation results in a localized dipole moment of the
single particles (defined by surface charges). At large inter-particle distances, these oscillations
do not couple and are energetically degenerate. When the inter-particle distance is decreased
far below the excitation wavelength, the localized dipole moments of the single particles couple,
lifting the degeneracy. By extension, also higher order multipole moments couple, which be-
comes increasingly important at small particle distances. The following shows that the principal
plasmonic behavior of nanoparticle chains can be well-described on the dipolar coupling level. In
particular the dipoles oriented along the chain axis strongly couple coherently leading to a set of
distinguishable longitudinal modes (Figure V.8). Therefore, similar to the electron wave function
in a diatomic molecule, the energetically lowest coherent plasmonic mode in a plasmonic dimer
(L1 at 1.4 eV / 885 nm) is an antisymmetric bonding mode (Figure V.8b). For longer the chains,
several harmonics of the longitudinal mode can be excited (see also Figure V.8a), which are de-
fined by the number of nodes (n). In this context, a node is defined by a zero dipole moment at
a specific chain position and the longitudinal modes (Lm) are indexed by m = n+1.[24] Using this
definition, bright modes (non-zero overall dipole moment) occur at odd m and dark modes (zero
overall dipole moment) at even m, respectively. Figure V.8b exemplarily shows two selected
EEL spectra for chains with 2 and 12 particles. In contrast to rod like structures,[33] the excitation
energy of the L1 mode in long chains converges at low energies, described as the infinite chain
limit.[16] In literature, this limit is typically defined somewhere between 8 and 12 particles (see
also a spectral visualization in Supporting Figure A.V.5).[15,16] In contrast, nanoparticle dipole
moments, perpendicular to the chain axis, couple only weakly, resulting in (almost) degenerate
transversal modes (marked as T at 2.2 eV / 560 nm).
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Figure V.10.: Particle chain length approaching the infinite chain limit. Schematic description, simulated sur-
face charge plots of the lowest-order L1 mode and maps of energy-loss for all resolvable plasmonic modes (a–b;
6 and 8 particles, respectively; experimental results are shown on the left and simulated results on the right; the
intensity of L1 modes was experimentally below the detection limit).
Approaching the infinite chain limit, the intensity of the fundamental longitudinal mode L1 shifts
further to smaller energies and gradually vanishes (Figure V.10). Electromagnetic simulations
reveal that this decrease can be ascribed to an increased damping due to intraband transitions
(see Supporting Figure A.V.10 for respective spectra). Above L2, the L3 mode becomes ob-
servable as identified by the number of nodes (n = 4).
Figure V.11.: Particle chains close to the transition to quasi-infinite chains. Schemes, simulated surface
charge plots (L*), and maps for electron energy loss for all selected plasmonic modes (a–b; 10 and 12 particles,
respectively; experimental left and simulated right; the intensity of L1 modes for 10 particles was experimentally
below the detection limit). For 10 particles (a), the L* mode is shaped in the simulations, but the higher modes (L2
and L3) are still isolated observable—marking thereby the transition from plasmonic oligomer to polymer. Note the
localized increase of field strength around the small kink of the chain in (a) at the ninth particle of the chain.
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Figure V.12.: Particle chains beyond the infinite chain limit. Schemes, simulated surface charge plots (L*) and
maps of energy-loss for all selected plasmonic modes (a–b; 15 and 20 particles, respectively; experimental left and
simulated right).
When increasing the number of particles in a chain beyond the infinite chain limit, it becomes in-
creasingly difficult or even impossible to discern pure Lmmodes (Figure V.11&V.12 for the maps
of 10 and 15 particles), since more and more modes occupy the same spectral region. Indeed,
instead of spectrally well-separated longitudinal modes, distinguished by their node number, a
broad band of surface plasmon modes emerges (denoted by L*). This L* mode is characterized
by two broad nodes close to the edge and a large maximum in between. The impact of the
band formation on the surface charges is summarized in Supporting Figure A.V.9. The longest
studied chain covers a distance of almost 1.5 µm, although there are much longer chains on
the TEM grid (>30 particles) available. However, those particles tend to contain a certain de-
gree of disorder, such as non-colinear alignment, distance variations, etc. These irregularities
increasingly influence the mode formation by giving rise to localization effects, as already visible
in Figure V.11b (see below for a more detailed discussion of this effect).
Figure V.13a summarizes the evolution of the excitation energy upon the transition from plas-
monic oligomers to plasmonic polymers by plotting their peak position as a function of the chain
length j. Significant scattering of the mode energies is observable, which is predominantly due
to slight variations (disorder) of the observed chains. For instance, examining the L1 mode of the
dimer, the latter consists of “kissing” spheres (Figure V.9a). Thus, leading to an enhanced inter-
action and hence, energy shift. The transversal mode is independent from the chain length within
the error of the measurement. This indicates small coupling interactions between transversal
dipoles and hence, the degeneracy of the corresponding single particle oscillations. In contrast,
more and more longitudinal modes, separated in energy, appear with increasing chain length.
Their energy decreases as the number of particles increases, approaching a lower boundary in
the infinite chain limit. Eventually, the longitudinal modes energetically approach each other for
plasmonic polymers, and superimpose (i.e., degenerate) due to their finite lifetimes and hence,
energy widths (Figure V.13b). Consequently, they cannot be discerned anymore (Figure V.12),
forming an effective L* mode. This degenerated L* mode is defined by its characteristic in-phase
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excitation at the chain ends and its characteristic superposition of multiple harmonic longitudinal
modes in the central region. In the simplified sketch in Figure V.13b, the transition from isolated
modes to the superimposed L* mode is visualized by an oscillating wave model.
Figure V.13.: Study the transition from plasmonic oligomers to plasmonic polymers. Experimental (EELS filled
circles) and BEM simulated (hollow squares) energies of the various longitudinal modes as a function of particle
length (a). Dashed lines show the results of the coupled dipole model. Schematic description for the formation of
the merged longitudinal plasmonic modes L* beyond the infinite chain limit (b).
The behavior of long particle chains differs from the reported plasmonic properties of long metal-
lic rods, which support high-order harmonics with well-distinguishable energies.[20,21] To under-
stand the plasmonics of long nanoparticle chains, simple coupled dipole model[8,9] have been
used in the past (see Downing et al.[34] for a more elaborate quantum description). Accordingly,
nanoparticle chains may be approximated by an assembly of discrete individual dipoles Pi for
each sphere (index i). These dipoles weakly couple with their nearest neighbors by dipole-dipole
interaction facilitated by the electric field propagator Gij (see Supporting Section A.V.1 for an









Here, α denotes the (isotropic) single sphere polarizability and Eext the external electric field
associated to, e.g., the electron beam. A plasmonic mode occurs at the poles of (α−1−G)−1
(with G ≡ {Gij}), which can be found by searching the zeros of det(1−α(ω)G(ω)). However,
α(ω)G(ω) is generally non-Hermitian due to retardation and loss (i.e., the complex nature of
α), and α is a non-linear function in the complex plane. Therefore, exact zeros (i.e., exact res-
onances) generally do not exist and maximal responses to external fields occur at the minima
of the determinant in the complex plane ω, i.e., at frequencies with imaginary part account-
ing for the finite lifetime of the plasmon mode. The above model is a simplified version of the
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more general multiple elastic scattering of multipole expansions model (MESME),[35] which has
been previously used to simulate SPR in nanoparticle chains.[36] Indeed, the small inter-particle
distance also leads to significant quadrupole and even higher-order multipole interactions. Es-
pecially, the short distance interaction between nearest neighbors is increased in comparison to
the simple dipole interaction model.
Here, the simple structure of the dipole model is exploited to analytically discuss several aspects
of the long chain limit, not accessible by a full-scale numerical solution of Maxwell equation. First
of all, by evaluating the eigenvalue problem G¯P¯(ω) = aωP(ω) (see Supporting Section A.V.1),
equation V.2 admits analytical solutions for the mode structure in arbitrary chain lengths, if the
interaction to nearest neighbors (i.e. j = i± 1) is restricted, the inverse polarizability in the con-
sidered energy loss regime (i.e. α−1 ≈ aω) is linearized, and a ω-averaged propagator (i.e.,
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with j being the particle index. Inserting the dipole field propagator and employing a polarizability
derived from the dielectric function of gold,[37] the transverse mode is, however, too high in
energy at 2.5 eV and the energy band is too narrow (0.5 eV) compared to the experiment. In
order to obtain the band widths in reasonable agreement with experiment (i.e., approximately
taking higher-order multipole interactions into account), the coupling parameters were adapted
to Gxx ≈ 800 THz (3.3 eV / 375 nm) for the dipole aligned along the chain (see Figure V.13a).
An indirect proof for the existence of higher-order multipole couplings is provided by the full-
scale numerical solution of Maxwell’s equation, which correctly reproduced the band width. The
energy shift can be explained by the interaction with the carbon substrate. The latter acts as a
reflecting half-plane for the electric field of the plasmon mode, introducing a second propagator










Primarily, the reflected partial wave directly acts back on the emitting particle, giving rise to an
additional self-interaction term α(ω)Grefii (ω)Pj(ω). This term leads to a renormalization of the










Numerical calculations using the dielectric function of carbon and the geometry of the gold par-
ticles show that this effect is sufficient to explain the red-shift of approximately 0.2 eV (see also
Ref. [38]). In the full-scale solution of the Maxwell equations, an effective medium approach
was employed to reproduce the red-shift. Considering the various involved approximations, the
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agreement among full-scale simulations, the dipole model, and the experimental results is rather
good (see Figure V.13a). The remaining differences to the experimental observed energies are
ascribed to long-range coupling of the reflected wave (not included in our models) and devia-
tions from the idealized geometry in the experiment, such as fluctuations in distance, shape,
alignment, surface, etc. The latter can be subsumed under disorder effects. While the accurate
description of disorder effects requires elaborate perturbation and renormalization schemes (for
example, see Ref. [39] for a treatment within the self-consistent theory of Anderson localization),
it is has been established that disorder in 1D systems always tends to localize the wave field





depending on the disorder strength
η.[40] Upon close inspection of the investigated long chains, indeed, the localized excitations are
close to geometric perturbations of the chain (e.g., close to the kink in Figure V.11b); however,
a larger sample base would be required to further elaborate this effect.
Next, the infinite chain limit is discussed using the discrete dipole model. The dipole coupling
model describes analytically the formation of a continuous band of longitudinal modes with a dis-
persion relation (wave vector q) ω(q) =ω0− 2Gxx cos (qd) in the infinite chain limit (d denotes
the inter-particle distance). However, due to the finite energy resolution and the finite lifetime (en-
ergy width) of the plasmon modes, only a supposition of harmonics can be excited (L* mode).
Thus, the highest group velocity vmax = [∂ω/∂q]max ≈ 0.4c is reached around q = 2pi/4d, which
corresponds to longitudinal plasmon modes close to the energy of the (non-dispersive) trans-
verse mode. The group velocities decrease toward the longer wavelengths (and therefore lower
excitation energies). Consequently, the group velocity and hence, the transport in the transver-
sal mode is almost zero as the coupling Gyy,zz between the transverse dipoles is very small.
Finally, the analytical expressions for the net dipole moment are px(q) =
1
qd (1− cos(qL)) of the
q-dependent modes (chain length L), which is a measure for the optical coupling strength of
individual modes (e.g., optically dark modes have a net moment zero). Accordingly, dark modes
appear, whenever q = 2pinL and the largest net dipole moment is realized in the long wavelength
limit q→ 0. Furthermore, from the analytical band dispersion, the plasmonic density of states













which also grows toward smaller excitation energies (more generally toward the band edge,
which coincides the band minimum in this case). Consequently, we may conclude that the
optical coupling (≈ p×DOS) is maximal for lower excitation energies, where it is eventually
bounded by increasing losses. Thus, treating more complicated chains (e.g., with multipartite
basis) including beyond-nearest neighbor interactions requires numerical schemes. However,
for periodic arrangements such as the long chain, the use of Bloch’s theorem greatly facilitates
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With caµ (nanoparticle index in unit cell a, cartesian index µ) denoting the excitation coefficients
of the Bloch waves Pa,µ = ca,µ(q,ω)exp(iqxn) and Dbνa,µ a dynamical coupling matrix. This for-
mulation has been recently used to compute topological effects in Su-Schrieffer-Heeger model
chains.[41]
Figure V.14.: Energy-transport properties of plasmonic polymers (consisting of 20 nanoparticles). (a) In-
tegrated electric field along the particle chain in respect to various dipole energies. (b) Corresponding integrated
surface charge images (red-blue color scale) and surface charge waves (black lines).
To highlight the substantial importance of the degenerated L* mode in the plasmonics of linear
particle chains, its impact on energy transport along such chains is briefly studied in the following.
These considerations will also shine light on an important consequence of the non-Hermiticity
(i.e., lossy) nature of the plasmonic system by providing a characteristic length scale for the
coherent coupling of the plasmonic modes. Plasmonic waveguiding is chosen because it is
typically described as one of the most promising applications for linear particle chains.[11,18,42]
Furthermore, the effect is dominated by near-field effects. As it has been suggested earlier,
the previously observed degenerated modes have suppressed radiative losses, which may be
further tuned by higher-multipole-order near field coupling terms (beyond dipole).[8,43–45] Finite-
difference time-domain (FDTD) electromagnetic modeling were employed to quantify the energy
transport properties (Figure V.14). As a simplified waveguiding experiment, a dipole source at
one end of the particle chain is used as source. Figure V.14a visualizes the energy transport
efficiency along the chain for all excitable modes by the integrated electric field (red indicating
within and blue indicating out of the energy band).
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The energetically highest mode (transversal, 2.42 eV, dark blue) exhibits a double exponential
decay resulting in a theoretical damping factor of −1.83 dB / 50 nm. Longitudinal waveguiding
modes above 1.8 eV (i.e., not yet merged with the energy band) perform similar with a fast decay
of the transported energy (blue, for the spectral overlap of the individual longitudinal modes see
Supporting Figure A.V.11b). Contrary, degenerated modes overlapping with the energy band
support efficient waveguiding with damping factors as low as−0.26 dB / 50 nm (for an excitation
energy of 1.59 eV). For very small energies, however, the damping factor increases again. This
behavior is consistent with previous studies[8] and can be explained by an optimal balance of
group velocity (increasing toward higher energies) and radiative losses (decreasing toward high
energies) in the sub-radiant above the super-radiant L1. In comparison to a comparable DNA-
assembled waveguide, which is below the infinite chain limit, the herein observed damping by
factor of 3 lower.[18]
Table V.1.: Plasmonic waveguide properties of different plasmonic modes (transverse mode: 2.42 eV and longitu-
dinal modes: >2.42 eV; the mode size describes the radial drop to e−2) of the integrated E2 along the chain.
Excitation Energy / eV 2.42 2.07 1.89 1.79 1.70 1.59 1.47
Integrated E20 (x0 = 0 nm) 1071 1513 1925 1758 1679 1519 1171
Integrated E2N (xN = 1380 nm) <0.01 <0.01 0.06 28 218 284 114
Damping / dB / 1380 nm −50.41 −56.29 −45.04 −17.96 −8.86 −7.28 −10.10
Damping / dB / 50 nm −1.83 −2.04 −1.63 −0.65 −0.32 −0.26 −0.37
Effective mode energy / eV 8.86 4.43 4.13 2.82 2.58 2.07 1.70
Effective mode size / nm 137 141 145 173 198 229 261
The properties of the supported waveguiding modes as well as the integrated electric fields E2 at
the first and last particle for each mode (necessary to calculate the damping factor) are listed in
Table V.1. The induced surface charge waves (Figure V.14b) propagate with an effective energy
along the particle chain, as visualized by the respective length of the wave package. Finally,
the mode size perpendicular to the particle chains (energy E2 at e−2 of the cross section) is
critical for practical applications in order to avoid cross-talk between neighboring waveguides.
The mode size for degenerated modes is below 300 nm, while for the non-degenerated modes
it is 140 nm. However, in the real system disorder effects produce an additional localization (see
discussion above), which may further increase the damping factor.
In summary, we directly observed the formation of hybridized plasmonic modes on linear
nanoparticle chains as a function of the chain length ranging from one nanoparticle to the in-
finite chain limit. Plasmonic oligomers and polymers have been fabricated by template-assisted
colloidal self-assembly yielding highly ordered chains with low disorder. Electron energy-loss
spectroscopy and theoretical modeling allowed us to characterize the plasmonic mode transition
between short chains (plasmonic oligomers) and long chains (plasmonic polymers). Plasmonic
oligomers show well-separated, non-degenerated longitudinal modes and degenerated trans-
verse modes. Beyond roughly 10 particles a band of longitudinal modes eventually emerges.
This band exhibits a degenerated plasmonic waveguide mode signature with a large dispersion,
which makes it suitable for long distance energy transport in the optimal band region. Theoretical
simulations of the waveguiding performance suggest that the L* mode with a mode wavelength
of 730 nm is able to transport energy with a damping of −0.26 dB / 50 nm at a mode cross sec-
V.2. Plasmon Band Formation and Delocalization in Quasi-Infinite Chains 149
tion size of 260 nm. Our findings pave the way for further exploitation of plasmonic nanoparticle
chains as waveguides and photonic devices. For example, the waveguide mode can be inter-
vened at each contact point by inserting materials such as fluorescent emitters[46] and organic[47]
or smart polymers[48] to further modulate and enhance the radiative properties of the plasmonic
waveguide.[49] Of particular interest is the coupling at end points of the chain, which sustain
particular edge states that may be tuned by complex chain geometries (e.g., bipartite chains).
Furthermore, the presented approach opens up new possibilities to study combinatorically the
plasmonics of multimetallic chains or chains with multiply particle morphologies within one chain.
Methods
Synthesis, template-assisted colloidal self-assembly, and wet-transfer to carbon-coated
TEM grid. Synthesis of single-crystalline spherical gold nanoparticles with a diameter of
70.5 ± 1.2 nm by a three-step seed-mediated growth approach, and template-assisted self-
assembly into wrinkled PDMS templates via spin-coating of protein (BSA) coated particle solu-
tions (12 mg/mL [Au0]) was performed as published elsewhere.[30] The pH of the nanoparticle so-
lution was adjusted to pH 10 in order to produce closely-packed particle lines in non-completely
filled templates.
Transfer of the in the grooves of the template assembled particle chains was performed by wet-
contact-printing. The 3 nm carbon-film coated TEM grid (copper, 300 square meshes) was
incubated in a PEI-solution (1 mg/ml, 1800 g/mol, linear) for 1 h, and subsequently washed with
purified water (Purified water, Milli-Q-grade, 18.2 MΩ cm at 25 °C). For the transfer, a 2 µL
water droplet (pH 10) was placed on the TEM grid, the particle-filled PDMS-stamp was pressed
onto the grid with a constant pressure of 100 kPa and left for drying under environmental control
(23 °C, 55% relative humidity). After drying (4 h), the stamp was carefully removed leaving the
nanoparticle chains on the carbon film of the grid.
STEM EELS characterization. STEM scanning and EELS spectrum-imaging was per-
formed in the probe-corrected Titan3 operating at 300 kV. The microscope was equipped with
a Tridiem energy filter and a Wien monochromator operating in the accelerating mode, which
ensured the energy resolution of 100–120 meV. However, in the real system disorder effects
produce an additional localization (see discussion above), which may further increase the damp-
ing factor.
The spectrum-images were acquired with a beam current 200 pA and dwell time 25 ms. For
each chain of gold particles, 4–7 runs of spectrum-imaging were performed followed by the
summation of the data cubes with accounting for the spatial drift between runs. The obtained
spectra were corrected for the energy instabilities and the zero-loss peak was then removed by
using the reference profile collected in a separate run without any sample object. An example
of spectra treatment is shown in Supporting Figure A.V.7. Finally, the distinct peaks in the
low-loss region of spectra were recognized and their energy positions and magnitude were fitted
using the non-linear least square (NLLS) procedure. The integrated area under each fitted peak
was plotted as a function of the beam position giving rise to maps of the probability for plasmon
excitation, i.e., maps of energy-loss.
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Electromagnetic simulations. Simulations of electron energy loss spectra and mappings
were performed using the Matlab MNPBEM13 toolbox,[50] which is based on the boundary el-
ement method (BEM) by García de Abajo.[51] Each sphere of the chain was approximated by
triangulation (400 vertices per particle). The dimensions and positions of the gold nanospheres
were selected according to the experimental size (70.5 ± 1.2 nm) and spaced with a distance of
1.5 nm. The dielectric properties of gold were taken from Johnson and Christy.[37] An effective
medium of n = 1.2 is selected to emulate the air/substrate interface. The energy of the simulated
electron beam was set to the experimental accelerating voltage of the TEM (300 kV). For each
particle chain several spectra were evaluated in the energy range from 1–3 eV at different (not
overlapping) electron beam positions to ensure excitation of all possible plasmonic modes EELS
mappings were performed at selected energy levels and were simulated by 1.5 nm meshing of
the electron beam. The respective spectra are summarized in Supporting Figure A.V.10.
For energy transfer / waveguiding simulations a commercial-grade simulator based on the
finite-difference time-domain method (FDTD) was used to perform the calculations (Lumerical
Inc., Canada, v8.22).[52] For the broadband and single mode excitation for energy transport, a
dipole source for the specific wavelength range (short pulse length of 3 fs, E = 1–4 eV; λ =
300–1300 nm, see spectra in Supporting Figure A.V.11a) and single wavelength to probe indi-
vidual modes (long pulse length of 18 fs) was used with a distance of 15 nm to the first particle,
respectively. To extract the exact peak positions from the spectra, the internal multipeak-fitting
function of IGOR Pro 7 (WaveMetrics, USA) was used. The mode size of the modes was defined
by integrating of E2 along the particle line and radially defining the 1/e2 decay of the E2 field. For
the FDTD simulations, the same refractive index data, nanoparticle dimension, inter particle dis-
tance, and materials constants were used as in the BEM simulations. Perfectly matched layers
in all principal directions as boundary conditions, zero-conformal-variant mesh refinement and
an isotropic mesh overwrite region of 1 nm were used. All simulations reached the auto shut-off
level of 10−5 before reaching 150 fs of simulation time.
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Starting with one of the first descriptions of plasmonic effects in 1857 by Michael Faraday, the
development and innovation of plasmonics connected with colloidal science. Thus, advances
in the field of plasmonics also rely on the intrinsic properties of colloidal particles. One of the
most tangible examples is a simple spherical gold nanoparticle, whose shape is not accessible
by top-down methods, but results in distinct properties due to its isotropy. Along this line, the
objective of this thesis was to explicitly focus on the intrinsic advantages of colloids and the
resulting plasmonics: The three-dimensionality of colloidal nanoparticles in combination with
their tunable dielectric ligand shell. In this context, my contribution spans this research field by
concentrating on the design of adequate colloidal particles and the fundamental understanding
of the plasmonics of self-assembled structures made from three-dimensional particles. In order
to investigate the plasmonics of coupled particle assemblies, colloidal self-assembly was used
as a versatile tool to fabricate suitable structures with nanometer precision and in dimensions,
which allow for statistically relevant or even combinatorial approaches. Accordingly, this thesis
is divided into two main chapters: design of colloidal building blocks (Chapter IV) and coupled
particle assemblies (Chapter V).
From the plasmonic point of view, silver is the superior material due to its high quality factor and
accessibility of the complete optical range. But the so-far available synthetic protocols typically
result in a broad size and morphology distribution and in general, silver lacks chemical stability.
Chapter IV introduced a general synthetic protocol for silver colloids aiming to comply with the
high required particle quality for colloidal self-assembly and to countervail the intrinsic vulnera-
bility of silver.
In Section IV.1, crystallinity, shape control, and also dispersity in size, has been rigorously im-
proved for the resulting silver nanoparticles by enforcing the concept of controlled living growth
conditions. The synthetic concept was introduced for the example of the controlled silver over-
growth of pentatwinned gold nanorods used as seed cores. The thereby yielded colloidal disper-
sions of nanowires featured a remarkably high quality and low polydispersity.
By establishing a constant silver deposition rate on the tips of pentatwinned gold nanorods,
the lengths of the silver-gold-silver nanowires increased linearly in time with nanometer control.
Therefore, the obtained one-dimensional growth process could be linked with classical polymer-
ization processes, enabling us to generalize the concept.
In general, this concept exploits well-defined gold nanoparticles as seeds for a kinetically and
thermodynamically controlled overgrowth process. As a result, the line width of the plasmonic
modes of the colloidal ensemble is much narrower than for comparable lithographic or colloidal
nanoparticle systems within the same spectral range. The experimental quality factor is in fact
reasonably close to its theoretical limit, and the difference between them is explained by the
experimental finite size distribution.
In the exemplified case of nanowires, the developed protocol provides the possibility to fine-tune
the nanowire length up to the several micrometers. Thus, the obtained colloids represent optical
antennas that posses a large number of plasmonic modes spreading over the entire UV-vis-IR
region. For example for 900 nm long nanowires, distinguishable plasmonic modes up to the
eighth order could be directly detect in the colloidal dispersion. The comprehensive electron
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energy loss spectroscopy investigation demonstrated, that the gold core does not interfere with
the plasmon propagation along the nanowire, whilst its influence is limited to higher energy
modes.
Next, the introduced concept of controlled living silver growth was further generalized to another
morphology in Section IV.2 and extended with the overgrowth of an additional gold shell. Thus,
the developed synthetic pathway successfully combines all benefits of silver and gold in a fully
aqueous system. This was achieved by initially controlling the overall particle distribution and
morphology via an optically masked gold core, and the superior optical properties of silver were
chemically protected with a inert gold layer of sub-skin depth thickness.
Experimentally, the synthetic steps were exemplified for a cubic shape. Its sharp corners and
edges exhibit high plasmonic and morphological sensitivity toward the influence of the gold core,
the gold shell, and the resulting chemical stability.
By using single crystalline gold nanospheres as seeds, the controlled living silver growth re-
sults in silver nanocubes with low polydispersity and remarkably sharp corners. In the next step,
these cubes were coated with a sub-skin depth gold shell aiming to chemically protect the silver.
Since gold overgrowth can result in etching of the silver or in galvanic replacement reactions,
the reaction conditions needed to be precisely balanced. This was achieved by similar reaction
conditions as for the silver overgrowth, but additionally to the kinetic and thermodynamic control,
the reduction potential of the employed gold precursor complex needs to be adjusted. By intro-
ducing a finely-tuned iodide amount in the gold-salt complex, the reduction potential of gold was
sufficiently reduced. Thus, all side or etching reactions could be successfully suppressed re-
sulting in a homogeneous gold layer with a thickness of 1.1 nm, corresponding to approximately
three atom layers of gold. p While optical spectroscopy and electromagnetic simulations could
show the negligible effect of the gold shell on the plasmonic properties, the gold shell proved
full chemical stability in long-term experiments against oxidation in dispersed and dried state.
Furthermore, due to the short-chain ligands in the aqueous media, the noble metal surface is
accessible for chemical functionalization and the gold layer hinders etching of the silver by the
employed ligands. Later on, the concept was successfully transferred to silver nanowires without
the need to alter the protocol.
This wet-chemical synthetic approach opens new possibilities in scalable bottom-up fabrication,
especially integration with plasmonics applications requiring long-term stability. By controlled
living silver growth conditions the control over the size distribution and morphology control were
pushed to a quality complying with the requirements for colloidal self-assembly. Additionally ex-
ploitation of the advantages of silver-based plasmonics boosts the sensitivity, while maintaining
the oxidation resistance and chemical functionality of the fully-accessible gold surface by the
gold coating.
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Plasmonic coupling in colloidal systems differs distinctively from top-down fabricated substrates.
These differences are mainly based on the three-dimensional character of colloids and the ac-
cessibility to much smaller interparticle distances limited only by the dielectric shell. Chapter V
described the plasmonics of coupled particle assemblies with focus on the intrinsic features of
colloidal particles. Template-assisted self-assembly was used as tool to fabricate the presented
systems. Within this chapter, the complexity of the coupling increased gradually from local to
collective effects.
In Section V.1, a macroscopic magnetic metasurface was fabricated by template-assisted col-
loidal self-assembly of gold nanorods supported by a gold mirror. The design concept utilizes
mirror charges induced by the gold nanorods in the gold film with the aim to excite locally the
required magnetic resonance. Due to the low coupling distance of the gold nanorod to the mirror,
the achieved magnetic resonance was detectable in an isolated spectral range and by conven-
tional optical spectroscopy (i.e., UV-vis-NIR). The obtained small coupling distance of this meta-
surface relied on the thin and homogeneous protein shell of the employed pentatwinned gold
nanorods. In combination with their pentagonal cross section, this system exhibited a robust and
reproducible coupling geometry allowing up-scaling to square millimeters sized samples.
In more detail, alignment via wrinkle-assisted self-assembly allowed to macroscopically orient
wet-chemically synthesized gold nanorods with an extraordinary precision. The nanorods could
be quantitatively transferred on a thin, semi-transparent gold film by wet-contact printing. Assem-
bly into linear particle arrays ensured high filling of the substrate, while transversal excitation of
the nanorod avoided cross-talk between neighboring unit cells—thus, efficiently separating the
geometric and the excitation axis. Evaluation of SEM images revealed an average deviation from
the main orientation axis below 2.7°resulting in an averaged two-dimensional order parameter
〈S2D〉 close to unity (0.99).
As proven by conventional UV-vis-NIR spectroscopy matched with electromagnetic simulations,
the assembly technique yielded a low mean coupling distance of 1.1 nm with a standard de-
viation of 0.2 nm. The induced Fano-like signature of the magnetic resonance was identified
at a wavelength of 721 nm. Exemplarily, the line shape of the magnetic mode was exploited
to show its high sensitivity to external stimuli. The hydrophilic nature of the employed protein
shell is capable to change the surrounding dielectric media by swelling upon relative humidity
changes. Consequently, the sensitivity of the magnetic mode can be used to track the effect
of environmental changes to the conformational changes of the protein monolayer around the
particles. Finally, the circulating current oscillation between nanorod and gold film is indeed able
to locally tune the effective magnetic permeability, as shown by electromagnetic simulations for
the magnetic resonance.
Section V.2 focused on the gradual transition from local to collective coupling for linear monopar-
tite chains of plasmonic particles. In striking difference to plasmonic rod-like structures, the in-
duced plasmonic modes approach a certain limit in excitation energy (infinite chain limit), which
allows light manipulation below the diffraction limit. Thus, these chains are promising plasmonic
waveguides because of their strong field confinement and (relatively) low dielectric losses. This
was achieved by exploiting the spherical shape and the thin dielectric shell of the employed par-
ticles, whereby the cross section of the coupling geometry was efficiently reduced to a point and
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the inter-particle distance set to a homogeneous distance of approximately 1.5 nm, respectively.
To be more precise, wrinkle-assisted directed self-assembly was used to create highly ordered
chains of different lengths. Particle chains spanning the range from two particles (140 nm)
up to 20 particles (1500 nm) were fabricated with this method. The plasmonic mode transi-
tion between short chains (plasmonic oligomers) and long chains (plasmonic polymers) was
comprehensively characterized by electron energy-loss spectroscopy and theoretical model-
ing. Plasmonic oligomers revealed non-degenerated plasmonic L-modes, while long particle
chains showed the clear signature of a degenerated plasmonic L* mode. With a simplified dipole
coupling model, the presence and nature of the non-degenerated and degenerated plasmonic
modes for the different chain lengths could be explained. By the degeneracy, the resulting near-
field plasmonics can now be exploited to clearly distinguish between plasmonic oligomers (L-
modes) and plasmonic polymers (L* modes).
The degenerated surface plasmon mode shows suppressed radiative losses for efficient energy
propagation even for over long distances. Thus, all possible plasmonic waveguide modes in a
long nanoparticle chain (1500 nm) were studied, as a proof of concept experiment. Theoretical
simulations of the energy transport performance suggest, that the L* mode with an excitation
wavelength of 730 nm is able to transport energy with a damping of −0.26 dB/50 nm at a mode
size of 260 nm. The potential of the such a colloidal particle chain is that the waveguide can be
intervened at each contact point and thus, functionality and tunability can be introduced.
In summary, this thesis aimed to highlight, emphasize, and especially, elucidate the three-
dimensional properties of colloidal nanoparticles in, and for, colloidal plasmonic systems. The
novel introduced synthesis concept for stable silver nanoparticles with various morphologies po-
tentially will further enhance the plasmonic properties of colloidal systems. The combination
of the high quality factor of silver with the variability of an exchangeable dielectric shell can be
exploited to harvest stronger coupling interactions or to introduce responsiveness.
The fundamental understanding of the near-field effects of plasmonically coupled colloids opens
up new possibilities to rationally introduce colloidal assemblies into various applications. These
applications may include the as aforementioned use in sensing or energy transport topics, but
also smart metasurfaces with emergent properties or smart polarimeters with tunable strong
plasmonic chirality are within reach. Finally, combining the advantages of silver-based plasmon-
ics with coupled plasmonic systems via colloidal self-assembly will further enhance the targeted
plasmonic features and allow to spectrally tune the optics to match respective applications. In
a broader perspective, the obtained deeper comprehension of the near-field properties and in-
troduction of the specially designed building blocks holds great potential to couple the resulting
collective plasmonic systems to non-plasmonic effects.
These could be, for example, photonic systems, materials with active gain, or catalytic metals.
The first example may result in extraordinary quality factors and line widths. The second one in
reduced losses and plasmonic lasing. In the last example, plasmonics could be used to boost
and promote the catalytic activity of other metals and systems. Consequently, several other





The information and figures in the Appendix are published in the Supporting Information of the
underlying publications and are adapted within the respective permissions.
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A.IV Design of Colloidal Building Blocks
1. Controlled Living Silver Growth
Figure A.IV.1.: Evolution of the QF during living nanowire growth. Experimentally (pink diamonds) we observed
an exponential decrease in QF as a function of the dipole mode position. This trend was confirmed by BEM
calculations (blue triangles). Interestingly the theoretical values are only 25% higher and show a similar decay rate,
confirming the low polydispersity of AgAuAgNWs throughout the entire reaction. The black circle is the QF of the
starting PT-AuNRs solution.
Table A.IV.1.: Summary of the TEM analysis relative to Figure IV.3a. It should be noticed that the NWs thickness
increases at early growth stages, but then remains constant throughout all the experiment. The last two samples
(AgEn=3.82 and 8.59) are not shown in Figure IV.3a for clarity.
AgEn Thickness / nm Length / nm AR Ag length per tip / nm Dipole LSPR λMAX / nm
// 34 ± 1 210 ± 10 6.1 ± 0.4 // 1192
0.24 38 ± 1 220 ± 10 5.7 ± 0.5 3 ± 1 1170
0.36 38 ± 1 230 ± 10 6.0 ± 0.4 7 ± 2 1210
0.48 38 ± 1 240 ± 10 6.3 ± 0.5 17 ± 4 1281
0.60 38 ± 1 250 ± 20 6.7 ± 0.5 24 ± 4 1335
0.72 38 ± 1 270 ± 20 7.1 ± 0.5 33 ± 6 1405
0.84 39 ± 2 280 ± 20 7.3 ± 0.7 39 ± 8 1462
0.96 37 ± 2 300 ± 20 8.1 ± 0.7 50 ± 10 1514
1.20 38 ± 1 340 ± 20 8.9 ± 0.5 61 ± 9 1628
1.44 37 ± 2 360 ± 30 9.7 ± 0.9 75 ± 9 1736
1.92 38 ± 2 420 ± 30 11 ± 1 100 ± 10 1956
2.40 37 ± 2 470 ± 40 13 ± 2 130 ± 20 2170
5.76 38 ± 2 820 ± 90 21 ± 3 300 ± 40 //a
11.52 39 ± 3 1500 ± 200 39 ± 7 660 ± 90 //a
aThe dipole resonance was red-shifted beyond the detection limit of the instrument
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Figure A.IV.2.: Statistical length evaluation of TEM images. Total length distribution histograms of the 8 samples
discussed in Figure IV.3A. The colors are the same as in Figure IV.3a. Histograms were obtained by measuring
150 NRs for each sample.
Figure A.IV.3.: Increase in plasmon FWHM due to the finite size distribution of the NWs. We compare the
following two quantities: (1) difference of FWHM in experiment minus theory (red circles); (2) estimate of increase in
FWHM extracted from the standard deviation of NW lengths observed in TEM images, multiplied by the derivative of
the plasmon energy with respect to NW length (blue triangles). We only show results for the lowest-order plasmon
mode. This figure confirms that the observed (moderate) increase in FWHM of experiment compared with theory is
fully attributable to the finite distribution of NW lengths.
Figure A.IV.4.: AgCl particles observed upon drying when a higher addition rate was used for NW synthesis.
The formation of these particles is likely due to accumulation of AgCl in the growth solution
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Table A.IV.2.: Summary of TEM analysis of NWs obtained using a higher addition rate (see Figure IV.3c). The
selective deposition of silver is less efficient, as seen from a double increment of NWs thickness compared to living
growth conditions (see Table A.IV.1).
AgEn Thickness / nm Length / nm AR Ag length per tip / nm Dipole LSPR λMAX / nm
// 33 ± 1 182 ± 10 5.4 ± 0.3 // 1078
0.36 37 ± 2 193 ± 9 5.3 ± 0.4 5.1 ± 0.4 1061
0.73 38 ± 1 201 ± 11 5.3 ± 0.4 9.1 ± 0.7 1076
1.46 38 ± 2 208 ± 19 5.4 ± 0.6 13.0 ± 0.7 1143
1.84 39 ± 1 228 ± 12 5.8 ± 0.4 23 ± 2 1187
2.58 39 ± 2 266 ± 22 6.8 ± 0.6 42 ± 4 1288
3.33 40 ± 1 300 ± 19 7.6 ± 0.6 59 ± 4 1364
4.08 40 ± 1 313 ± 28 7.8 ± 0.9 65 ± 7 1468
4.84 39 ± 1 313 ± 23 8.1 ± 0.7 65 ± 6 1567
5.60 39 ± 2 362 ± 26 9.3 ± 0.9 90 ± 9 1685
6.54 39 ± 1 406 ± 23 10.5 ± 0.7 112 ± 7 1850
7.49 39 ± 1 451 ± 31 12 ± 1 134 ± 12 2036
8.26 39 ± 2 489 ± 28 13 ± 1.2 153 ± 14 2232
8.74 41 ± 2 898 ± 57 22 ± 2 358 ± 30 //a
Figure A.IV.5.: TEM images of AgAuAg NWs after 7 days of growth (AgEn=40.32). The average dimensions
are: 3.4 ± 0.6 µm in length, 37 ± 2 nm in thickness, corresponding to an average Ag length per tip of 1.6 ± 0.2 µ,
and an aspect ratio of 90 ± 10.
Figure A.IV.6.: Experimental EELS spectra (black) and calculated spectra, in the presence (red) and absence
(blue) of the gold core. The Experimental spectra were background corrected to eliminate the zero-loss peak. (A)
AgEn=0.5. (B) AgEn=5.3.
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Figure A.IV.7.: Experimental and calculated EELS data as a function of energy for the sample with AgEn=0.5
Figure A.IV.8.: Experimental and calculated EELS data as a function of energy for the sample with AgEn=5.3
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Figure A.IV.9.: Comparison between Experiment and monometallic and bimetallic NWs. (A) calculated (BEM)
extinction spectra of AgAuAg (solid curves) and pure Au (dashed curves) NWs with dimensions corresponding to
the experimental ones (same color code used for Figure IV.3). (B–D) Comparison between pure Au (red circles),
pure Ag (green diamonds) and bimetallic AgAuAg NWs (blue triangles) for: dipolar peak position (B), extinction
cross section (C) and FWHM (D).
Table A.IV.3.: Effective addition rates used for the experiment shown in Figure IV.3. The starting volume was 20
mL, with [Au0] = 0.25 mM. For each sample we extracted 1 mL and adjusted the effective rate (µL, blue column)
keeping constant the Ag added per Au mol per hour (orange column) at a value of 0.24.
Sample Au0 / mol VAgNO3 added / mL Rate µL/h Ag added / molAu0 / h Time / h AgEn
1 5.00×10−6 1.50×10−1 300.0 0.24 0.50 0.12
2 4.75×10−6 7.13×10−2 285.2 0.24 0.75 0.18
3 4.51×10−6 6.76×10−2 270.6 0.24 1.00 0.24
4 4.27×10−6 1.28×10−1 256.0 0.24 1.50 0.36
5 4.03×10−6 1.21×10−1 241.6 0.24 2.00 0.48
6 3.79×10−6 1.14×10−1 227.5 0.24 2.50 0.60
7 3.56×10−6 1.07×10−1 213.5 0.24 3.00 0.72
8 3.33×10−6 9.99×10−2 199.8 0.24 3.50 0.84
9 3.10×10−6 9.31×10−2 186.2 0.24 4.00 0.96
10 2.88×10−6 1.73×10−1 172.8 0.24 5.00 1.20
11 2.66×10−6 1.60×10−1 159.8 0.24 6.00 1.44
12 2.45×10−6 2.94×10−1 147.0 0.24 8.00 1.92
13 2.25×10−6 2.70×10−1 134.9 0.24 10.00 2.40
14 2.06×10−6 1.73 123.4 0.24 24.00 5.76
15 1.91×10−6 2.75 114.7 0.24 48.00 11.15
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2. Aqueous Gold Overgrowth of Silver Nanoparticle
Figure A.IV.10.: HAADF-TEM and mapped EDX images of AuAgNCs and byproducts. Due to partially un-
controllable twinning of the Wulff seeds byproducts (wires and tetrahedra) are also formed. The gold overgrowth
protocol allows facet-unselective and homogeneous overgrowth of all morphologies as obvious in the EDX map of
gold. Selective absorption of the iodide and displacement of chloride on the gold surface, which ultimately leads to
passivation, is observed in the respective EDX maps by the accumulation of iodine on the shell.
A.IV.1. Optical Characterization and Synthesis Optimization
For spherical AuNSps, a narrow plasmon resonance peak at a wavelength of 528 nm is ob-
servable in the extinction, and the increased extinction below 515 nm can be assigned to the
interband-gap of gold.[1] After silver overgrowth, the predominant mode is shifted to 512 nm.
For an optimized gold overgrowth, the dominant plasmonic mode shifts slightly to an excitation
wavelength of 519 nm (see Figure A.IV.11). This 7 nm shift is caused mainly by the plasmonic
polarizability of the gold shell, but also by the 2.2 nm size increment.
In Figure A.IV.11b&c (without and with offset, respectively) the influence of the iodide/chloride
ratio can be tracked by varying the amount of potassium iodide added. Without iodide, an addi-
tional plasmonic mode (600–800 nm) appears which can be assigned to galvanic replacement
of silver by the HAuCl4 complex. The replacement-induced etching of the corners results in
reduction of the higher plasmonic modes. On the other extreme, complete replacement of chlo-
ride in the precursor complex (HAuI4) leads to drastically reduced shell-growth kinetics caused
by strong adsorption of the excess iodide to the particle facets.[2] Thus, galvanic replacement
occurs as indicated by the peak at 600–700 nm. With the mixed complex, HAuCl2.8I1.2, these
effects are already reduced, however, galvanic replacement is not fully suppressed and some
etching of the corners is apparent. With the complex HAuCl1.7I2.3, both etching of the corners
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Figure A.IV.11.: Plasmonic evolution of the optimized synthesis and variation of the key reactant concentra-
tions. (a) Extinction spectra of each step of the optimized synthesis plotted without offset. (b,c) Extinction spectra
upon variation of the iodide concentration during gold overgrowth plotted without and with offset, respectively. (d,e)
Extinction spectra and TEM images at distinct gold volumes with a fixed potassium iodide concentration of 0.3 mM:
at 50 µM Au(III) no homogeneous and closed gold shell; homogeneous and closed stage at 112 µM of Au(III);
occurrence of galvanic replacement at of 200 µM of Au(III).
and galvanic replacement are minimized, since the reduction potential is balanced with the pas-
sivation of the particle facets by iodide (see Figure A.IV.10 and Figure IV.10 in Section IV.2 for
details of iodide absorption indicated by EDX).
Fixing this balanced iodide/chloride ratio, the quantity of continuously added HAuCl1.7I2.3 com-
plex also affects the formation of the gold shell. As depicted in the TEM images in Figure
A.IV.11e (left), an insufficient amount results in holey shells. After achieving complete enclosure
(Figure A.IV.11e, middle), additional precursor damps the kinetics by iodide adsorption and ul-
timately leads to the formation of rattle particles by galvanic replacement (Figure IV.15e, right).
The minor spectral changes based on variations in the quantity of gold salt added can be seen
in Figure A.IV.11d.
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Figure A.IV.12.: Oxidation of pure AgNCs after 24h in air. Further TEM images of AgNCs to show the influence
of air on pure AgNCs. A descent amount of AgNCs lose fast their corners and consequently minimizes the corroding
surface, which hinders further oxidation (a). Contrary, another part is completely crumbling into pieces (c).
A.IV.2. Electromagnetic Simulations
Numerical electromagnetic simulations (FDTD) were performed on pure AgNCs and pure
AuNCs—as theoretical references—and AuAgNCs. With increasing edge length of AgNCs (see
Figure A.IV.13a and peak positions in Figure A.IV.14b, green) the predominant dipolar LSPR
shifts linearly to higher wavelength and the higher modes become more dominant. For pure
AuNCs the LSPR is shifted to the red (above the interband gap of gold) and does not show any
higher modes (see Figure A.IV.14c). With increasing size this dipolar mode shifts also linearly to
higher wavelengths (see Figure A.IV.14b, blue). In case of the AuAgNCs (see Figure A.IV.13c)
the size of the inner AgNC was kept constant and the gold shell was gradually increased. While
the LSPR shifts non-linearly to higher wavelengths, the initial higher modes slowly disappear due
to the increased damping of gold.
Figure A.IV.13.: Numerical simulations (FDTD) of (a) AgNCs, (b) AuNCs, and (c) AuAgNCs from 70 nm to 90 nm
edge length. The edge rounding was set to a constant value of 9%
By direct comparison of the simulated and experimental extinction spectra (Figure A.IV.14a) the
dominant dipolar mode and the position of all modes can be matched by taking the experimental
details into account (size, edge rounding and gold shell thickness). However, due to overesti-
mation of damping in the used dielectric constant of bulk silver,[3] the higher modes are more
pronounced in the experiments.
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Figure A.IV.14.: Comparison of experimental UV-vis spectra with respective numerical simulations (FDTD)
and wavelengths used for the simulation of the electric field distributions (gray lines in (a); 520 nm, 465 nm, 390
nm, and 345 nm, respectively). (b) LSPR peak positions of AgNCs, AuNCs, and AuAgNCs for increasing gold shell
thickness. (c) LSPR peak positions of AgNCs for increasing edge rounding.
By tracing the peak positions of all nanocubes in Figure A.IV.14b the AuAgNCs converge from
pure AgNCs to pure AuNCs, while increasing the gold shell thickness to 10 nm. The experimental
peak position of gold overgrown nanocubes (shell thickness of 1.1 nm) matches to pure AgNCs
due to deviations from the bulk dielectric constants of gold and silver (Figure A.IV.14b&c).[1,4]
Figure A.IV.15.: Theoretical skin depth of gold. (a) bulk gold; (b) on the basis of the transition from AgNC to
AuNC.
For bulk materials the skin depth of a surface plasmon polaritons is described in Figure A.IV.15a
yielding a theoretical skin depth of 39 nm for gold at a wavelength of 517 nm. Based on the
exponential transition (plotted against frequency) from a pure AgNC to pure AuNC we derived
a more suitable effective skin depth by a 1/e decay (Figure A.IV.15b). This effective simulation
results in a skin depth for the described system of 4.9 nm. In both cases, the experimental shell
thickness of 1.1 nm is well below this limit.
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A.V Coupled Particle Assemblies
1. Self-Assembly of Macroscopic Magnetic Metasurfaces
Figure A.V.1.: Surface charge plots of the isolated dipolar mode (EM) and the two emerging modes in the contact
region. Contrary to the quadrupolar-mirrored mode at higher energies, the dipolar-mirrored mode (MM) induces a
confinement of the charges in the contact area.
Figure A.V.2.: Nanorod Synthesis. TEM image of the as-synthesized (A) and of the purified (B) pentatwinned gold
nanorod solution. (C) Respective UV-vis-NIR spectra. Histogram plot of the evaluation of the width (D) and length
(E) (N > 250): 161.0 ± 14.8 nm in 〈length〉 and 30.2 ± 3.7 nm in 〈width〉. (F) Calibration plot for the required CTAC
concentration to purify gold nanorods depending on their longitudinal plasmon resonance. The empirical fit (blue)
can be used to assign an appropriate surfactant concentration without the need of TEM study or concentration
screening. For in detail explanations of the purification process please see Section IV.1.
174 A. Appendix
Figure A.V.3.: Plasma post-treatment calibration. To match the template dimensions to the nanorod dimension
for the template-assisted self-assembly process, the amplitude of the wrinkled substrate needs to be reduced by an
additional plasma treatment. The amplitude (red) is reduced linearly with plasma dose, while the wavelength (blue)
remains constant.
Figure A.V.4.: Calculated effective electric permittivity (A) and effective magnetic permeability (B) for a gold
nanorod monomer (infinite separation from gold film, black), gold film only (gray) and film coupled nanorod at a
distance of 1.1 nm (red).
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2. Plasmon Band Formation and Delocalization in Quasi-Infinite Chains
Figure A.V.5.: Infinite chain limit by plane wave excitation. By steadily increasing the chain lengths the excitation
wavelengths shift to longer wavelengths, i.e., lower energies. As shown in the inset, the longitudinal L1 mode
converges to certain energy. In literature, this typically defines the infinite chain limit and is reached at about
10–12 particles.[5,6] Whereas at 20, the L3 superimposes with the L1 and becomes negligible Thus, in the infinite
chain limit, the assembly sustains a band of plasmon modes.
Figure A.V.6.: EELS probability map of an isolated gold nanoparticle. The single particle exhibits a basic LSPR
mode at 2.25 eV, which identifies as transversal mode for particle chains (>1 particle), as shown in the main text.
Figure A.V.7.: Example illustrating the treatment of low-loss EELS spectra. The raw spectra (filled) is aligned
to zero energy by the Non-Linear Least Square (NLLS) fitting. The reference profile of a zero-loss peak (green
curve) is deduced by averaging about thousand spectra collected far away from the gold particles, i.e. consisting of
no plasmon excitations. Each individual spectrum was aligned to zero energy by the NLLS fitting before averaging.
Then, the reference profile is normalized to the intensity of the raw spectra and subtracted from the latter resulting
in the plasmon excitation spectrum (red curve). Note that plasmon peaks are typically of 3 orders of magnitude
weaker than the zero-loss peak, thus the subtraction might be inaccurate in the vicinity of the zero energy where
the tiny differences in the peak profile and its exact energy position are visible. In the present work, we discarded
the energy range below 1 eV.
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Figure A.V.8.: Examples of low-loss EELS spectra from spectrum-imaging of chains with a different number
of gold nanoparticles. The number of particles in the chain is displayed on top of each spectrum. Filled profiles
show the spectra averaged over the whole area of spectrum-images while green, blue and red curves show exam-
ples of the spectra picked from the selected parts of spectrum-images (averaged over the area of 10–40 pixels).
Arrows denote the central positions of the different peaks eventually recognized in spectra.
Figure A.V.9.: Simulated surface charge plots of the lowest-order mode (L1 or L*, respectively) for direct
comparison. By increasing the chain length, at roughly 10 particles a pinch-off of the induced dipole moment in the
center can be observed, which indicates the superposition of the L1 and L3 mode and the formation of the plasmon
band (≥10 particles, as indicated by the dotted box).
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Figure A.V.10.: Simulated EELS spectra from 1 to 30 particles. The exciting electron beam was placed 50 nm
from the terminal gold particle in longitudinal direction. Due to increasing damping of gold toward lower energies,
the L1 mode becomes indistinguishable above 8 particles (where it appears as a small shoulder at 1.4 eV). Beyond
10 particles higher order Lm modes superimpose, thereby forming the L* mode.
For the transversal mode, the calculations predict a minor shift of 0.04 eV to higher energies
due to its anti-bonding character.[7] The respective bonding mode is dark and consequently not
observed. The shift is, however, not detected in experiments because it is far below the measure-
ment accuracy. Consequently, the transversal mode consists of only weakly coupled individual
particle modes. In contrast, both, experiments and simulations, suggest that the energies of all
longitudinal modes decrease with increasing the number of particles in a chain.
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Figure A.V.11.: Plasmonic polymer spectrum (FDTD simulation) excited by a dipole source. In order to probe
the energetic position of waveguiding modes in a particle chain consisting of 20 particles a broadband dipole source
was placed at the end of the chain and the extinction, absorption, and scattering coefficient was computed (a). The
dashed lines highlight the spectral position of the modes (picked according to the absorption peak positions), which
are used for the waveguiding simulations in the main text. The role of the overlapping modes is visualized by
multipeak-fitting of the extinction spectrum (b). The efficient waveguiding modes feature a significant overlap with
the neighboring modes, thereby forming the energy band.
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A.V.1. Discrete Dipole Model
In the following some more details of the discrete dipole model are provided including explicit
expressions for the propagators and derivations of the main results noted in the main text. The

















The corresponding expression Gij,ref (ω) for the reflected fields is noted in the book of Novotny
and Hecht (cf. Eq. 10.16).[8] Restricting the discrete dipole model do nearest neighbor interac-
tions, taking into account the dominating diagonal coupling only, and linearizing the polarization





Px, i(ω) = Ex,ext(ω). (A.V.2)
permits to find the longitudinal modes as the eigenvectors of the following n×n (with n being the
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This matrix has tridiagonal Toeplitz structure with n eigenvalues
ωk =ω0−2Gxx cos lpi
n+1
, l ∈ {1, . . . ,n} (A.V.4)




, l ∈ {1, . . . ,n} (A.V.5)
denoted by j. In the infinite chain limit n≫ 1 (L = n∆x), the analytic dispersion relation reads
ω(q) =ω0−2gxx cos(q∆). Thus, a band of eigenvalues withωmin =ω0−2Gxx emerges, whose
width may be controlled by the dipole coupling strength (e.g., particle distance). Finally, the opti-









(1− cos (qL)) (A.V.6)
of the q-dependent modes (e.g., optically dark modes have a net dipole moment of zero). Ac-
cordingly, dark modes appear, whenever q = 2pinL and the largest net dipole moment is realized
in the long wavelength limit q→ 0 (bright and dark modes highlighted in red and blue in Figure
V.13a in Section V.2, respectively). In combination with the analytical expression for density of














which also grows toward the minimal excitation energy, we may conclude that the integrated
optical coupling proportional to the product P×DOE is maximal at the lower edge of the band,
which is readily observed in the numerical calculations (Figure A.V.5).
We finally sketch the derivation of the general expression for discrete dipole model of on infinite
periodic lattices. To this end we write the position vector of the nanoparticles ri = ra + rn as a
superposition of a basis vector within the unit cell (index a) and the unit cell position (index n).
Using this convention, the dipole propagator reads Gµν(ri− rj,ω) = Gbνa,µ(n−n′,ω). The discrete
dipole model (equation V.2) can now be partly diagonalized by inserting the Bloch wave ansatz
for the nanoparticles polarization vectors (Cartesian indexω) Pa,µ(rn,q,ω) = caµ(q,ω)exp(iqrn)






Noting that the sum on the right-hand side is independent of n due to the translational invariance










Consequently, surface plasmon resonances in periodic lattices of nanoparticles can be found by
evaluating the minima of det (1−D(q,ω)).
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